
PRODUCT COPPER 
PRODUIT 

NAME OF PROPERTY COPPER ROAD 
NOM DE LA PROPRILTL 

PROVINCE OR PROVINCE OU B r i t i s h  Columbia 
TERRITORY TERRITOIRE 

OBJECT LOCATEP - Cent re  of c la ims .  
OBJET LOCALISE 

N.T.S. AREA 92 K/3 REF. CU 4 
REGION DU S.N. R.C. 

UNCERTAINTY 300 m 
FACTEUR D'INCER TITUDE 

Mining Division Nanaimo 
Division miniere 

County 
Comt6 

Lot 
Lot 

Sec 
Secr. 

TP . 
Ct. 

Lat. 50'12' Long. 12 5 '18 ' 
La t. Long. 

District S ayward 
District 

Township or Parish 
Canton ou paroisse 

Concession or Range 
Concession ou rang 

R. 
R. 

OWNER OR OPERATORIPROPRI~TAIRE OU EXPLOITANT 

HISTORY OF EXPLORATION AND DEVELOPMENT ' 

HISTORIQUE DE L'EXPLORATION ET DE LA MISE EN VALEUR 
The p r o p e r t y  is  l o c a t e d  on t h e  west  s i d e  of Quadra I s l a n d  

- ' '  some 12 m i l e s  nor th -nor thwes t  of Nanaimo and 2 m i l e s  from 
Deepwater Bay. 

No r e c o r d  of t h i s  p r o p e r t y  h a s  been found p r i o r  t o  1953. 
I n  t h a t  y e a r  Messrs Adams and Bestwick op t ioned  8 c la ims  t o  
Golden Contact  Mines Limited.  Diamond d r i l l i n g  t o t a l l e d  946' 
i n  7 h o l e s  b e f o r e  t h e  o p t i o n  w a s  dropped. The owners con t inued  
t o  e x p l o r e  t h e  p r o p e r t y  and s e v e r a l  s m a l l  sh ipments  of h igh-  
g rade  o r e  were r e p o r t e d .  By 1961 t h e  p r o p e r t y  comprised 12 
c la ims  owned by J. and E. G. Adams. From 1962 t o  1969 R. J. 
B e n n e t t ,  o f  Campbell R i v e r  lease-mined under  t h e  name Ribco 
Leas ing  Ltd.  A s h a f t  was sunk 100 '  and 942' of d r i f t i n g  and 
r a i s i n g  c a r r i e d  o u t .  A d d i t i o n a l  s t a k i n g  expanded t h e  p r o p e r t y  
t o  34 c l a i m s ,  1 5  h e l d  by t h e  Adams fami ly  and 1 9  by M r .  Bennet t .  

The Anaconda Company (Canada) L imi ted  o p t i o n e d  19 c la ims  i n  
1963. Work i n c l u d e d  a n  induced p o t e n t i a l  su rvey  and 11,740 '  of 
diamond d r i l l i n g  i n  28  h o l e s  t o  e x p l o r e  t h e  s h e a r  zone f o r  
2,000' a l o n g  s t r i k e  and a t  two h o r i z o n s  approx imate ly  150'  and 

Associated minerals or products - S i l v e r ,  goLd. 
Minkraux ou produits assocMs 

\ 

I 
DESCRlPTlON OF DEPOSiTIDESCRIPTION D U  GISEMENT 

The h o s t  rocks  are b a s a l t s  and a n d e s i t e s  of t h e  T r i a s s i c  
Karmutsen Formation.  D r i l l i n g  h a s  d e f i n e d  a 4,500' l o n g  by ' 
220'  wide c h l o r i t i z e d  s h e a r  zone s t r i k i n g  roughly  eas t -wes t  

, w i t h  a n e a r  v e r t i c a l  d i p .  Wi th in  t h e  s h e a r ,  c h a l c o p y r i t e  
and b o r n i t e  b e a r i n g  q u a r t z  v e i n s  l o c a l l y  form two s h o o t s  
d e s i g n a t e d  t h e  E a s t  and West zones.  

I 5p3262, 
O Mineral Policy ector, epartmsnt o f  Energy, Mines and Resources, Ottawa 

Q Secteur de la politique minirale, ministkre de I'Energie, des Mines et des Ressources, Ottawa 

750' below s u r f a c e .  Based on t h i s  work d r i l l  i n d i c a t e d  
r e s e r v e s  were p l a c e d  a t  115,000 t o n s  g r a d i n g  2.8% Cu, 0.5 o z / t  
Ag (H. Wahl, March 1983, i n  Black Marl in  Energy Corp, 
P r o s p e c t u s ,  29/6/83) . I 

Western Mines Limi ted  i n  1969 o p t i o n e d  t h e  Copper Road 
group and s t a k e d  a d j a c e n t  ground t o  a t o t a l  of 202 c la ims .  
Work in 1969-70 i n c l u d e d  induced p o l a r i z a t i o n ,  magnetometer 
and geochemical  s u r v e y s ,  1 ,500 '  of p e r c u s s i o n  d r i l l i n g  i n  9 
h o l e s  and 4,852' o f  diamond d r i l l i n g  i n  9 h o l e s ;  t h e  o p t i o n  was 
g iven  up. 

Univex Mining Corp L td  l e a s e d  1 9  c la ims  from t h e  Adam 
f a m i l y  i n  1971. Reserves  i n  t h e  E a s t  and W e s l t  zones were 
r e p o r t e d  as d r i l l  i n d i c a t e d  116,380 t o n s  a t  3.26% Cu, 0.4 o z / t  
Ag (Univex Mining Corp, S ta tement  of Material F a c t s  24/07/72).  
D r i l l i n g  i n  2 h o l e s  (537 ' )  was done i n  1973 and t r e n c h i n g  and 
sampling was r e p o r t e d  i n  subsequent  y e a r s .  The lease was 
renewed a n n u a l l y  u n t i l  1980. 

The 1 0  c l a i m  p r o p e r t y  was a p p a r e n t l y  l e a s e d  i n  1980 by 
W.A.McClelland, of M e r r i t t ,  who sub- leased t o  Margot Resources  
L td  i n  February 1981. The company a c q u i r e d  an agreement t o  



HISTORY OF PRODUCTIONIHISTORIQUE DE LA PRODUCTION 
I n t e r m i t t e n t  p r o d u c t i o n  d u r i n g  t h e  p e r i o d  1953 t o  1968 

i n c l u s i v e  t o t a l l e d  5 ,220 t o n s .  From t h i s  o r e  23  ounces of g o l d ,  
2,803 ounces of s i l v e r ,  and 402,854 pounds o f  copper  were -- 
recovered .  

MAP R EFERENCESIREFLRENCES CARTOGRAPHIOUES 
Open F i l e  463, Vancouver I s l a n d ,  (Geol . ) ,  Sc.  1:250,000, Geol. 

Surv. of Canada, 1977. 

#Claim ~ o c a t i o n  Map, Sc. 1 cm:250 m y  Fig .  2 ,  Repor t  by Wahl. 

*Map 92 K/3, Quadra I s l a n d ,  (Topo.) , Sc. 1:50,000. 
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Repor t s  o f  M i n i s t e r  of Mines, B r i t i s h  Columbia: 1953, 
p. 165; 1961, p. 91; 1962, p. 95'; 1963, p .  98*; 
1964,  p .  151; 1965, p.  225; 1966,  p. 71; 1967; 
p. 72; 1968, p. 100. 

DMacR 

Geology, E x p l o r a t i o n  and Mining, B r i t i s h  Columbia Dept. 
of  Mines: 1969, p. 211; 1970, p. 280; 1973, 
p. 253; 1974, p. 208; 1975, p .  E 112. 

Mineral P o l i c y  S e c t o r ;  Corpora t ion  F i l e s  : "Univex 
Mining Corp Ltd" ; "Black Marl in  Energy Corporat ion" .  

Wahl, H. ; Copper Road P r o p e r t y ,  March 1983, i n  Black 
Marl in  Energy Corpora t ion ,  P r o s p e c t u s  13110183. 

HISTORY OF EXPLORATION AND DEVELOPMENT (con t inued)  
( 

HISTORIQUE DE L'ExPLoRATION ET DE LA MISE EN VALEUR 

purchase  t h e  p r o p e r t y  from t h e  Adams f a m i l y ,  of Nanaimo, 
i n  March 1983. The company name (Margot) was changed ia 
1983 t o  Black  Mar l in  Energy Corpora t ion .  
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