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CERTIFICATE OF ANALYSIS VAN17002157.1

CLIENT JOB INFORMATION SAMPLE PREPARATION AND ANALYTICAL PROCEDURES
Project: McBride Procedure Number of  Code Description Test Report Lab
Shipment ID: Code Samples Wgt (9) Status
P.O. Number GS18MAN0021 SLBHP 3 Sorting, labeling and boxing samples received as pulps VAN
Number of Samples: 66 PUL85 63 Pulverize to 85% passing 200 mesh VAN
LF202 66 Total Whole Rock Characterization with AQ200 0.2 Completed VAN
SAMPLE DISPOSAL
ADDITIONAL COMMENTS
DISP-PLP Dispose of Pulp After 90 days
Bureau Veritas does not accept responsibility for samples left at the laboratory
after 90 days without prior written instructions for sample storage or return.
Invoice To: BC Geological Survey
P.O. Box 9333 Stn Prov Govt
Victoria British Columbia V8W 9N3
Canada
CC: MARCUS LAU

Production Manager

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Bureau Veritas assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“* asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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CERTIFICATE OF ANALYSIS VAN17002157.1

Method| LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200

Analyte Si02 AI203 Fe203 MgO Ca0O Na20 K20 TiO2 P205 MnO Cr203 Ba Ni Sc LOI Sum Be Co Cs Gal

Unit % % % % % % % % % % % ppm ppm ppm % % ppm ppm ppm ppm

MDL 0.01 0.01 0.04 0.01 0.01 0.01 0.01 0.01 0.01 0.01  0.002 1 20 1 -5.1 0.01 1 0.2 0.1 0.5

62758 Pulp 55.78 17.99 7.60 3.12 6.49 3.85 2.59 0.68 0.31 0.16 0.006 1238 <20 11 1.1 99.79 <1 18.0 1.7 17.1
62759 Pulp 69.34 15.96 1.99 0.50 1.92 5.72 3.17 0.23 0.08 0.03 0.009 1469 <20 2 0.8 99.86 2 2.6 0.6 20.2
62760 Pulp 67.28 15.77 3.66 1.50 3.46 3.89 2.99 0.40 0.11 0.08 0.011 768 <20 6 0.6 99.88 2 7.5 1.7 14.9]
62761 Pulp 48.52 18.56 10.66 5.49 6.90 3.19 0.29 0.91 0.27 0.33  0.002 279 21 22 4.5 99.69 <1 30.4 0.3 17 4]
62762 Pulp 46.97 17.89 10.60 5.68 9.25 3.15 0.49 1.05 0.21 0.33  0.006 477 22 28 40 99.70 <1 323 0.5 18.6]
62763 Pulp 68.31 15.42 3.27 1.37 3.29 3.91 3.15 0.35 0.11 0.07 0.012 825 <20 6 0.5 99.89 <1 71 1.3 14.2]
62764 Pulp 5297 18.14 9.23 4.51 7.69 2.09 2.73 0.89 0.23 0.21 0.009 154 41 17 11 99.79 6 26.9 16.1 19.4]
62765 Pulp 58.04 18.79 5.55 0.55 2.90 412 7.30 0.74 0.32 0.15 0.006 1970 <20 9 1.2  99.86 2 3.7 1.0 18.2]
62766 Pulp 68.57 14.94 2.63 0.73 2.27 4.44 2.30 0.31 0.10 0.08 0.007 410 <20 3 3.5 99.90 2 3.0 1.4 14.5]
62767 Pulp 64.42 16.10 4.27 1.88 4.02 4.03 2.89 0.48 0.15 0.10 0.010 905 <20 8 14 99.86 <1 7.7 0.7 14.2
62768 Pulp 51.92 1477 1274 6.28 1.36 2.25 1.15 1.74 0.24 0.22 0.057 819 243 29 6.9 99.72 3 52.0 1.6 15.7]
62769 Pulp 49.91 17.49 9.25 4.80 9.71 2.89 1.62 0.91 0.30 0.18 0.012 722 50 23 26 99.76 2 30.1 0.2 16.8]
62770 Pulp 67.06 15.17 2.93 0.74 1.66 4.77 4.09 0.34 0.11 0.09 0.009 1401 <20 4 2.8 99.90 4 3.9 1.1 12.6]
62771 Pulp 4940 17.72 9.20 5.82 8.77 3.1 1.45 0.95 0.43 0.15 0.018 657 71 22 26 99.72 <1 30.8 0.3 15.4]
62772 Pulp 53.45 18.20 8.12 4.34 5.96 4.48 2.04 0.98 0.31 0.16  0.005 829 33 23 1.4 99.54 <1 26.4 1.2 16.4]
62773 Pulp 5478 16.70 8.93 3.93 7.57 3.95 1.37 1.00 0.30 0.18 0.009 645 <20 21 1.0 99.78 3 21.2 0.2 18.2]
62774 Pulp 58.21 16.09 5.31 1.61 6.60 3.88 2.67 0.65 0.26 0.16 0.009 2061 <20 13 41 99.80 2 11.0 0.7 15.3]
62775 Pulp 64.68 16.12 5.07 1.23 2.78 6.82 0.68 0.77 0.27 0.08 0.012 431 <20 18 1.3 99.81 <1 9.3 0.3 13.3]
62776 Pulp 60.19 16.93 5.84 2.13 4.45 6.46 0.93 0.56 0.22 0.12 0.011 761 <20 13 1.9 99.80 3 111 <0.1 14 4]
62777 Pulp 65.47 17.00 3.64 1.00 1.65 6.65 1.86 0.48 0.21 0.06 0.008 1068 80 9 1.7 99.86 <1 8.3 <0.1 12.3]
62778 Pulp 67.00 16.33 2.82 1.18 0.85 5.69 4.31 0.33 0.11 0.08 0.012 1031 <20 4 1.1 99.89 <1 3.6 0.6 12.4]
62779 Pulp 65.91 1543 3.53 1.31 1.89 4.55 4.57 0.37 0.12 0.08 0.011 1109 <20 6 2.0 99.87 3 4.9 0.8 13.3]
62780 Pulp 65.40 15.77 3.53 1.29 1.90 4.61 4.68 0.38 0.12 0.08 0.011 1110 <20 6 2.0 99.88 2 5.0 0.9 12.7
62781 Pulp 70.64 15.56 1.78 0.64 2.15 5.17 2.81 0.20 0.07 0.04 0.013 1169 <20 2 0.7 99.87 2 3.0 0.3 19.0]
62782 Pulp 70.18 15.33 2.05 0.80 2.32 4.98 3.02 0.24 0.08 0.04 0.011 1030 <20 3 0.7 99.87 3 3.8 0.4 18.3]
62783 Pulp 46.65 16.27 7.51 4.75 8.19 2.18 2.53 0.89 0.40 0.12 0.008 767 32 21 10.2 99.76 3 23.2 1.1 13.4]
62784 Pulp 47.09 16.55 7.50 5.09 7.50 3.01 2.31 0.88 0.40 0.13  0.007 816 40 21 9.2 99.76 5 24.4 0.9 13.4]
62785 Pulp 53.32 17.40 8.75 3.23 3.91 3.03 2.77 0.96 0.28 0.09 <0.002 473 <20 22 6.0 99.80 <1 16.8 1.0 17.2]
62786 Pulp 69.84 15.41 1.73 0.50 2.19 5.31 2.49 0.21 0.06 0.02 0.012 936 <20 2 2.0 99.90 <1 3.0 0.3 19.3]
62787 Pulp 59.50 18.33 5.08 1.16 3.12 5.98 3.95 0.44 0.25 0.08 0.005 1730 <20 5 1.7 99.80 3 5.2 1.6 14.0

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method| LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200)

Analyte Hf Nb Rb Sn Sr Ta Th u Vv w Zr Y La Ce Pr Nd Sm Eu Gd Th|

Unitf ppm ppm ppm ppm ppm ppm ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm

MDL 0.1 0.1 0.1 1 0.5 0.1 0.2 0.1 8 0.5 0.1 0.1 0.1 0.1 0.02 0.3 0.05 0.02 0.05 0.01

62758 Pulp 3.4 6.1 47.7 <1 757.9 0.3 3.8 15 132 <0.5 145.0 23.5 24.0 46.8 5.69 24.4 5.01 1.44 4.63 0.73]
62759 Pulp 3.6 3.9 62.9 <1 862.2 0.2 3.3 1.7 34 0.5 116.2 7.0 12.5 22.2 2.50 9.3 1.76 0.52 1.60 0.21
62760 Pulp 3.1 6.2 67.1 <1 4205 0.5 6.9 24 70 <0.5 1228 10.3 16.0 28.1 2.98 10.9 2.21 0.59 2.00 0.30
62761 Pulp 2.1 3.2 2.9 <1 1051.1 0.1 2.4 1.0 264 <0.5 91.1 19.0 15.9 31.2 3.96 16.8 3.69 1.22 3.77 0.56
62762 Pulp 2.1 2.4 5.4 <1 7311 0.2 2.0 1.0 474 <0.5 87.8 18.8 13.5 27.4 3.87 16.9 3.88 1.23 3.85 0.60
62763 Pulp 2.5 6.3 63.5 <1 4248 0.6 7.8 2.0 63 <0.5 90.0 10.0 17.5 29.9 2.93 10.7 2.02 0.61 2.00 0.28]
62764 Pulp 1.9 53 156.3 <1 4183 0.3 1.0 0.5 200 <0.5 72.3 13.8 9.1 19.4 2.47 11.7 2.84 0.85 3.06 0.44
62765 Pulp 6.0 9.0 169.9 <1 262.9 0.5 10.1 5.0 77 25 2404 27.8 36.1 70.6 8.04 30.8 6.12 1.34 5.91 0.92
62766 Pulp 4.3 19.6 51.8 <1 369.9 15 8.8 3.6 32 1.3 1946 14.6 25.6 41.3 4.68 16.1 2.80 0.66 2.52 0.39]
62767 Pulp 3.0 7.0 52.2 <1 550.5 0.6 6.0 2.7 91 0.5 1227 121 16.3 30.4 3.61 13.8 2.67 0.73 2.52 0.36]
62768 Pulp 2.8 21.2 37.8 <1 105.5 1.3 57 1.2 200 1.7  119.2 26.0 26.7 47.5 6.15 25.4 5.46 1.81 5.86 0.88]
62769 Pulp 2.1 4.2 27.8 <1 670.2 0.2 2.1 0.9 236 <0.5 95.5 18.2 18.1 35.9 4.63 18.8 4.02 1.36 4.04 0.60
62770 Pulp 4.0 5.5 76.8 <1 4027 0.4 8.5 3.1 39 1.1 1585 14.9 235 40.2 4.51 15.9 3.06 0.71 2.70 0.42
62771 Pulp 2.3 10.1 28.9 <1 7579 0.6 29 11 217 <0.5 106.9 18.2 28.0 54.1 6.56 271 517 1.69 4.86 0.69]
62772 Pulp 2.8 4.7 452 <1 5774 0.3 3.4 11 281 0.8 113.8 19.8 15.7 30.4 3.92 16.8 3.68 1.24 3.48 0.58]
62773 Pulp 3.8 4.8 18.7 <1 500.3 0.2 3.0 1.2 217 <0.5 148.2 28.4 19.1 38.2 5.10 21.6 5.14 1.59 5.39 0.86
62774 Pulp 3.0 5.0 41.8 <1 9773 0.3 5.1 1.8 112 <0.5 1141 15.5 22.5 42.7 5.06 20.2 3.83 1.14 3.45 0.51
62775 Pulp 2.7 5.1 11.0 <1 870.8 0.2 4.5 2.3 160 <0.5 109.9 19.1 25.1 451 5.57 23.4 4.28 1.24 4.48 0.64
62776 Pulp 2.5 4.4 12.2 <1 951.9 0.3 4.5 21 138 <0.5 101.8 15.4 20.1 37.7 4.26 18.2 3.41 0.99 2.99 0.45]
62777 Pulp 29 6.1 28.9 <1 7148 04 6.3 2.7 73 <0.5 119.7 11.2 21.8 41.6 4.64 17.4 3.17 0.93 2.66 0.39
62778 Pulp 4.7 6.1 67.7 <1 3122 0.4 9.0 3.3 18 4.7 182.6 18.8 211 38.9 4.36 15.8 3.25 0.72 2.92 0.50
62779 Pulp 4.2 5.6 84.3 <1 4349 0.4 7.9 41 48 1.0 1575 19.9 22.0 39.3 4.68 17.3 3.63 0.92 3.47 0.52
62780 Pulp 4.4 5.4 85.2 <1 433.9 0.4 8.6 4.2 46 <0.5 1574 19.4 21.5 39.6 4.60 16.6 3.42 0.83 3.12 0.51
62781 Pulp 2.3 24 50.5 <1 864.2 0.1 2.3 0.7 25 <0.5 80.6 4.8 10.2 171 1.90 7.4 1.37 0.38 1.23 0.16]
62782 Pulp 2.7 29 56.1 <1 796.0 0.2 3.5 0.7 36 <0.5 84.9 5.6 11.0 20.9 2.26 8.9 1.66 0.48 1.36 0.18]
62783 Pulp 2.8 12.0 56.1 <1 6105 0.5 3.4 1.6 191 <0.5 116.6 20.1 30.9 61.1 7.28 28.9 5.36 1.67 4.85 0.68]
62784 Pulp 2.8 11.5 52.2 <1 559.2 0.6 3.5 1.3 188 <0.5 1125 19.5 324 61.7 7.32 28.6 5.31 1.66 5.04 0.67]
62785 Pulp 2.9 8.8 61.9 2 346.3 0.6 3.4 1.8 230 <0.5 125.0 20.3 17.7 35.1 4.35 17.8 3.94 0.98 3.78 0.59]
62786 Pulp 2.8 29 451 <1 569.5 0.2 2.3 1.1 29 <0.5 85.3 4.1 10.4 18.0 2.01 79 1.39 0.37 1.14 0.16]
62787 Pulp 4.4 5.6 72.8 <1 965.8 0.3 9.6 4.4 64 <0.5 1765 23.3 32.8 60.3 6.97 279 5.01 1.46 4.64 0.66

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method| LF200 LF200 LF200 LF200 LF200 LF200 TCO00 TCO00 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200

Analyte Dy Ho Er Tm Yb Lu TOT/C TOT/S Mo Cu Pb Zn Ni As Cd Sb Bi Ag Au Hg

Unit ppm ppm ppm ppm ppm ppm % % ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm

MDL 0.05 0.02 0.03 0.01 0.05 0.01 0.02 0.02 0.1 0.1 0.1 1 0.1 0.5 0.1 0.1 0.1 0.1 0.5 0.01

62758 Pulp 4.49 0.99 2.74 0.41 2.91 047 <0.02 <0.02 0.5 4.7 1.3 57 2.8 <0.5 <0.1 <0.1 <0.1 <0.1 1.1 <0.01
62759 Pulp 1.21 0.22 0.73 0.12 0.79 0.13 0.04 <0.02 0.1 3.1 7.4 13 2.3 1.1 <0.1 <0.1 <0.1 <0.1 0.6 <0.01
62760 Pulp 1.79 0.35 1.18 0.18 1.34 0.21 <0.02 <0.02 0.7 323 3.7 31 7.3 0.7 0.1 <0.1 <0.1 <0.1 0.6 <0.01
62761 Pulp 3.47 0.74 2.05 0.29 1.90 0.29 0.41 <0.02 0.3 108.2 27 77 16.9 1.9 <0.1 <0.1 <0.1 0.1 1.6 <0.01
62762 Pulp 3.58 0.75 2.15 0.31 2.04 0.29 0.48 <0.02 0.4 84.8 21 82 16.2 0.6 <0.1 <0.1 <0.1 <0.1 2.0 <0.01
62763 Pulp 1.72 0.37 1.06 0.16 1.18 0.19 <0.02 <0.02 0.2 11.4 1.2 29 7.2 0.6 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62764 Pulp 2.85 0.58 1.61 0.22 1.60 0.23 0.02 <0.02 0.2 9.3 2.6 88 23.8 6.2 <0.1 0.3 <0.1 <0.1 <0.5 <0.01
62765 Pulp 5.24 1.02 3.26 0.50 3.30 0.53 0.03 <0.02 0.2 2.8 10.1 63 2.2 46 0.3 1.0 <0.1 <0.1 <0.5 <0.01
62766 Pulp 2.31 0.51 1.55 0.24 1.92 0.29 0.46 <0.02 0.4 3.8 5.9 33 2.2 <0.5 0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62767 Pulp 2.14 0.48 1.42 0.21 1.49 0.23 <0.02 <0.02 1.0 24 4.9 40 10.4 0.8 <0.1 0.1 <0.1 <0.1 <0.5 <0.01
62768 Pulp 5.13 0.94 2.66 0.35 2.14 0.35 0.34 <0.02 08 1754 2241 341 2147 63.5 1.0 6.9 0.2 1.9 52.4 0.30
62769 Pulp 3.43 0.63 2.01 0.28 1.84 0.27 0.29 <0.02 0.6 32.0 2.0 50 36.8 2.3 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62770 Pulp 2.68 0.54 1.89 0.28 2.00 0.33 0.50 <0.02 1.3 1.9 17.4 36 1.0 47 0.1 2.9 <0.1 <0.1 <0.5 0.01
62771 Pulp 3.85 0.76 2.06 0.29 1.89 0.27 0.09 <0.02 0.6 63.3 1.8 37 52.6 2.4 <0.1 <0.1 <0.1 <0.1 2.0 <0.01
62772 Pulp 3.52 0.78 2.35 0.36 2.38 0.34 0.02 0.21 14 17457 1.5 80 233 9.1 1.5 0.1 0.2 0.9 21.8 <0.01
62773 Pulp 5.29 1.07 3.30 0.44 3.26 0.47 0.07 <0.02 1.5 1251 1.1 42 5.9 1.0 <0.1 0.1 <0.1 <0.1 3.0 <0.01
62774 Pulp 2.93 0.56 1.72 0.24 1.61 0.25 0.78 0.04 0.2 31.1 9.5 53 5.2 1.9 0.1 0.1 <0.1 <0.1 1.1 <0.01
62775 Pulp 3.57 0.77 2.26 0.29 2.03 0.31 0.09 0.04 0.4 29.0 9.8 77 4.1 <0.5 <0.1 <0.1 <0.1 <0.1 0.6 <0.01
62776 Pulp 2.56 0.52 1.63 0.23 1.64 0.23 0.24 0.27 0.1 235 7.2 37 4.7 1.0 <0.1 0.1 <0.1 <0.1 46 <0.01
62777 Pulp 2.08 0.43 1.14 0.18 1.17 0.20 0.09 <0.02 0.2 18.2 16.1 46 6.0 33.5 <0.1 0.2 <0.1 <0.1 <0.5 <0.01
62778 Pulp 3.00 0.72 2.33 0.37 2.61 0.42 0.04 <0.02 0.2 1.5 4.8 69 1.3 23.2 <0.1 0.4 <0.1 <0.1 <0.5 <0.01
62779 Pulp 3.26 0.67 2.21 0.33 249 0.41 0.24 <0.02 0.9 1.5 4.9 71 2.3 5.2 <0.1 0.3 <0.1 <0.1 <0.5 <0.01
62780 Pulp 3.17 0.64 2.21 0.33 2.52 0.38 0.23 <0.02 1.0 1.8 4.7 66 2.0 5.3 <0.1 0.3 <0.1 <0.1 <0.5 <0.01
62781 Pulp 0.88 0.15 0.49 0.06 0.50 0.08 <0.02 <0.02 0.1 2.8 2.0 27 4.0 0.7 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62782 Pulp 0.99 0.19 0.50 0.08 0.58 0.09 0.03 <0.02 0.2 1.8 1.7 31 4.6 0.6 <0.1 <0.1 <0.1 <0.1 0.5 <0.01
62783 Pulp 3.77 0.75 2.07 0.31 1.94 0.28 2.02 <0.02 0.5 20.0 4.0 66 30.0 0.7 0.1 0.2 <0.1 <0.1 <0.5 <0.01
62784 Pulp 3.88 0.76 2.09 0.28 1.98 0.29 1.60 0.03 0.9 39.0 26 113 35.0 0.9 0.2 0.3 <0.1 <0.1 <0.5 <0.01
62785 Pulp 3.63 0.78 2.20 0.33 2.33 0.35 0.79 0.04 0.4 20.7 24 234 2.0 35 0.1 0.2 <0.1 <0.1 0.6 <0.01
62786 Pulp 0.81 0.13 0.45 0.07 0.54 0.07 0.31  <0.02 0.1 1.5 1.2 24 9.2 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62787 Pulp 4.03 0.85 2.50 0.36 2.69 0.40 0.27 0.02 1.7 7.9 7.6 80 0.8 1.0 <0.1 <0.1 <0.1 <0.1 0.6 <0.01

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS VAN17002157.1

Method| AQ200 AQ200

Analyte TI Se|

Unit ppm ppm

MDL 0.1 0.5

62758 Pulp 02 <05
62759 Pulp <01  <0.5
62760 Pulp <01 <05
62761 Pulp <0.1  <0.5
62762 Pulp <01 <0.5
62763 Pulp <01  <0.5
62764 Pulp 04 <05
62765 Pulp <01  <0.5
62766 Pulp <01  <0.5
62767 Pulp <0.1  <0.5
62768 Pulp 01 <05
62769 Pulp <01  <0.5
62770 Pulp <01  <0.5
62771 Pulp <0.1  <0.5
62772 Pulp 02 <05
62773 Pulp <01  <0.5
62774 Pulp <0.1  <0.5
62775 Pulp <0.1  <0.5
62776 Pulp <01 <0.5
62777 Pulp <0.1 <0.5}
62778 Pulp <0.1  <0.5
62779 Pulp <0.1  <0.5
62780 Pulp <01  <0.5
62781 Pulp <0.1  <0.5
62782 Pulp <0.1  <0.5
62783 Pulp <01  <0.5
62784 Pulp <01 <0.5
62785 Pulp <0.1  <0.5
62786 Pulp <01  <0.5
62787 Pulp 0.1 <0.5

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method| LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200

Analyte Si02 AI203 Fe203 MgO Ca0O Na20 K20 TiO2 P205 MnO Cr203 Ba Ni Sc LOI Sum Be Co Cs Gal

Unit % % % % % % % % % % % ppm ppm ppm % % ppm ppm ppm ppm

MDL 0.01 0.01 0.04 0.01 0.01 0.01 0.01 0.01 0.01 0.01  0.002 1 20 1 -5.1 0.01 1 0.2 0.1 0.5

62788 Pulp 60.24 16.42 5.05 1.38 4.73 3.71 3.81 0.62 0.19 0.08 0.007 989 <20 12 3.5 99.82 3 12.2 0.2 121
62789 Pulp 58.25 18.44 4.81 1.37 3.84 6.32 3.25 0.44 0.26 0.09 0.003 1096 <20 5 2.6 99.83 2 6.2 1.5 14.6]
62790 Pulp 49.95 13.66 14.43 5.85 9.59 2.18 0.88 2.31 0.20 0.19 0.035 220 88 35 0.4 99.70 4 42.7 0.3 18.7]
62791 Pulp 59.22 16.42 7.45 2.13 5.58 3.09 4.07 0.68 0.19 0.09 0.011 841 <20 14 0.7 99.77 <1 13.2 0.9 15.5]
62792 Pulp 56.42 17.58 7.70 2.58 3.42 1.94 4.19 0.47 0.35 0.19 0.003 1027 <20 23 49 99.88 <1 3.8 2.3 15.1
62793 Pulp 58.89 17.34 6.13 1.94 3.34 4.67 2.03 0.38 0.32 0.12 0.004 508 <20 11 4.7 99.89 <1 6.0 3.3 16.2]
62794 Pulp 59.77 16.61 3.42 1.38 3.78 2.19 5.12 0.39 0.22 0.05 0.005 1417 <20 9 6.2 99.33 <1 5.1 1.7 16.2]
62795 Pulp 59.58 17.34 6.24 2.40 5.22 3.91 3.37 0.57 0.18 0.14  0.005 971 <20 15 0.8 99.83 <1 13.7 0.6 15.8]
62796 Pulp 70.55 16.29 1.38 0.14 1.20 5.97 3.32 0.21 0.06 0.02 0.007 1639 <20 2 0.5 99.86 <1 0.7 0.5 221
62797 Pulp 61.79 15.42 7.43 0.63 2.79 4.14 5.81 0.87 0.30 0.18 0.007 1415 <20 16 0.3 99.85 <1 5.0 1.7 17.8]
62798 Pulp 69.84 15.39 2.09 0.45 1.64 6.05 3.17 0.19 0.06 0.03 0.014 1076 <20 2 0.9 99.91 3 2.0 0.1 21.9
62799 Pulp 60.36 16.98 5.53 2.20 4.20 4.20 3.34 0.53 0.20 0.16  0.009 937 <20 12 2.0 99.82 <1 12.3 0.4 16.0)
62800 Pulp 47.80 18.47 11.70 5.34 10.21 2.71 0.72 0.98 0.19 0.19 0.008 327 <20 32 14 99.74 <1 34.4 2.2 18.1
62801 Pulp 48.21 18.34 11.60 547 10.00 2.66 0.71 0.98 0.19 0.20 0.008 343 <20 32 1.3  99.74 <1 35.5 23 17.0]
62802 Pulp 48.09 17.23 13.08 540 11.31 2.24 0.32 0.98 0.15 0.22 0.010 257 <20 38 0.7 99.72 <1 421 1.2 16.5]
62803 Pulp 48.85 22.98 6.95 3.65 11.89 2.70 0.42 0.78 0.15 0.14  0.009 309 25 16 1.2 99.75 <1 22.7 2.2 17.6]
62804 Pulp 61.06 17.69 5.46 242 4.25 3.56 3.46 0.54 0.20 0.09 0.010 1008 <20 12 1.0 99.82 2 131 1.7 15.5]
62805 Pulp 51.03 18.24 10.13 4.14 9.00 3.1 1.13 0.78 0.26 0.17  0.003 678 <20 18 1.7 99.76 <1 27.5 <0.1 18.6]
62806 Pulp 50.02 17.51 10.62 4.94 9.24 3.02 1.45 0.81 0.22 0.19 0.008 651 35 24 16 99.73 <1 36.0 0.2 17.2]
62807 Pulp 52.70 17.60 8.24 5.12 6.41 4.77 1.87 0.90 0.51 0.14 0.012 423 45 20 1.5 99.76 <1 25.6 2.8 14.8]
62808 Pulp 66.54 15.98 3.75 1.58 3.58 4.04 2.71 0.41 0.12 0.08 0.010 954 <20 6 1.0 99.87 <1 9.2 0.9 15.6]
62809 Pulp 51.83 17.98 8.46 5.29 7.97 3.41 1.74 0.82 0.43 0.16 0.013 725 52 20 16 99.73 <1 28.1 1.2 16.9]
62810 Pulp 51.43 17.10 9.13 2.39 5.70 5.17 2.93 1.00 0.56 0.17  0.005 846 <20 19 41  99.77 <1 21.5 0.2 18.5]
62811 Pulp 50.49 17.47 8.69 5.02 5.95 4.34 1.58 0.85 0.22 0.16 0.006 1116 29 18 48 99.73 <1 25.6 0.4 19.1
62812 Pulp 59.44 11.58 6.49 2.63 8.21 3.91 412 0.15 0.52 0.32 0.004 457 <20 6 1.5 98.87 19 8.3 2.4 26.7
62813 Pulp 53.66 16.94 7.1 4.79 5.94 4.58 2.32 1.12 0.40 0.12 0.014 716 57 14 27 99.77 <1 24.5 0.1 15.4]
62814 Pulp 67.03 14.79 2.91 0.33 2.64 3.63 4.83 0.33 0.10 0.08 0.007 1599 <20 4 3.1 99.91 <1 3.8 1.1 12.8]
62815 Pulp 49.79 18.05 10.58 4.49 9.31 2.92 1.28 0.82 0.26 0.18 0.004 681 <20 21 2.0 99.75 3 333 <0.1 19.6]
62816 Pulp 58.74 17.41 6.06 3.50 1.40 6.37 2.37 0.54 0.28 0.15 0.002 1888 <20 8 2.8 99.81 <1 13.3 0.2 17.0]
62817 Pulp 56.27 18.86 6.76 1.80 6.03 4.33 3.31 0.74 0.51 0.15 0.006 1024 <20 13 0.9 99.78 <1 11.9 2.0 19.3]
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Method| LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200)

Analyte Hf Nb Rb Sn Sr Ta Th u Vv w Zr Y La Ce Pr Nd Sm Eu Gd Th|

Unitf ppm ppm ppm ppm ppm ppm ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm

MDL 0.1 0.1 0.1 1 0.5 0.1 0.2 0.1 8 0.5 0.1 0.1 0.1 0.1 0.02 0.3 0.05 0.02 0.05 0.01

62788 Pulp 5.8 7.3 60.2 <1 568.6 0.5 13.7 6.2 113 <0.5 2189 221 24.4 51.2 6.21 23.7 4.95 1.12 4.51 0.68]
62789 Pulp 4.5 5.3 64.6 <1 703.2 0.3 9.9 4.2 68 27 1717 21.8 30.2 58.1 6.57 25.8 4.96 1.29 4.26 0.64
62790 Pulp 4.1 10.4 18.3 1 2155 0.6 2.3 0.7 438 <0.5 1523 32.3 16.7 39.8 4.89 21.1 5.59 1.86 6.50 0.99]
62791 Pulp 5.8 7.5 104.6 <1 736.3 0.5 14.8 6.4 172 1.2 2171 23.3 31.9 63.1 7.49 29.4 5.56 1.22 4.80 0.71
62792 Pulp 1.5 5.6 87.3 <1 1944 0.2 2.8 1.8 180 1.1 54.4 12.2 8.0 14.3 1.62 7.2 1.61 0.53 1.82 0.33]
62793 Pulp 14 6.5 36.9 <1 3121 0.3 2.8 14 131 0.6 52.5 10.1 16.2 26.0 2.89 10.8 2.35 0.54 2.14 0.32
62794 Pulp 2.3 9.1 78.7 <1 4270 0.6 3.2 1.2 81 <0.5 86.4 11.0 11.2 20.6 2.37 9.8 1.93 0.58 1.85 0.30
62795 Pulp 4.1 3.7 56.0 <1 5837 0.2 4.0 1.6 139 <0.5 1511 18.0 18.0 32.1 3.85 16.1 3.66 0.95 3.22 0.52
62796 Pulp 3.5 3.5 60.7 <1 9207 0.3 3.3 1.2 30 <0.5 105.0 5.0 8.9 16.5 1.76 7.4 1.30 0.44 1.23 0.15]
62797 Pulp 7.4 11.0 1176 1 2403 0.7 10.5 3.6 12 0.6 2944 42.4 40.0 78.4 9.69 40.5 8.24 1.87 8.10 1.24
62798 Pulp 2.8 3.2 44.6 <1 492.0 0.2 3.8 0.8 29 <0.5 97.2 71 10.5 19.4 2.20 8.2 1.64 0.43 1.46 0.21
62799 Pulp 4.5 5.5 62.1 <1  631.1 0.4 8.4 41 113 <0.5 165.1 21.0 229 42.8 5.03 20.2 3.97 1.06 3.69 0.60
62800 Pulp 1.5 1.7 16.3 <1 6634 0.1 1.2 0.6 367 <0.5 51.8 18.5 7.9 16.2 2.33 11.7 2.78 1.02 3.38 0.56
62801 Pulp 1.5 1.6 16.8 <1 693.3 <01 1.3 0.7 371 <0.5 54.7 19.8 8.5 18.2 2.52 11.2 2.92 1.14 3.62 0.59
62802 Pulp 1.7 1.7 6.3 <1 768.3 0.1 14 0.5 400 <0.5 54.3 19.6 8.6 17.3 2.43 11.4 2.99 1.03 3.48 0.57]
62803 Pulp 1.4 41 7.5 <1 1032.0 0.3 0.7 0.3 188 <0.5 52.4 12.2 9.1 17.8 2.42 10.8 2.48 0.98 2.58 0.39]
62804 Pulp 5.0 52 73.7 <1 64438 0.3 8.4 4.4 114 0.6 1811 21.6 23.6 429 4.97 19.7 4.06 1.09 3.81 0.60
62805 Pulp 2.1 2.2 13.4 <1 858.2 0.1 1.7 0.9 223 <0.5 80.9 18.5 14.6 29.4 3.89 16.6 3.88 1.20 3.86 0.56
62806 Pulp 2.2 21 21.9 <1 801.4 0.1 2.4 1.1 283 <0.5 77.4 16.8 15.0 31.1 3.92 16.7 3.64 1.16 3.60 0.53]
62807 Pulp 3.3 11.7 46.5 <1 4903 0.6 4.1 1.5 179 0.6 136.3 20.2 36.2 69.6 8.41 33.7 6.26 1.92 5.68 0.76]
62808 Pulp 3.2 5.8 53.9 <1 5335 0.6 4.4 15 72 <0.5 1187 12.3 15.4 27.3 3.14 11.9 2.45 0.76 2.29 0.34
62809 Pulp 3.0 10.5 38.9 <1 856.7 0.5 3.4 1.3 174 <0.5 136.9 19.2 33.2 63.3 7.46 29.4 5.66 1.74 477 0.72
62810 Pulp 4.9 7.4 58.8 1 7829 0.5 55 15 193 <0.5 1824 30.8 29.9 60.3 7.63 32.0 6.52 1.69 6.35 0.95]
62811 Pulp 2.0 3.3 25.3 <1 945.0 0.2 1.2 0.5 238 <0.5 63.7 15.6 11.7 23.5 3.22 14.5 3.40 1.08 3.32 0.49]
62812 Pulp 9.7 2202 2026 6 317.0 27.2 10935 785.0 47 0.9 3478 636.9 1409.4 22835 22371 7214 11563 16.98 117.86 19.59
62813 Pulp 3.8 241 38.7 <1 683.8 1.6 3.7 14 128 08 1721 171 24.4 37.6 4.79 18.6 4.16 1.35 4.01 0.59]
62814 Pulp 4.1 5.3 97.5 <1 300.0 0.5 8.8 3.9 41 0.8 159.8 16.8 26.1 43.9 5.02 17.8 3.16 0.85 3.05 0.45]
62815 Pulp 2.1 2.6 16.3 <1 8771 0.2 1.6 0.8 250 <0.5 7.7 17.7 14.6 30.9 3.88 17.0 3.79 1.30 4.01 0.55]
62816 Pulp 2.9 5.4 24.2 <1 767.0 0.4 1.7 0.8 97 <0.5 117.0 17.6 18.9 37.7 4.70 19.0 3.99 1.16 3.56 0.52
62817 Pulp 4.6 7.4 100.8 2 798.0 0.5 8.3 3.8 104 0.8 186.9 26.8 30.4 61.0 7.59 31.0 6.15 1.562 5.79 0.84
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Method| LF200 LF200 LF200 LF200 LF200 LF200 TCO00 TCO00 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200

Analyte Dy Ho Er Tm Yb Lu TOT/C TOT/S Mo Cu Pb Zn Ni As Cd Sb Bi Ag Au Hg

Unit ppm ppm ppm ppm ppm ppm % % ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm

MDL 0.05 0.02 0.03 0.01 0.05 0.01 0.02 0.02 0.1 0.1 0.1 1 0.1 0.5 0.1 0.1 0.1 0.1 0.5 0.01

62788 Pulp 3.95 0.86 2.63 0.39 2.60 0.39 0.62 0.14 0.2 88.5 6.2 56 2.6 4.1 0.2 0.3 <0.1 <0.1 <0.5 <0.01
62789 Pulp 3.91 0.81 2.31 0.37 3.33 0.38 0.47 0.04 0.7 6.7 6.5 75 0.6 1.0 <0.1 0.1 <0.1 <0.1 0.6 <0.01
62790 Pulp 6.27 1.26 3.54 0.51 3.02 0.46 0.04 0.03 0.7 3103 16.0 86 28.0 1.5 0.2 0.4 <0.1 0.2 10.3  <0.01
62791 Pulp 442 0.87 2.64 0.40 2.64 0.42 0.09 <0.02 22 64.3 3.2 44 2.2 1.9 <0.1 0.2 <0.1 <0.1 <0.5 <0.01
62792 Pulp 2.19 0.48 1.57 0.27 1.67 0.28 0.58 0.06 1.0 23.2 1.0 100 1.9 5.1 <0.1 0.2 <0.1 <0.1 1.7 <0.01
62793 Pulp 1.86 0.38 1.18 0.19 1.22 0.19 0.63 <0.02 0.4 2.8 0.9 33 24 3.0 <0.1 0.1 <0.1 <0.1 <0.5 <0.01
62794 Pulp 1.94 0.40 1.16 0.18 117 0.21 1.27 0.27 3.7 4580.4 21 16 1.4 <0.5 <0.1 <0.1 0.2 1.7 4926 0.34
62795 Pulp 3.12 0.67 217 0.31 2.07 0.35 <0.02 <0.02 0.5 52.9 2.8 31 25 0.8 <0.1 <0.1 <0.1 <0.1 1.1 <0.01
62796 Pulp 0.85 0.18 0.57 0.09 0.60 0.10 0.03 0.03 0.5 10.2 8.6 7 1.1 1.3 <0.1 0.1 <0.1 <0.1 1.3 <0.01
62797 Pulp 7.49 1.62 4.80 0.74 4.82 0.76 <0.02 <0.02 1.3 1735 7.9 42 0.9 2.1 <0.1 0.3 <0.1 0.1 <0.5 <0.01
62798 Pulp 1.27 0.23 0.71 0.10 0.73 0.12 0.09 <0.02 0.1 3.8 3.3 11 2.9 0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62799 Pulp 3.60 0.78 2.32 0.35 2.53 0.41 0.06 <0.02 0.4 7.3 11.9 100 25 5.1 0.3 0.2 <0.1 <0.1 <0.5 <0.01
62800 Pulp 3.39 0.77 2.24 0.32 2.10 0.30 0.03 <0.02 0.3 5.9 25 28 4.3 9.1 <0.1 <0.1 <0.1 <0.1 0.6 <0.01
62801 Pulp 3.48 0.80 2.25 0.33 2.20 0.32 0.03 <0.02 0.3 8.2 2.4 28 3.8 8.7 <0.1 <0.1 <0.1 <0.1 1.5 <0.01
62802 Pulp 3.72 0.79 2.22 0.33 2.00 0.33 0.02 <0.02 0.3 22.7 21 28 3.6 4.3 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62803 Pulp 2.26 0.48 1.35 0.18 1.30 0.18 0.03 <0.02 0.3 1217 3.8 31 8.9 1.2 <0.1 0.1 <0.1 0.1 <0.5 <0.01
62804 Pulp 3.57 0.72 2.37 0.37 2.39 042 <0.02 <0.02 0.2 24.9 43 48 2.8 2.1 <0.1 0.1 <0.1 <0.1 <0.5 <0.01
62805 Pulp 3.34 0.71 2.04 0.28 1.88 0.28 <0.02 <0.02 0.6 44.0 1.9 60 7.7 0.9 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62806 Pulp 3.09 0.65 1.90 0.26 1.71 0.26 0.02 <0.02 0.5 107.7 1.6 57 24.7 1.1 <0.1 <0.1 <0.1 <0.1 1.3 <0.01
62807 Pulp 4.30 0.76 242 0.30 2.01 0.30 <0.02 <0.02 0.2 6.3 3.7 96 28.9 6.1 0.2 0.3 <0.1 <0.1 <0.5 <0.01
62808 Pulp 2.07 0.37 1.37 0.19 1.27 0.19 <0.02 <0.02 0.2 243 0.8 35 8.3 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62809 Pulp 3.92 0.75 2.15 0.31 1.92 0.31 <0.02 <0.02 0.2 26.8 1.3 47 27.9 1.2 <0.1 0.1 <0.1 <0.1 <0.5 <0.01
62810 Pulp 5.68 1.12 3.34 0.48 3.27 0.50 0.66 <0.02 0.4 30.5 1.9 80 9.9 2.4 <0.1 0.2 <0.1 <0.1 <0.5 <0.01
62811 Pulp 2.83 0.56 1.62 0.24 1.57 0.23 0.41 0.19 0.8 70.9 3.1 81 19.9 0.7 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62812 Pulp 126.07 2796 8538 1157 65.51 8.26 0.15 0.05 0.6 16.8 144.9 118 4.0 16.9 0.1 0.2 0.3 <0.1 <0.5 0.02
62813 Pulp 3.25 0.71 1.89 0.27 1.76 0.28 0.19 0.03 1.1 334 1.1 51 455 1.1 0.2 <0.1 <0.1 <0.1 <0.5 <0.01
62814 Pulp 2.84 0.58 1.98 0.30 2.18 0.34 0.51 <0.02 1.0 11.9 5.8 16 1.1 1.0 0.1 0.2 <0.1 <0.1 <0.5 <0.01
62815 Pulp 3.23 0.67 1.94 0.29 1.95 0.28 0.04 <0.02 0.7 28.7 21 64 13.9 1.6 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62816 Pulp 3.04 0.62 1.82 0.26 1.71 0.29 0.04 <0.02 0.2 334 42 71 4.1 34 <0.1 <0.1 <0.1 <0.1 <0.5 0.02
62817 Pulp 4.86 1.01 2.92 0.44 2.89 0.44 <0.02 <0.02 0.6 64.6 5.8 42 24 1.5 <0.1 0.1 <0.1 <0.1 <0.5 <0.01
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Method| AQ200 AQ200
Analyte TI Se|

Unit ppm ppm

MDL 0.1 0.5

62788 Pulp <01 <0.5
62789 Pulp 0.1 <05
62790 Pulp <01 <05
62791 Pulp 0.1 <05
62792 Pulp <01 <0.5]
62793 Pulp <01 <0.5
62794 Pulp <0.1 4.8
62795 Pulp <01 <0.5]
62796 Pulp <01 <0.5
62797 Pulp <01 <0.5]
62798 Pulp <01 <0.5]
62799 Pulp <01 <0.5]
62800 Pulp <0.1 0.7]
62801 Pulp <0.1 0.8
62802 Pulp <01 <0.5
62803 Pulp <0.1 0.7
62804 Pulp 02 <05
62805 Pulp <01 <0.5
62806 Pulp <01 <0.5]
62807 Pulp 08 <09
62808 Pulp <01 <0.5]
62809 Pulp 0.1 <05
62810 Pulp <01 <0.5
62811 Pulp <01 <0.5]
62812 Pulp 0.1 1.6
62813 Pulp <01 <0.5]
62814 Pulp <01 <05
62815 Pulp <01 <0.5
62816 Pulp <01 <0.5]
62817 Pulp <01 <0.5
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Method| LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200

Analyte Si02 AI203 Fe203 MgO Ca0O Na20 K20 TiO2 P205 MnO Cr203 Ba Ni Sc LOI Sum Be Co Cs Gal

Unit % % % % % % % % % % % ppm ppm ppm % % ppm ppm ppm ppm

MDL 0.01 0.01 0.04 0.01 0.01 0.01 0.01 0.01 0.01 0.01  0.002 1 20 1 -5.1 0.01 1 0.2 0.1 0.5

62818 Pulp 64.59 16.55 417 1.89 4.21 412 2.83 0.48 0.14 0.08 0.011 912 <20 8 0.7 99.86 <1 11.0 1.9 16.5]
62819 Pulp 67.97 16.28 2.63 0.62 2.01 5.86 3.23 0.26 0.09 0.04 0.009 1744 <20 3 0.7 99.85 1 3.1 0.4 19.4]
62820 Pulp 66.48 15.99 3.88 1.56 3.77 4.05 2.87 0.42 0.12 0.07 0.011 834 <20 7 0.6 99.87 <1 9.2 1.0 14.9]
62821 Pulp 66.14 15.88 3.97 1.66 3.78 4.05 2.97 0.44 0.13 0.08 0.011 888 <20 7 0.7 99.87 <1 9.3 0.8 15.7]
62822 Pulp 50.84 17.80 10.02 4.37 5.42 3.57 3.57 0.98 0.29 0.26 0.008 2431 20 26 23 99.72 <1 27.3 0.9 19.4]
62823 Pulp 68.80 15.55 2.98 0.87 2.34 6.40 1.43 0.28 0.09 0.06 0.003 378 <20 5 1.0 99.88 <1 6.5 0.1 15.1
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Method| LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200)

Analyte Hf Nb Rb Sn Sr Ta Th u Vv w Zr Y La Ce Pr Nd Sm Eu Gd Th|

Unitf ppm ppm ppm ppm ppm ppm ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm  ppm

MDL 0.1 0.1 0.1 1 0.5 0.1 0.2 0.1 8 0.5 0.1 0.1 0.1 0.1 0.02 0.3 0.05 0.02 0.05 0.01

62818 Pulp 3.4 7.0 63.8 <1 5415 0.5 6.8 2.7 84 <0.5 1198 13.2 17.3 31.7 3.74 15.0 2.78 0.82 2.61 0.40]
62819 Pulp 2.8 3.9 62.2 <1 9659 0.2 2.7 1.2 42 <0.5 100.2 9.2 15.3 271 3.05 11.3 2.24 0.62 1.86 0.26]
62820 Pulp 3.6 6.5 62.2 <1 499.6 0.5 7.2 29 74 <0.5 1341 11.9 18.7 30.2 3.33 11.8 2.18 0.69 2.33 0.33]
62821 Pulp 3.3 6.5 64.0 <1 4919 0.6 71 2.6 75 <0.5 133.0 12.2 17.8 31.9 3.39 12.8 2.33 0.71 2.22 0.34
62822 Pulp 3.1 4.3 73.2 <1 817.7 0.2 2.8 14 256 <0.5 126.8 23.6 18.1 37.4 4.83 21.7 4.59 1.24 4.82 0.72
62823 Pulp 3.9 5.7 22.8 <1 589.6 0.4 8.3 4.0 36 <0.5 155.2 15.0 21.7 39.5 4.35 16.0 3.09 0.80 2.91 0.44

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method| LF200 LF200 LF200 LF200 LF200 LF200 TCO00 TCO00 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200

Analyte Dy Ho Er Tm Yb Lu TOT/C TOT/S Mo Cu Pb Zn Ni As Cd Sb Bi Ag Au Hg

Unit ppm ppm ppm ppm ppm ppm % % ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm

MDL 0.05 0.02 0.03 0.01 0.05 0.01 0.02 0.02 0.1 0.1 0.1 1 0.1 0.5 0.1 0.1 0.1 0.1 0.5 0.01

62818 Pulp 2.31 0.47 1.54 0.20 1.49 0.25 <0.02 <0.02 0.3 18.3 0.8 34 8.7 1.2 <0.1 0.1 <0.1 <0.1 <0.5 <0.01
62819 Pulp 1.61 0.31 0.99 0.13 0.92 0.15 <0.02 <0.02 0.1 2.9 6.8 14 2.6 1.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62820 Pulp 1.87 0.43 1.34 0.19 1.29 0.20 <0.02 <0.02 0.2 12.3 0.7 28 7.5 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62821 Pulp 2.05 0.39 1.29 0.20 1.30 0.21 <0.02 <0.02 0.3 11.9 0.9 31 8.5 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62822 Pulp 4.36 0.92 2.61 0.39 248 0.37 0.07 <0.02 0.7 70.0 2.3 99 13.3 2.3 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62823 Pulp 2.65 0.56 1.71 0.28 1.78 0.32 0.05 <0.02 0.3 12.2 1.5 27 9.7 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS VAN17002157.1

Method| AQ200 AQ200
Analyte TI Se|

Unit ppm ppm

MDL 0.1 0.5

62818 Pulp 01 <05
62819 Pulp <01 <09
62820 Pulp 01 <05
62821 Pulp <01 <05
62822 Pulp <0.1 <05
62823 Pulp <0.1 <0.5

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method | LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200
Analyte Si02 AI203 Fe203 MgO Ca0 Na20 K20 TiO2 P205 MnO Cr203 Ba Ni Sc LOI Sum Be Co Cs Gal
Unit % % % % % % % % % % % ppm ppm ppm % % ppm ppm ppm ppm
MDL 0.01 0.01 0.04 0.01 0.01 0.01 0.01 0.01 0.01 0.01  0.002 1 20 1 -5.1 0.01 1 0.2 0.1 0.5]
62789 Pulp 58.25 18.44 4.81 1.37 3.84 6.32 3.25 0.44 0.26 0.09 0.003 1096 <20 5 26 99.83 2 6.2 1.5 14.6
62820 Pulp 66.48 15.99 3.88 1.56 3.77 4.05 2.87 0.42 0.12 0.07 0.011 834 <20 7 0.6 99.87 <1 9.2 1.0 14.9
Pulp Duplicates
62762 Pulp 46.97 17.89 10.60 5.68 9.25 3.15 0.49 1.05 0.21 0.33  0.006 477 22 28 4.0 99.70 <1 323 0.5 18.6
REP 62762 QcC
62780 Pulp 65.40 15.77 3.53 1.29 1.90 4.61 4.68 0.38 0.12 0.08 0.011 1110 <20 6 2.0 99.88 2 5.0 0.9 12.7
REP 62780 Qc
62782 Pulp 70.18 15.33 2.05 0.80 2.32 4.98 3.02 0.24 0.08 0.04 0.011 1030 <20 3 0.7 99.87 3 3.8 0.4 18.3
REP 62782 QC 70.07 15.34 2.07 0.80 2.32 5.04 3.03 0.25 0.08 0.04 0.011 1043 <20 3 0.7 99.86 <1 3.3 0.3 17.8
62796 Pulp 70.55 16.29 1.38 0.14 1.20 5.97 3.32 0.21 0.06 0.02 0.007 1639 <20 2 0.5 99.86 <1 0.7 0.5 221
REP 62796 Qc
62813 Pulp 53.66 16.94 7.1 4.79 5.94 4.58 2.32 1.12 0.40 0.12 0.014 716 57 14 27 99.77 <1 24.5 0.1 15.4
REP 62813 QC
62815 Pulp 49.79 18.05 10.58 4.49 9.31 2.92 1.28 0.82 0.26 0.18 0.004 681 <20 21 20 99.75 3 333 <0.1 19.6
REP 62815 QcC 4999 17.94 10.60 4.46 9.24 2.92 1.30 0.81 0.26 0.18 0.004 687 <20 21 2.0 99.75 <1 32.8 <0.1 18.8
Reference Materials
STD DS11 Standard
STD DS11 Standard
STD GS311-1 Standard
STD GS311-1 Standard
STD GS910-4 Standard
STD GS910-4 Standard
STD OREAS45EA Standard
STD OREAS45EA Standard
STD SO-19 Standard 60.62 13.96 7.52 2.90 5.82 3.99 1.28 0.70 0.32 0.13  0.491 482 461 26 1.9 99.78 16 23.4 4.4 171
STD SO-19 Standard 60.41  14.01 7.52 2.90 5.88 4.07 1.32 0.70 0.31 0.13  0.490 448 465 26 1.9 99.79 18 24.0 4.0 15.8
STD SO-19 Standard 60.56 14.10 7.48 2.94 5.81 3.94 1.29 0.69 0.31 0.13 0.486 456 462 26 1.9 99.79 18 22.6 41 17.2
STD SO-19 Standard 60.74 13.93 7.45 2.89 5.92 3.93 1.28 0.68 0.31 0.13 0.480 449 455 26 1.9 99.79 17 22.2 4.5 15.6
STD GS311-1 Expected

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT VAN17002157.1

Method [ LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200|
Analyte Hf Nb Rb Sn Sr Ta Th U \") w Zr Y La Ce Pr Nd Sm Eu Gd Tb)
Unit ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm|
MDL 0.1 0.1 0.1 1 0.5 0.1 0.2 0.1 8 0.5 0.1 0.1 0.1 0.1 0.02 0.3 0.05 0.02 0.05 0.01
62789 Pulp 4.5 5.3 64.6 <1 703.2 0.3 9.9 4.2 68 27 1717 21.8 30.2 58.1 6.57 25.8 4.96 1.29 4.26 0.64
62820 Pulp 3.6 6.5 62.2 <1  499.6 0.5 7.2 2.9 74 <0.5 1341 11.9 18.7 30.2 3.33 11.8 2.18 0.69 2.33 0.33
Pulp Duplicates
62762 Pulp 2.1 24 5.4 <1 7311 0.2 2.0 1.0 474 <0.5 87.8 18.8 13.5 27.4 3.87 16.9 3.88 1.23 3.85 0.60
REP 62762 QC
62780 Pulp 4.4 5.4 85.2 <1 4339 0.4 8.6 4.2 46 <0.5 1574 19.4 21.5 39.6 4.60 16.6 3.42 0.83 3.12 0.51
REP 62780 QC
62782 Pulp 2.7 2.9 56.1 <1 796.0 0.2 3.5 0.7 36 <0.5 84.9 5.6 11.0 20.9 2.26 8.9 1.66 0.48 1.36 0.18
REP 62782 QC 2.6 3.2 57.8 <1 814.6 0.2 3.6 0.8 35 <0.5 83.4 6.0 11.4 20.1 2.31 8.5 1.57 0.45 1.42 0.20)
62796 Pulp 35 3.5 60.7 <1 920.7 0.3 3.3 1.2 30 <0.5 105.0 5.0 8.9 16.5 1.76 74 1.30 0.44 1.23 0.15
REP 62796 QC
62813 Pulp 3.8 241 38.7 <1 683.8 1.6 3.7 1.4 128 0.8 1721 171 24.4 37.6 4.79 18.6 4.16 1.35 4.01 0.59
REP 62813 QC
62815 Pulp 2.1 2.6 16.3 <1 8771 0.2 1.6 0.8 250 <0.5 7.7 17.7 14.6 30.9 3.88 17.0 3.79 1.30 4.01 0.55
REP 62815 QC 2.0 2.2 15.8 <1 865.0 0.1 1.8 0.8 255 <0.5 78.1 17.5 15.1 29.4 3.90 174 3.60 1.22 3.75 0.55
Reference Materials
STD DS11 Standard
STD DS11 Standard
STD GS311-1 Standard
STD GS311-1 Standard
STD GS910-4 Standard
STD GS910-4 Standard
STD OREAS45EA Standard
STD OREAS45EA Standard
STD SO-19 Standard 3.0 69.4 19.0 19 336.5 4.5 13.2 20.0 155 11.0 108.6 34.5 740 1553 19.33 76.1  13.40 3.70 10.46 1.38}
STD SO-19 Standard 3.0 67.3 19.0 17 3334 5.0 13.5 21.0 157 9.9 108.6 35.5 742 1654 19.31 76.8 13.09 3.78 10.67 1.41
STD SO-19 Standard 2.9 67.8 19.2 17 3145 4.5 12.2 19.2 155 9.3 110.0 33.6 679 1535 18.68 73.1 1230 3.58 10.13 1.34
STD SO-19 Standard 3.0 66.6 19.0 17 318.1 4.9 12.8 19.9 159 8.7 107.8 34.4 721 1575 18.69 726 1248 3.55 10.17 1.35)
STD GS311-1 Expected

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT VAN17002157.1

Method | LF200 LF200 LF200 LF200 LF200 LF200 TC000 TCO000 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200
Analyte Dy Ho Er Tm Yb Lu TOT/C TOT/S Mo Cu Pb Zn Ni As Cd Sb Bi Ag Au Hg
Unit ppm ppm ppm ppm ppm ppm % % ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm|
MDL 0.05 0.02 0.03 0.01 0.05 0.01 0.02 0.02 0.1 0.1 0.1 1 0.1 0.5 0.1 0.1 0.1 0.1 0.5 0.01
62789 Pulp 3.91 0.81 2.31 0.37 3.33 0.38 0.47 0.04 0.7 6.7 6.5 75 0.6 1.0 <0.1 0.1 <0.1 <0.1 0.6 <0.01
62820 Pulp 1.87 0.43 1.34 0.19 1.29 0.20 <0.02 <0.02 0.2 12.3 0.7 28 7.5 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
Pulp Duplicates
62762 Pulp 3.58 0.75 2.15 0.31 2.04 0.29 048 <0.02 0.4 84.8 2.1 82 16.2 0.6 <0.1 <0.1 <0.1 <0.1 2.0 <0.01
REP 62762 QcC 048 <0.02
62780 Pulp 3.17 0.64 2.21 0.33 2.52 0.38 0.23 <0.02 1.0 1.8 4.7 66 2.0 5.3 <0.1 0.3 <0.1 <0.1 <0.5 <0.01
REP 62780 QcC 0.8 1.7 4.4 65 2.0 4.6 <0.1 0.3 <0.1 <0.1 <0.5 <0.01
62782 Pulp 0.99 0.19 0.50 0.08 0.58 0.09 0.03 <0.02 0.2 1.8 1.7 31 4.6 0.6 <0.1 <0.1 <0.1 <0.1 0.5 <0.01
REP 62782 QC 0.97 0.18 0.51 0.08 0.60 0.09
62796 Pulp 0.85 0.18 0.57 0.09 0.60 0.10 0.03 0.03 0.5 10.2 8.6 7 1.1 1.3 <0.1 0.1 <0.1 <0.1 1.3 <0.01
REP 62796 QcC <0.02 <0.02
62813 Pulp 3.25 0.71 1.89 0.27 1.76 0.28 0.19 0.03 1.1 334 1.1 51 455 1.1 0.2 <0.1 <0.1 <0.1 <0.5 <0.01
REP 62813 QC 1.1 32.4 1.2 50 47.3 1.0 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
62815 Pulp 3.23 0.67 1.94 0.29 1.95 0.28 0.04 <0.02 0.7 28.7 2.1 64 13.9 1.6 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
REP 62815 QcC 3.26 0.66 2.02 0.28 1.84 0.30
Reference Materials
STD DS11 Standard 13.2 1553 140.0 323 79.2 40.6 2.4 71 11.7 1.8 53.3 0.24
STD DS11 Standard 139 1529 1347 344 76.0 40.7 2.6 6.6 11.8 1.6 56.2 0.25
STD GS311-1 Standard 1.00 2.41
STD GS311-1 Standard 1.02 2.31
STD GS910-4 Standard 2.70 8.26
STD GS910-4 Standard 2.77 8.13
STD OREAS45EA Standard 1.5 6744 14.6 31 376.8 10.4 <0.1 0.3 0.3 0.2 43.9 0.01
STD OREAS45EA Standard 16 703.2 15.7 33 38938 11.6 <0.1 0.3 0.3 0.3 59.5 0.01
STD SO-19 Standard 7.52 1.39 4.01 0.57 3.50 0.50
STD SO-19 Standard 7.1 1.46 3.85 0.55 3.69 0.53
STD SO-19 Standard 7.7 1.29 3.61 0.53 3.48 0.52
STD SO-19 Standard 7.34 1.34 3.71 0.51 3.36 0.50
STD GS311-1 Expected 1.02 2.35

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method | AQ200 AQ200
Analyte TI Se|
Unit ppm ppm
MDL 0.1 0.5
62789 Pulp 0.1 <0.5}
62820 Pulp 0.1 <0.5}
Pulp Duplicates
62762 Pulp <0.1 <0.5}
REP 62762 QC
62780 Pulp <0.1 <0.5}
REP 62780 QcC <0.1 <0.5}
62782 Pulp <0.1 <0.5}
REP 62782 QC
62796 Pulp <0.1 <0.5}
REP 62796 QC
62813 Pulp <0.1 <0.5}
REP 62813 QcC <0.1 <0.5}
62815 Pulp <0.1 <0.5}
REP 62815 QC
Reference Materials
STD DS11 Standard 4.7 2.0
STD DS11 Standard 4.7 2.1
STD GS311-1 Standard
STD GS311-1 Standard
STD GS910-4 Standard
STD GS910-4 Standard
STD OREAS45EA Standard <0.1 0.6
STD OREAS45EA Standard <0.1 0.8
STD SO-19 Standard
STD SO-19 Standard
STD SO-19 Standard
STD SO-19 Standard
STD GS311-1 Expected

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200
Si02 AI203 Fe203 MgO Ca0O Na20 K20 TiO2 P205 MnO Cr203 Ba Ni Sc LOI Sum Be Co Cs Ga
% % % % % % % % % % % ppm ppm ppm % % ppm ppm ppm ppm
0.01 0.01 0.04 0.01 0.01 0.01 0.01 0.01 0.01 0.01  0.002 1 20 1 -5.1 0.01 1 0.2 0.1 0.5|
STD GS910-4 Expected
STD SO-19 Expected 61.13 13.95 7.47 2.88 6 4.1 1.29 0.69 0.32 0.13 0.5 486 470 27 20 24 4.5 17.5
STD OREAS45EA Expected
STD DS11 Expected
BLK Blank
BLK Blank
BLK Blank 0.02 0.02 <0.04 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.002 5 <20 <1 0.0 0.06 <1 <0.2 <0.1 <0.5
BLK Blank <0.01 <0.01 <0.04 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.002 5 <20 <1 0.0 <0.01 <1 <0.2 <0.1 <0.5
BLK Blank
BLK Blank
Prep Wash
ROCK-VAN Prep Blank 71.59 13.83 3.22 0.96 1.95 4.47 1.70 0.34 0.09 0.09 <0.002 768 <20 6 1.6 99.93 5 3.6 0.3 12.9
ROCK-VAN Prep Blank 7121 13.87 3.08 1.06 2.28 4.47 1.52 0.34 0.09 0.10 <0.002 632 <20 7 1.8 99.92 <1 43 0.3 12.4

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT VAN17002157.1

LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200 LF200|
Hf Nb Rb Sn Sr Ta Th U \' w Zr Y La Ce Pr Nd Sm Eu Gd Th
ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm|
0.1 0.1 0.1 1 0.5 0.1 0.2 0.1 8 0.5 0.1 0.1 0.1 0.1 0.02 0.3 0.05 0.02 0.05 0.01
STD GS910-4 Expected
STD SO-19 Expected 3.1 68.5 19.5 19 3171 4.9 13 19.4 165 9.8 112 35.5 71.3 161 19.4 75.7 13.7 3.81 10.53 1.41
STD OREAS45EA Expected
STD DS11 Expected
BLK Blank
BLK Blank
BLK Blank <0.1 <0.1 <0.1 <1 2.0 <0.1 <0.2 <0.1 <8 <0.5 0.8 <0.1 <0.1 <0.1 <0.02 <0.3 <0.05 <0.02 <0.05 <0.01
BLK Blank <0.1 0.2 <0.1 <1 1.3 <0.1 <0.2 <0.1 <8 <0.5 0.3 <0.1 <0.1 <0.1 <0.02 <0.3 <0.05 <0.02 <0.05 <0.01
BLK Blank
BLK Blank
Prep Wash
ROCK-VAN Prep Blank 3.2 6.4 26.5 <1 180.3 0.4 2.8 1.6 33 <0.5 136.8 16.0 14.7 26.5 3.10 11.7 2.45 0.70 2.52 0.42
ROCK-VAN Prep Blank 29 6.0 24.3 <1 1822 0.4 2.9 1.5 35 <0.5 129.6 15.5 14.6 25.0 2.97 12.5 2.54 0.73 2.31 0.41
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QUALITY CONTROL REPORT VAN17002157.1

LF200 LF200 LF200 LF200 LF200 LF200 TCO00 TCO00 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200 AQ200f
Dy Ho Er Tm Yb Lu TOT/C TOT/S Mo Cu Pb Zn Ni As Cd Sb Bi Ag Au Hg|
ppm ppm ppm ppm ppm ppm % % ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm
0.05 0.02 0.03 0.01 0.05 0.01 0.02 0.02 0.1 0.1 0.1 1 0.1 0.5 0.1 0.1 0.1 0.1 0.5 0.01
STD GS910-4 Expected 2.65 8.27
STD SO-19 Expected 75 1.39 3.78 0.55 3.55 0.53
STD OREAS45EA Expected 1.6 709 14.3 314 381 10.3 0.03 0.32 0.26 0.26 53
STD DS11 Expected 13.9 156 138 345 81.9 42.8 2.37 7.2 12.2 1.71 79 0.3
BLK Blank <0.02 <0.02
BLK Blank <0.02 <0.02
BLK Blank <0.05 <0.02 <0.03 <0.01 <0.05 <0.01
BLK Blank <0.05 <0.02 <0.03 <0.01 <0.05 <0.01
BLK Blank <0.1 <0.1 <0.1 <1 <0.1 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
BLK Blank <0.1 <0.1 <0.1 <1 <0.1 <0.5 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01
Prep Wash
ROCK-VAN Prep Blank 2.67 0.60 1.90 0.28 2.12 0.38 0.07 0.09 1.2 3.4 0.9 38 1.3 2.3 <0.1 <0.1 <0.1 <0.1 1.9 <0.01
ROCK-VAN Prep Blank 2.61 0.59 1.84 0.28 2.07 0.31 0.10 0.07 1.2 6.9 0.9 36 1.4 1.3 <0.1 <0.1 <0.1 <0.1 <0.5 <0.01

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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AQ200 AQ200
TI Se
ppm ppm
0.1 0.5
STD GS910-4 Expected
STD SO-19 Expected
STD OREAS45EA Expected 0.072 0.78]
STD DS11 Expected 4.9 1.9
BLK Blank
BLK Blank
BLK Blank
BLK Blank
BLK Blank <0.1 <0.5}
BLK Blank <0.1 <0.5
Prep Wash
ROCK-VAN Prep Blank <0.1 <0.5
ROCK-VAN Prep Blank <0.1 <0.5

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.



