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APPENDIX A - MAPS
Adams Lake

Stream Sample Locations Map 1
Heavy Mineral Sample Locations Map 2
Rock Sample Locations Map 3
Gold (mm*)  Au INA Map  4
Gold (ss) Au INA Map 5
Arsenic (mm)  As INA Map 6
Arsenic (ss)    As INA Map  7
Bismuth (mm) Bi AAS-H Map  8
Bismuth (ss) Bi AAS-H Map  9
Copper (mm) Cu AAS Map 10
Copper (ss) Cu AAS Map 11
Fluorine (mm)   F ION Map  12
Fluorine (ss) F ION Map  13
Tungsten (mm) W INA Map  14
Tungsten (ss)  W INA Map  15
Fluoride (w) F ION Map  16
Sulphate (w) SO4 TURB Map 17

Adams Lake

Gold (hm) Au INA Map 18
Anomalous Areas Map 19
Detailed Stream and Till Gold Geochem. Map 20
of the Cam-Gloria Area
Multi-Element Associations in the Map 21
Cam- Gloria Area

Kootenay Lake

Stream Sample Locations Map 22
Heavy Mineral Sample Locations Map 23
Gold (mm)  Au INA Map  24
Gold (ss)  Au INA Map  25
Arsenic (mm)  As INA Map  26
Arsenic (ss)    As INA Map  27
Bismuth (mm) Bi AAS-H Map  28
Bismuth (ss)   Bi AAS-H Map  29
Copper (mm)   Cu AAS Map  30
Copper (ss) Cu AAS Map  31
Fluorine (mm) F ION Map  32
Fluorine (ss) F ION Map  33
Fluoride (w) F ION Map  34
Tungsten (mm) W INA Map  35
Tungsten (ss) W INA Map  36
Gold (hm) Au INA Map 37
Anomalous Areas Map 38

*mm= moss mat sediment, ss= stream sediment, w= stream waters, hm= heavy minerals

Notes ...
• Concentration ranges on maps have been calculated using the raw data set and are based on the 50th, 70th, 90th and 95th percentiles for all elements.

• Only analytical results for the first sample of a field duplicate pair (STA = 10) are included on the maps.
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STREAM SEDIMENT AND WATER GEOCHEMISTRY

Open File 2000 - 23

APPENDIX B

FIELD OBSERVATIONS AND ANALYTICAL DATA

Note ...
• Bismuth concentrations listed in bold represent samples that were reanalyzed and the original values were replaced with median values.
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Reference Guide to Field Observations

MAP 1:50 000 NTS Map Sheet Number

STN Sample Location Number

ID Sample ID Number

UTMZ UTM Zone

UTME UTM East Coordinate (NAD 27/83)

UTMN UTM North Coordinate (NAD 27/83)

STA Replicate Sample Status :

0   Routine Sample
1   1st Field Duplicate
2   2nd Field Duplicate

MED Sample Medium :

       S  Stream Sediment 
      M  Moss Mat Sediment

ELEV Elevation of sample site above sea 
level (metres).

FORM Geological formation underlying sample
site (after Bellefontaine and Alldrick, 
1994).

Ekgd Mesozoic plutonic rocks
Dms Devonian-Mississippian 

(Fennel Formation)
IPs Lower Paleozoic (Eagle Bay)
Hs Proterozoic (Hadrynian)

% Estimated percentage of geological 
formation in catchment basin.

WAT COL Water Colour :

0   Colourless 2   White Cloudy
1   Brown Clear 3   Brown Cloudy

FLW Water Flow Rate :

1   Slow 3   Fast
2   Moderate 4   Torrent

SED COL Sediment Colour :

R   Red W   White-Buff
G   Grey-Blue O   Olive-Green
T   Tan-Brown B   Black

SED PPT Sediment Precipitate :

N   None

(otherwise, same as SED COL)

CON Site Contamination :

N   None D   Domestic
F   Forestry P   Possible

COMP Sediment Composition, Estimate of 
Sand - Fines - Organic Content :

0   Absent
1   Minor (<1/3 of total)
2   Moderate (1/3 to 2/3 of total)
3   Major (>2/3 of total)

WDTH Stream Width (metres)

DPTH Stream Depth (centimetres)

BNK Bank Composition :

U Unknown C Colluvium
A Alluvium R Rock
G  Glacial outwash O Organic
T Till S Scree, talus

BNK PPT Bank Precipitate :

N   None
(otherwise, same as SED COL)

PHY Physiography :

Y   Youthful Mts M  Mature Mts.
L   Lowland Plain H  Hilly Undulating

DRN Drainage Pattern :

D   Dendritic H   Herringbone

TYP Stream Type :

P   Permanent S   Seasonal

ODR Stream Order :

1   Primary 3   Tertiary
2   Secondary 4   Quaternary

SRC Stream Source :

M  Melt Water G  Groundwater

DATE Sample Collection Date (day/month)

WT Weight of Sediment Sample Analyzed 
by INAA (grams)
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Field Observations
Map STN ID UTMZ UTME UTMN STA MED ELEV FORM % WAT COL FLW SED COL SED PPT CON COMP WDTH DPTH BNK BNK PPT PHY DRN TYP ODR SRC DATE
82M23 1 998002 11 323850 5681130 0 S 146 IPs 60 0 3 T N N 310 2.0 50 T N M D P 3 G 0108
82M23 1 998003 11 323850 5681130 0 M 146 IPs 60 0 3 130 2.0 50 T M D P 3 G 0108
82M23 2 998004 11 322035 5678340 0 S 140 Ekgd 50 0 2 T N N 220 4.0 40 T N M D P 3 G 0208
82M23 2 998005 11 322035 5678340 0 M 140 Ekgd 50 0 2 T N N 121 4.0 40 T N M D P 3 G 0208
82M23 3 998006 11 323095 5680335 0 S 183 Ekgd 100 0 2 G N P 130 1.0 20 T N M D P 1 G 0208

82M23 3 998007 11 323095 5680335 0 M 183 Ekgd 100 0 2 G N P 030 1.0 20 T N M D P 1 G 0208
82M23 4 998008 11 322780 5680970 0 S 244 Ekgd 100 0 2 T N P 310 1.0 10 T N M D P 1 G 0208
82M23 4 998009 11 322780 5680970 0 M 244 Ekgd 100 0 2 O N P 220 1.0 10 T N M D P 1 G 0208
82M23 5 998010 11 321940 5680740 0 S 305 Ekgd 100 0 2 T N P 220 1.0 10 T N M D P 1 G 0208
82M23 5 998011 11 321940 5680740 0 M 305 Ekgd 100 0 2 T N P 130 1.0 10 T N M D P 1 G 0208

82M23 6 998012 11 320132 5682120 0 S 384 IPs 60 0 2 T N P 310 3.0 50 T N M D P 3 G 0208
82M23 6 998013 11 320132 5682120 0 M 384 IPs 60 130 3.0 50 T M D P 3 G 0208
82M23 7 998014 11 322500 5683475 0 S 332 IPs 70 0 2 T N P 310 2.0 50 T N M D P 3 G 0208
82M23 7 998015 11 322500 5683475 0 M 332 IPs 70 0 2 T N P 310 2.0 50 T N M D P 3 G 0208
92P8 8 998016 10 702940 5688750 0 S 1433 Ekgd 70 0 2 T N N 310 3.0 40 T N M D P 1 G 0308

92P8 8 998017 10 702940 5688750 1 M 1433 Ekgd 70 0 2 T N N 220 4.0 40 T M D P 1 G 0308
92P8 8 998018 10 702940 5688750 2 M 1433 Ekgd 70 0 2 T N N 220 4.0 40 T M D P 1 G 0308
92P8 9 998020 10 703140 5687770 0 S 1341 Ekgd 30 0 2 T N N 310 4.0 50 T N M D P 1 G 0308
92P8 9 998022 10 703140 5687770 0 M 1341 Ekgd 30 0 2 T N N 130 4.0 50 T N M D P 1 G 0308
92P8 10 998023 10 701400 5688125 0 S 914 Dms 80 0 3 T N N 220 3.0 60 T N M D P 2 G 0308

92P8 10 998024 10 701400 5688125 0 M 914 Dms 80 0 3 T N N 130 3.0 60 T N M D P 2 G 0308
82M4 11 998025 11 313450 5680190 0 S 1463 Ekgd 80 0 2 T N N 310 1.0 30 T N M D P 1 G 0408
82M4 11 998026 11 313450 5680190 0 M 1463 Ekgd 80 0 2 T N N 211 1.0 30 T N M D P 1 G 0408
82M4 12 998027 11 314740 5679950 0 S 1463 Ekgd 90 0 2 T N P 310 2.0 30 T N M D P 1 G 0408
82M4 12 998028 11 314740 5679950 0 M 1463 Ekgd 90 0 2 T N P 130 2.0 30 T N M D P 1 G 0408

82M4 13 998029 11 314940 5679920 0 S 1433 Ekgd 90 0 2 T N N 310 4.0 50 T N M D P 2 G 0408
82M4 13 998030 11 314940 5679920 0 M 1433 Ekgd 90 0 2 T N N 030 4.0 50 T N M D P 2 G 0408
82M4 14 998031 11 320090 5673700 0 S 442 IPs 80 0 3 T N P 310 7.0 80 T N M D P 3 G 0408
82M4 14 998032 11 320090 5673700 1 M 442 IPs 80 0 3 T N P 130 7.0 80 T N M D P 3 G 0408
82M4 14 998033 11 320090 5673700 2 M 442 IPs 80 M D P 3 G 0408

82M4 15 998035 11 308500 5680000 0 S 1402 IPs 80 0 2 T N P 220 3.0 50 T N M D P 2 G 0408
82M4 15 998036 11 308500 5680000 0 M 1402 IPs 80 T N 130 M D P 2 G 0408
82M5 16 998037 11 315975 5684300 0 S 1280 IPs 50 T 2 T N P 220 2.0 30 T N M D P 1 G 0408
82M5 16 998038 11 315975 5684300 0 M 1280 IPs 50 T 2 T N P 130 2.0 30 T N M D P 1 G 0408
82M5 17 998039 11 314445 5685350 0 S 1463 IPs 50 0 2 T N N 220 3.0 40 T N M D P 1 G 0408

82M5 17 998040 11 314445 5685350 0 M 1463 IPs 50 0 2 T N P 130 3.0 40 T N M D P 1 G 0408
82M5 18 998042 11 315920 5686500 0 S 853 Ekgd 90 0 3 T N P 220 4.0 60 R N M D P 1 G 0408
82M5 18 998043 11 315920 5686500 0 M 853 Ekgd 90 0 3 T N P 130 4.0 60 A N M D P 1 G 0408
82M5 19 998045 11 315410 5686570 0 S 869 Ekgd 90 0 2 T N F 220 2.0 30 U N M D P 1 G 0408
82M5 19 998046 11 315410 5686570 0 M 869 Ekgd 90 0 2 T N F 130 2.0 30 U N M D P 1 G 0408

82M5 20 998047 11 313910 5686505 0 S 869 Ekgd 30 0 3 T N P 220 3.0 40 R N M D P 1 G 0408
82M5 20 998048 11 313910 5686505 0 M 869 Ekgd 30 0 3 T N P 130 3.0 40 R N M D P 1 G 0408
82M6 21 998049 11 328660 5691750 0 S 472 Ekgd 90 0 3 T N F 310 2.0 50 R N M D P 2 G 0808
82M6 21 998050 11 328660 5691750 0 M 472 Ekgd 90 0 3 T N F 130 2.0 50 R N M D P 2 G 0808
82M6 22 998051 11 329510 5694000 0 S 457 Ekgd 95 0 3 T N F 220 3.0 50 A N M D P 1 G 0808

82M6 22 998052 11 329510 5694000 0 M 457 Ekgd 95 0 3 T N F 220 3.0 50 A N M D P 1 G 0808
82M6 23 998053 11 328800 5697450 0 S 457 Ekgd 90 0 3 T N N 220 3.0 50 C N M D P 2 G 0908
82M6 23 998054 11 328800 5697450 0 M 457 Ekgd 90 030 3.0 50 C N M D P 2 G 0908
82M6 24 998055 11 328120 5699660 0 S 427 Ekgd 90 1 3 T N N 220 5.0 70 U N M D P 2 G 0908
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Field Observations
Map STN ID UTMZ UTME UTMN STA MED ELEV FORM % WAT COL FLW SED COL SED PPT CON COMP WDTH DPTH BNK BNK PPT PHY DRN TYP ODR SRC DATE
82M6 24 998056 11 328120 5699660 0 M 427 Ekgd 90 1 3 T N N 030 5.0 70 U M D P 2 G 0908
82M6 25 998057 11 327420 5702025 0 S 518 Ekgd 80 0 2 T N N 121 1.0 20 O N M D P 1 G 0908
82M6 25 998058 11 327420 5702025 0 M 518 Ekgd 80 0 2 T N N 121 1.0 20 O N M D P 1 G 0908
82M5 26 998059 11 325060 5704400 0 S 701 Ekgd 90 0 2 T N N 1.0 30 U N M D P 2 G 0908
82M5 26 998060 11 325060 5704400 0 M 701 Ekgd 90 0 2 T N N 130 1.0 30 U N M D P 2 G 0908

82M5 27 998062 11 324600 5704560 0 S 732 Ekgd 90 0 3 T N N 310 3.0 60 A N M D P 2 G 0908
82M5 27 998063 11 324600 5704560 1 M 732 Ekgd 90 0 3 T N N 130 3.0 60 A N M D P 2 G 0908
82M5 27 998064 11 324600 5704560 2 M 732 Ekgd 90 0 U M D P 2 G 0908
82M5 28 998065 11 314950 5699250 0 S 1006 Ekgd 90 0 2 T N P 220 1.5 20 C N M D P 1 G 0908
82M5 28 998066 11 314950 5699250 0 M 1006 Ekgd 90 0 2 T N P 130 1.5 20 C N M D P 1 G 0908

82M5 29 998067 11 318600 5696880 0 S 1067 Ekgd 90 0 3 T N N 220 5.0 80 U N M D P 2 G 0908
82M5 29 998068 11 318600 5696880 0 M 1067 Ekgd 90 0 3 T N N 030 5.0 80 U N M D P 2 G 0908
82M5 30 998069 11 321960 5700050 0 S 1372 Ekgd 90 0 2 T N F 220 1.0 40 T N M D P 1 G 1008
82M5 30 998070 11 321960 5700050 0 M 1372 Ekgd 90 220 1.0 40 T N M D P 1 G 1008
82M5 31 998071 11 320730 5698200 0 S 1158 Ekgd 95 0 2 T N N 220 1.0 20 T N M D P 1 G 1008

82M5 31 998072 11 320730 5698200 0 M 1158 Ekgd 95 0 2 T N N 130 1.0 20 T N M D P 1 G 1008
82M5 32 998074 11 323360 5698050 0 S 1433 Ekgd 95 1 2 T N N 310 4.0 50 T N M D P 1 G 1008
82M5 32 998075 11 323360 5698050 0 M 1433 Ekgd 95 1 2 T N N 220 4.0 50 T N M D P 1 G 1008
82M5 33 998076 11 322225 5698190 0 S 1341 Ekgd 95 0 2 T N F 221 3.0 40 T N M D P 2 G 1008
82M5 33 998077 11 322225 5698190 0 M 1341 Ekgd 95 0 2 T N F 220 4.0 40 T N M D P 2 G 1008

82M5 34 998078 11 320650 5698960 0 S 1280 Ekgd 80 1 2 T N P 220 5.0 50 T N M D P 3 G 1008
82M5 34 998079 11 320650 5698960 0 M 1280 Ekgd 80 1 2 T N P 130 5.0 50 U M D P 3 G 1008
82M5 35 998080 11 315450 5690920 0 S 1158 Ekgd 95 0 2 T N N 220 4.0 40 A N M D P 2 G 1008
82M5 35 998082 11 315450 5690920 0 M 1158 Ekgd 95 0 2 T N N 130 3.0 40 A N M D P 2 G 1008
82M5 36 998083 11 309425 5692560 0 S 701 Ekgd 95 0 3 T N P 310 2.0 50 C N M D P 1 G 1008

82M5 36 998084 11 309425 5692560 0 M 701 Ekgd 95 130 2.0 50 C N M D P 1 G 1008
82M5 37 998085 11 321125 5687850 0 S 1036 Dgn 50 0 2 T N N 220 1.0 20 C N M D P 1 G 1108
82M5 37 998086 11 321125 5687850 0 M 1036 Dgn 50 0 2 T N N 031 1.0 20 C N M D P 1 G 1108
82M5 38 998087 11 319725 5688920 0 S 1006 Dgn 20 0 3 T N N 310 6.0 80 R N M D P 4 G 1108
82M5 38 998088 11 319725 5688920 0 M 1006 Dgn 20 0 3 T N N 030 6.0 80 R N M D P 4 G 1108

82M5 39 998089 11 319160 5687160 0 S 792 Dgn 50 0 2 T N P 220 6.0 70 A N M D P 4 G 1108
82M5 39 998090 11 319160 5687160 0 M 792 Dgn 50 0 2 T N P 030 6.0 70 A N M D P 4 G 1108
82M5 40 998091 11 316900 5687625 0 S 792 Dgn 50 2 2 T N N 1.0 30 A N M D P 1 G 1108
82M5 40 998092 11 316900 5687625 0 M 792 Dgn 50 2 2 T N N 121 1.0 30 A N M D P 1 G 1108
82M5 41 998094 11 314150 5688350 0 S 823 EKgd 20 0 2 T N N 220 0.5 20 O N M D P 1 G 1108

82M5 41 998095 11 314150 5688350 0 M 823 EKgd 20 0 2 T N N 030 0.5 20 O N M D P 1 G 1108
82M5 42 998096 11 315460 5688400 0 S 853 Dgn 80 2 2 T N F 130 1.0 30 T N M D P 1 G 1108
82M5 42 998097 11 315460 5688400 0 M 853 Dgn 80 2 2 T N F 022 1.0 20 T N M D P 1 G 1108
82M5 43 998098 11 306225 5692340 0 S 0 EKgd 80 0 3 T N N 130 6.5 80 C N M D P 2 G 1108
82M5 43 998099 11 306225 5692340 0 M 0 EKgd 80 0 3 T N N 030 6.5 80 C N M D P 2 G 1108

82F7 50 998102 11 532010 5475640 0 S 1707 EKgd 100 0 3 T N N 310 4.0 80 C N M D P 2 G 2308
82F7 50 998103 11 532010 5475640 0 M 1707 EKgd 100 0 3 T N N 220 4.0 80 C N M D P 2 G 2308
82F7 51 998104 11 532040 5475450 0 S 1707 EKgd 100 0 2 T N F 300 2.0 30 C N M D P 1 G 2308
82F7 51 998105 11 532040 5475450 0 M 1707 EKgd 100 0 2 T N F 310 2.0 30 C N M D P 1 G 2308
82F7 52 998106 11 531390 5474720 0 S 1646 EKgd 100 0 3 T N N 310 3.0 40 A N M D P 1 G 2308

82F7 52 998107 11 531390 5474720 0 M 1646 EKgd 100 0 3 T N N 311 3.0 40 A N M D P 1 G 2308
82F7 53 998108 11 530600 5474200 0 S 1585 EKgd 100 0 3 T N N 220 4.0 80 A N M D P 1 G 2308
82F7 53 998109 11 530600 5474200 1 M 1585 EKgd 100 0 3 T N N 130 4.0 80 A N M D P 1 G 2308
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Field Observations
Map STN ID UTMZ UTME UTMN STA MED ELEV FORM % WAT COL FLW SED COL SED PPT CON COMP WDTH DPTH BNK BNK PPT PHY DRN TYP ODR SRC DATE
82F7 53 998110 11 530600 5474200 2 M 1585 EKgd 100 0 3 T N N 130 4.0 80 A N M D P 1 G 2308
82F7 54 998111 11 530160 5473840 0 S 1585 EKgd 95 0 3 T N N 310 2.0 40 A N M D P 1 G 2308
82F7 54 998112 11 530160 5473840 0 M 1585 EKgd 95 0 3 T N N 220 2.0 40 A N M D P 1 G 2308
82F7 55 998113 11 529025 5473350 0 S 1737 Hs 95 0 3 T N N 310 2.5 70 A N M D P 1 G 2308
82F7 55 998114 11 529025 5473350 0 M 1737 Hs 95 0 3 T N N 130 2.5 70 A N M D P 1 G 2308

82F7 56 998115 11 528965 5473210 0 S 1737 Hs 60 0 2 T N N 130 3.0 60 A N M D P 1 G 2308
82F7 56 998116 11 528965 5473210 0 M 1737 Hs 60 0 2 T N N 130 3.0 60 A N M D P 1 G 2308
82F7 57 998117 11 532100 5470820 0 S 1798 EKgd 90 0 2 T N N 311 3.0 40 R N M D P 1 G 2308
82F7 57 998118 11 532100 5470820 0 M 1798 EKgd 90 0 2 T N N 310 3.0 40 R N M D P 1 G 2308
82F7 58 998120 11 532190 5470820 0 S 1829 EKgd 90 0 2 T N N 310 2.0 30 C N M D P 1 G 2308

82F7 58 998122 11 532190 5470820 0 M 1829 EKgd 90 0 2 T N N 220 2.0 30 C N M D P 1 G 2308
82F7 59 998123 11 532250 5471360 0 S 1737 EKgd 95 0 3 T N N 220 5.0 70 A N M D P 2 G 2308
82F7 59 998124 11 532250 5471360 0 M 1737 EKgd 95 0 3 T N N 130 5.0 70 A N M D P 2 G 2308
82F7 60 998125 11 530780 5471550 0 S 1615 EKgd 95 0 2 T N F 130 6.0 40 A N M D P 2 G 2308
82F7 60 998126 11 530780 5471550 0 M 1615 EKgd 95 0 2 T N F 220 6.0 40 A N M D P 2 G 2308

82F7 61 998128 11 530530 5409730 0 S 1798 EKgd 90 0 2 T N F 220 2.5 40 R N M D P 1 G 2308
82F7 61 998129 11 530530 5409730 0 M 1798 EKgd 90 0 2 T N F 220 2.5 40 C N M D P 1 G 2308
82F7 62 998130 11 528540 5470125 0 S 1494 EKgd 95 0 3 T N P 310 2.0 40 C N M D P 1 G 2308
82F7 62 998131 11 528540 5470125 0 M 1494 EKgd 95 0 3 T N P 220 2.0 40 C N M D P 1 G 2308
82F7 63 998132 11 526280 5468110 0 S 1768 EKgd 100 0 2 T N P 220 2.0 40 C N M D P 2 G 2308

82F7 63 998133 11 526280 5468110 0 M 1768 EKgd 100 0 2 T N P 211 2.0 40 C N M D P 2 G 2308
82F7 64 998134 11 527220 5469125 0 S 1524 EKgd 100 0 3 T N P 220 5.0 80 C N M D P 1 G 2308
82F7 64 998135 11 527220 5469125 0 M 1524 EKgd 100 0 3 T N P 220 5.0 80 C N M D P 1 G 2308
82F7 65 998136 11 527860 5470110 0 S 1372 EKgd 95 0 3 T N P 220 10.0 80 A N M D P 3 G 2308
82F7 65 998137 11 527860 5470110 1 M 1372 EKgd 95 0 3 T N P 130 10.0 80 A N M D P 3 G 2308

82F7 65 998138 11 527860 5470110 2 M 1372 EKgd 95 0 3 T N P 130 10.0 80 A N M D P 3 G 2308
82F7 66 998139 11 525845 5470350 0 S 1280 EKgd 95 0 3 T N N 310 3.0 50 C N M D P 2 G 2308
82F7 66 998140 11 525845 5470350 0 M 1280 EKgd 95 0 3 T N N 220 3.0 50 C N M D P 2 G 2308
82F7 67 998142 11 523890 5470565 0 S 1311 EKgd 95 0 3 T N N 220 2.5 40 R N M D P 2 G 2308
82F7 67 998143 11 523890 5470565 0 M 1311 EKgd 95 0 3 T N N 220 2.5 40 R N M D P 2 G 2308

82F7 68 998144 11 521160 5475540 0 S 1189 EKgd 95 0 2 T N N 220 0.5 20 O N M D P 1 G 2308
82F7 68 998145 11 521160 5475540 0 M 1189 EKgd 95 0 2 T N N 310 0.5 20 O N M D P 1 G 2308
82F7 69 998146 11 522350 5476000 0 S 1341 Hs 20 0 3 T N N 310 4.0 50 C N M D P 1 G 2308
82F7 69 998147 11 522350 5476000 1 M 1341 Hs 20 0 3 T N N 220 4.0 50 C N M D P 1 G 2308
82F7 69 998148 11 522350 5476000 2 M 1341 Hs 20 0 3 T N N 220 4.0 50 C N M D P 1 G 2308

82F7 70 998149 11 521840 5475850 0 S 1219 Hs 20 0 2 T N N 220 1.5 40 O N M D P 1 G 2308
82F7 70 998150 11 521840 5475850 0 M 1219 Hs 20 0 2 T N N 220 1.5 40 O N M D P 1 G 2308
82F7 71 998151 11 522970 5465720 0 S 1250 EKgd 95 0 2 T N F 220 1.5 40 R N M D P 2 G 2308
82F7 71 998152 11 522970 5465720 0 M 1250 EKgd 95 0 2 T N F 220 R N M D P 2 G 2308
82F7 72 998153 11 523860 5461855 0 S 579 EKgd 95 0 2 T N P 220 1.0 40 T N M D P 2 G 2308

82F7 72 998154 11 523860 5461855 0 M 579 EKgd 95 0 2 T N P 112 1.0 40 T N M D P 2 G 2308
82F7 73 998155 11 533450 5464820 0 S 1585 EKgd 95 0 3 T N F 312 3.0 50 T N M D P 2 G 2308
82F7 73 998156 11 533450 5464820 0 M 1585 EKgd 95 0 3 T N F 220 3.0 50 T N M D P 2 G 2308
82F7 74 998158 11 535290 5465685 0 S 1494 EKgd 95 0 3 T N N 310 3.0 40 R N M D P 1 G 2308
82F7 74 998159 11 535290 5465685 0 M 1494 EKgd 95 0 3 T N N 220 3.0 40 R N M D P 1 G 2308

82F7 75 998160 11 536100 5466690 0 S 1494 EKgd 95 0 3 T N P 130 4.0 50 T N M D P 2 G 2308
82F7 75 998162 11 536100 5466690 1 M 1494 EKgd 95 0 3 T N P 220 4.0 50 T N M D P 2 G 2308
82F7 75 998163 11 536100 5466690 2 M 1494 EKgd 95 0 3 T N P 220 4.0 50 T N M D P 2 G 2308
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Analytical Data

Ag As Bi Cd Co Cu Fe F Hg LOI Mn Mo Ni Pb Sb Sn V Zn Uw Fw pH
0.2 0.2 0.2 0.2 2 2 0.02 40 10 0.1 5 1 2 2 0.2 1 5 2 0.05 20 0.1

          ppm   ppm    ppm    ppm    ppm  ppm      %   ppm    ppb       %   ppm   ppm   ppm   ppm   ppm    ppm   ppm  ppm     ppb   ppb
Map STN ID UTMZ UTME UTMN AAS AAS-H AAS-H AAS-H AAS AAS AAS ION AAS-F ASH AAS AAS AAS AAS AAS-H NAI AAS AAS LIF ION GCE
82M23 1 998002   11 323850 5681130 0.2 2.7 0.2 0.2 12 26 1.80 310 10 4.0 291 2 30 3 0.6 1 49 49 0.14 54 7.7
82M23 1 998003   11 323850 5681130 0.2 3.1 0.2 0.2 11 27 1.60 250 10 4.7 295 1 23 5 0.2 2 43 42 0.14 54 7.7
82M23 2 998004   11 322035 5678340 0.2 1.4 0.2 0.2 7 19 1.10 190 10 4.0 239 2 11 3 0.2 1 32 40 0.30 52 7.6
82M23 2 998005   11 322035 5678340 0.3 1.5 0.2 1.4 6 17 1.30 240 20 5.7 278 2 10 3 0.2 1 29 39 0.30 52 7.6
82M23 3 998006   11 323095 5680335 0.2 4.3 0.3 0.2 3 30 0.54 300 30 28.4 204 2 5 4 0.2 1 25 37 1.60 210 8.4

82M23 3 998007   11 323095 5680335 0.2 1.4 0.3 9.5 3 30 0.60 300 40 29.8 325 1 7 6 0.2 1 24 50 1.60 210 8.4
82M23 4 998008   11 322780 5680970 0.3 1.0 0.2 0.2 5 20 1.30 240 20 3.8 340 1 9 5 0.2 1 29 71 0.10 76 7.8
82M23 4 998009   11 322780 5680970 0.2 1.0 0.2 0.2 4 16 1.00 200 30 5.2 277 1 8 4 0.2 1 28 65 0.10 76 7.8
82M23 5 998010   11 321940 5680740 0.3 2.3 0.4 0.2 6 23 2.10 310 30 9.4 755 1 10 9 0.4 1 30 102 0.21 66 7.8
82M23 5 998011   11 321940 5680740 0.4 1.4 0.4 0.2 6 27 2.20 360 40 13.8 900 2 11 10 0.3 1 29 116 0.21 66 7.8

82M23 6 998012   11 320132 5682120 0.2 1.5 0.3 0.2 10 27 2.10 200 30 9.2 1150 1 16 4 0.2 1 46 55 0.05 22 7.5
82M23 6 998013   11 320132 5682120 0.2 1.8 0.2 1.0 7 21 1.50 180 30 6.8 980 1 11 2 0.2 1 33 42 0.05 22 7.5
82M23 7 998014   11 322500 5683475 0.2 0.9 0.3 0.2 6 22 1.30 200 30 5.9 723 1 6 3 0.2 1 34 46 0.06 30 7.5
82M23 7 998015   11 322500 5683475 0.2 1.1 0.3 0.7 7 24 1.40 160 20 7.1 1050 1 5 2 0.2 1 31 49 0.06 30 7.5
92P8 8 998016   10 702940 5688750 0.8 11.0 1.5 0.3 13 25 1.80 160 30 3.5 360 2 25 30 0.7 1 56 54 0.05 22 7.3

92P8 8 998017   10 702940 5688750 0.2 8.5 0.5 1.5 12 27 1.80 120 30 4.8 432 3 24 23 0.6 1 53 51 0.05 22 7.3
92P8 8 998018   10 702940 5688750 0.3 9.3 0.8 0.2 14 28 1.90 130 40 7.1 471 1 25 20 0.6 1 54 47 0.05 22 7.3
92P8 9 998020   10 703140 5687770 0.2 12.0 0.2 0.4 12 31 1.60 100 30 5.2 289 2 25 5 0.5 1 55 34 0.07 44 7.5
92P8 9 998022   10 703140 5687770 0.2 10.0 0.2 0.3 13 32 1.80 120 30 6.7 327 2 24 5 0.4 1 53 35 0.07 44 7.5
92P8 10 998023   10 701400 5688125 0.2 11.0 0.4 0.2 12 30 1.50 130 30 3.6 250 1 24 12 0.5 1 46 29 0.06 56 7.7

92P8 10 998024   10 701400 5688125 0.2 10.0 0.6 0.2 13 32 1.70 100 20 7.2 314 4 23 15 0.8 1 45 32 0.06 56 7.7
82M4 11 998025   11 313450 5680190 0.2 0.8 0.2 25.6 4 15 1.00 130 40 17.6 766 1 6 4 0.2 1 16 38 0.15 46 7.5
82M4 11 998026   11 314740 5679950 0.2 0.4 0.2 24.3 5 13 1.10 190 40 15.6 695 2 7 5 0.2 1 19 40 0.15 46 7.5
82M4 12 998027   11 314740 5679950 0.2 3.3 0.2 24.0 8 16 1.70 240 30 9.5 682 1 10 8 0.2 1 30 42 0.06 40 7.3
82M4 12 998028   11 314740 5679950 0.2 1.0 0.2 15.4 6 14 1.40 170 40 12.4 640 2 8 5 0.2 1 20 35 0.06 40 7.3

82M4 13 998029   11 314940 5679920 0.2 1.1 0.2 6.5 7 13 1.60 330 30 3.8 635 2 10 6 0.2 1 33 65 0.06 44 7.3
82M4 13 998030   11 314940 5679920 0.2 2.1 0.2 0.3 8 12 1.30 370 20 4.5 678 1 9 5 0.2 1 27 56 0.06 44 7.3
82M4 14 998031   11 320090 5673700 0.2 2.2 0.3 0.2 12 25 1.70 280 20 1.3 257 1 25 5 0.2 1 26 37 0.25 120 7.8
82M4 14 998032   11 320090 5673700 0.2 4.5 0.3 0.2 14 36 1.60 340 20 1.1 193 1 21 13 0.2 1 24 26 0.25 120 7.8
82M4 14 998033   11 320090 5673700 0.2 2.8 0.4 0.6 13 27 1.70 330 30 2.3 196 1 22 14 0.2 1 25 32 0.25 120 7.8

82M4 15 998035   11 308500 5680000 0.2 2.2 0.2 2.8 10 19 1.50 210 30 3.8 522 3 19 12 0.2 1 20 46 0.06 52 7.7
82M4 15 998036   11 308500 5680000 0.2 1.9 0.2 2.1 9 18 1.40 190 30 4.8 660 2 16 10 0.2 1 16 45 0.06 52 7.7
82M5 16 998037   11 315975 5684300 0.2 1.2 0.3 0.8 7 16 1.10 190 20 0.6 177 2 11 5 0.2 1 23 27 0.16 46 7.4
82M5 16 998038   11 315975 5684300 0.2 1.5 0.5 6.6 8 20 1.20 210 10 1.8 194 1 10 5 0.2 2 28 34 0.16 46 7.4
82M5 17 998039   11 314445 5685350 0.2 0.8 0.2 0.2 7 18 1.00 200 10 3.1 181 1 9 6 0.2 1 25 32 0.23 32 7.4

82M5 17 998040   11 314445 5685350 0.2 1.0 1.0 3.3 7 24 1.30 240 30 5.0 236 1 10 8 0.2 1 31 44 0.23 32 7.4
82M5 18 998042   11 315920 5686500 0.2 1.0 2.4 1.0 7 18 1.00 150 20 1.3 174 2 14 3 0.2 1 26 25 0.23 46 7.6
82M5 18 998043   11 315920 5686500 0.3 1.9 1.0 0.2 9 20 1.30 320 30 1.4 211 1 11 12 0.2 1 36 30 0.23 46 7.6
82M5 19 998045   11 315410 5686570 0.2 0.8 0.2 0.2 6 16 1.20 230 30 1.9 172 1 9 3 0.2 1 26 27 0.16 48 7.3
82M5 19 998046   11 315410 5686570 0.2 1.0 0.2 0.6 6 17 1.10 230 20 3.4 165 1 9 3 0.2 1 21 26 0.16 48 7.3

82M5 20 998047   11 313910 5686505 0.2 1.9 0.5 0.2 7 20 1.20 200 30 0.7 163 1 10 6 0.2 1 24 33 0.18 44 7.6
82M5 20 998048   11 313910 5686505 0.2 1.5 0.3 1.4 8 26 1.60 300 30 4.3 269 2 14 6 0.2 1 29 49 0.18 44 7.6
82M6 21 998049   11 328660 5691750 0.2 0.5 0.2 0.2 4 7 1.10 260 30 4.9 568 1 4 7 0.2 1 15 64 1.20 62 7.4
82M6 21 998050   11 328660 5691750 0.2 0.6 0.2 0.3 3 7 1.00 280 30 5.9 660 1 3 8 0.2 1 14 60 1.20 62 7.4
82M6 22 998051   11 329510 5694000 0.2 0.5 0.2 0.2 3 6 1.00 240 20 2.2 297 2 4 7 0.2 1 19 49 2.00 60 7.4
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Analytical Data

Ag As Bi Cd Co Cu Fe F Hg LOI Mn Mo Ni Pb Sb Sn V Zn Uw Fw pH
0.2 0.2 0.2 0.2 2 2 0.02 40 10 0.1 5 1 2 2 0.2 1 5 2 0.05 20 0.1

          ppm   ppm    ppm    ppm    ppm  ppm      %   ppm    ppb       %   ppm   ppm   ppm   ppm   ppm    ppm   ppm  ppm     ppb   ppb
Map STN ID UTMZ UTME UTMN AAS AAS-H AAS-H AAS-H AAS AAS AAS ION AAS-F ASH AAS AAS AAS AAS AAS-H NAI AAS AAS LIF ION GCE
82M6 22 998052   11 329510 5694000 0.2 0.7 0.2 0.2 4 7 1.20 350 20 2.6 321 2 3 6 0.2 1 22 45 2.00 60 7.4
82M6 23 998053   11 328800 5697450 0.2 0.7 3.6 0.3 7 16 1.80 450 30 7.9 406 8 6 10 0.2 1 41 54 2.90 46 7.3
82M6 23 998054   11 328800 5697450 0.3 0.8 0.8 0.3 7 15 1.70 570 40 9.1 372 5 5 9 0.2 1 36 44 2.90 46 7.3
82M6 24 998055   11 328120 5699660 0.2 1.1 0.4 0.2 5 15 1.50 360 30 3.2 408 1 7 6 0.2 1 34 60 1.10 56 7.2
82M6 24 998056   11 328120 5699660 0.2 1.0 1.9 0.3 4 14 1.40 410 30 6.6 220 3 6 8 0.2 1 33 41 1.10 56 7.2

82M6 25 998057   11 327420 5702025 0.2 3.3 0.3 0.6 14 37 2.40 320 20 8.0 418 6 32 9 0.2 1 65 53 6.80 550 8.3
82M6 25 998058   11 327420 5702025 0.2 2.4 0.3 0.9 11 38 2.10 340 30 14.0 490 5 27 8 0.2 1 60 52 6.80 550 8.3
82M5 26 998059   11 325060 5704400 0.2 2.7 0.2 0.4 8 26 1.50 210 30 7.3 285 6 18 9 0.2 1 39 41 0.28 48 8.1
82M5 26 998060   11 325060 5704400 0.3 2.6 0.3 0.5 7 25 1.40 240 20 5.2 230 4 17 6 0.2 2 38 38 0.28 48 8.1
82M5 27 998062   11 324600 5704560 0.2 1.2 0.2 0.2 3 7 1.10 270 10 3.2 241 3 5 4 0.2 1 28 28 0.27 36 7.4

82M5 27 998063   11 324600 5704560 0.2 1.6 0.5 0.2 4 8 1.40 300 20 2.0 224 1 4 6 0.2 1 31 26 0.27 36 7.4
82M5 27 998064   11 324600 5704560 0.2 1.5 0.2 0.3 5 10 1.60 290 30 5.6 392 2 6 7 0.2 1 31 37 0.27 36 7.4
82M5 28 998065   11 314950 5699250 0.2 0.8 0.2 0.2 8 10 1.70 450 20 3.1 415 1 8 8 0.2 1 36 67 1.80 130 7.5
82M5 28 998066   11 314950 5699250 0.2 0.8 0.2 0.2 6 9 1.50 400 30 4.4 409 1 8 7 0.2 2 35 59 1.80 130 7.5
82M5 29 998067   11 318600 5696880 0.2 2.5 0.3 0.3 5 12 1.20 290 20 3.4 343 3 7 4 0.2 1 32 40 0.34 26 7.0

82M5 29 998068   11 318600 5696880 0.2 1.8 0.5 0.3 5 10 1.40 280 30 5.5 340 1 5 5 0.2 1 30 31 0.34 26 7.0
82M5 30 998069   11 321960 5700050 0.2 1.1 0.2 0.2 3 6 0.75 180 10 1.9 373 2 3 3 0.2 1 17 17 0.05 26 7.4
82M5 30 998070   11 321960 5700050 0.2 0.9 0.3 0.2 5 7 1.10 230 20 3.1 820 2 2 5 0.2 1 20 24 0.05 26 7.4
82M5 31 998071   11 320730 5698200 0.2 0.8 1.0 0.6 4 19 1.00 220 30 5.8 301 2 9 4 0.2 1 28 38 0.22 28 7.7
82M5 31 998072   11 320730 5698200 0.3 0.7 0.9 0.4 3 15 1.30 220 10 8.6 340 1 10 5 0.2 1 27 36 0.22 28 7.7

82M5 32 998074   11 323360 5698050 0.2 1.5 0.2 0.6 6 8 1.20 140 50 13.1 1800 4 3 11 0.2 1 15 46 1.00 52 6.5
82M5 32 998075   11 323360 5698050 0.2 0.9 0.2 0.4 4 6 1.00 100 50 12.4 1640 3 2 10 0.2 1 16 41 1.00 52 6.5
82M5 33 998076   11 322225 5698190 0.2 1.0 0.4 0.4 3 8 1.10 180 60 8.9 772 2 3 9 0.2 1 17 42 1.00 52 6.5
82M5 33 998077   11 322225 5698190 0.2 1.0 2.4 0.4 4 10 1.00 150 80 14.5 1300 3 2 10 0.2 1 11 37 0.66 38 6.7
82M5 34 998078   11 320650 5698960 0.2 0.9 0.4 0.3 5 10 1.20 140 30 5.6 776 7 6 7 0.2 1 20 40 0.70 42 7.0

82M5 34 998079   11 320650 5698960 0.4 0.7 0.4 0.2 4 9 1.00 150 30 5.4 578 1 5 5 0.2 1 21 34 0.70 42 7.0
82M5 35 998080   11 315450 5690920 0.3 1.9 0.3 0.7 4 8 1.50 150 30 6.2 1530 4 4 17 0.2 1 23 99 0.33 42 7.1
82M5 35 998082   11 315450 5690920 0.2 1.9 0.4 0.8 5 10 1.60 280 50 9.4 2020 3 3 16 0.2 1 26 102 0.33 42 7.1
82M5 36 998083   11 309425 5692560 0.5 5.1 0.7 0.5 3 6 1.20 340 20 4.2 267 2 2 38 0.2 1 25 71 0.98 46 7.1
82M5 36 998084   11 309425 5692560 1.9 9.5 1.8 0.9 5 9 1.90 490 30 8.2 465 2 4 117 0.2 1 33 112 0.98 46 7.1

82M5 37 998085   11 321125 5687850 0.2 1.3 0.2 0.2 3 7 0.80 200 10 1.7 128 1 4 2 0.2 1 22 25 0.31 40 7.2
82M5 37 998086   11 321125 5687850 0.2 1.6 0.4 0.2 5 11 1.20 320 30 6.6 276 2 5 3 0.2 1 27 42 0.31 40 7.2
82M5 38 998087   11 319725 5688920 0.3 5.8 1.4 0.0 11 22 2.30 350 30 4.0 583 2 18 12 0.2 1 43 69 0.62 38 6.8
82M5 38 998088   11 319725 5688920 0.2 6.7 3.8 0.2 10 22 1.90 370 30 6.7 432 1 17 11 0.2 1 34 43 0.62 38 6.8
82M5 39 998089   11 319160 5687160 0.2 4.8 0.4 0.3 9 18 2.00 310 20 2.3 350 2 17 8 0.2 1 38 48 0.64 42 6.8

82M5 39 998090   11 319160 5687160 0.2 6.9 1.4 0.2 11 26 2.00 410 30 5.0 544 2 16 9 0.2 1 35 45 0.64 42 6.8
82M5 40 998091   11 316900 5687625 0.4 7.7 0.3 0.2 4 20 1.00 230 30 7.4 233 2 15 8 0.2 1 16 30 0.67 130 7.8
82M5 40 998092   11 316900 5687625 0.6 5.6 0.3 0.2 3 17 0.95 220 20 7.6 228 2 11 7 0.2 1 14 27 0.67 130 7.8
82M5 41 998094   11 314150 5688350 0.2 2.4 0.2 0.3 4 12 1.20 190 30 4.4 398 1 9 6 0.2 1 22 74 0.05 300 7.9
82M5 41 998095   11 314150 5688350 0.2 3.1 0.2 0.5 6 14 1.50 280 30 6.9 625 1 12 4 0.2 1 23 103 0.05 300 7.9

82M5 42 998096   11 315460 5688400 0.2 7.0 0.2 0.4 4 10 0.92 160 20 3.9 140 1 8 5 0.2 1 14 27 0.40 140 7.7
82M5 42 998097   11 315460 5688400 0.4 6.3 0.3 0.3 4 15 1.10 180 30 7.7 239 1 11 6 0.2 1 18 37 0.40 140 7.7
82M5 43 998098   11 306225 5692340 0.2 1.1 0.2 0.2 3 6 0.90 260 20 3.9 153 3 4 5 0.2 2 24 20 0.53 44 6.7
82M5 43 998099   11 306225 5692340 0.2 1.2 0.2 0.3 5 9 1.70 350 30 7.7 346 3 5 8 0.2 1 42 26 0.53 44 6.7
82F7 50 998102   11 532010 5475640 0.2 3.9 0.2 0.3 6 11 1.70 480 30 7.2 420 7 7 12 0.2 1 54 41 1.00 52 7.0
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Analytical Data

Ag As Bi Cd Co Cu Fe F Hg LOI Mn Mo Ni Pb Sb Sn V Zn Uw Fw pH
0.2 0.2 0.2 0.2 2 2 0.02 40 10 0.1 5 1 2 2 0.2 1 5 2 0.05 20 0.1

          ppm   ppm    ppm    ppm    ppm  ppm      %   ppm    ppb       %   ppm   ppm   ppm   ppm   ppm    ppm   ppm  ppm     ppb   ppb
Map STN ID UTMZ UTME UTMN AAS AAS-H AAS-H AAS-H AAS AAS AAS ION AAS-F ASH AAS AAS AAS AAS AAS-H NAI AAS AAS LIF ION GCE
82F7 50 998103   11 532010 5475640 0.2 2.3 0.2 0.3 6 9 1.50 360 40 8.9 336 2 5 7 0.2 1 37 31 1.00 52 7.0
82F7 51 998104   11 532040 5475450 0.2 2.7 0.4 0.5 3 9 1.20 220 40 14.8 418 8 3 15 0.2 1 24 25 1.30 60 7.0
82F7 51 998105   11 532040 5475450 0.2 1.9 0.3 0.4 2 8 0.96 180 40 12.8 401 6 3 11 0.2 1 21 23 1.30 60 7.0
82F7 52 998106   11 531390 5474720 0.2 1.8 6.1 0.3 4 8 1.70 360 30 5.9 263 4 4 8 0.2 1 48 28 2.20 66 7.1
82F7 52 998107   11 531390 5474720 0.2 1.7 0.5 0.3 2 7 0.85 150 30 10.0 207 2 2 7 0.2 1 15 20 2.20 66 7.1

82F7 53 998108   11 530600 5474200 0.2 0.8 0.4 0.3 3 8 0.90 200 30 8.9 220 3 3 8 0.2 1 20 21 1.30 60 7.2
82F7 53 998109   11 530600 5474200 0.2 1.5 0.8 0.2 4 8 1.60 320 20 3.5 164 2 4 7 0.2 1 46 19 1.30 60 7.2
82F7 53 998110   11 530600 5474200 0.2 1.1 0.6 0.2 4 6 1.30 290 30 4.8 135 1 3 6 0.2 1 37 15 1.30 60 7.2
82F7 54 998111   11 530160 5473840 0.2 1.3 0.2 0.3 11 9 1.10 200 30 10.7 402 2 6 7 0.2 1 21 36 0.41 36 7.2
82F7 54 998112   11 530160 5473840 0.2 1.0 0.2 0.3 6 8 0.93 190 20 7.8 299 2 3 6 0.2 1 19 25 0.41 36 7.2

82F7 55 998113   11 529025 5473350 0.2 2.7 0.2 0.3 5 12 0.75 160 20 7.6 136 3 5 8 0.2 1 15 32 0.24 38 7.1
82F7 55 998114   11 529025 5473350 0.2 2.9 0.2 0.2 5 11 0.78 160 30 8.0 250 1 5 8 0.2 1 14 34 0.24 38 7.1
82F7 56 998115   11 528965 5473210 0.2 2.9 0.2 0.2 4 8 0.70 150 30 5.1 262 1 6 7 0.2 1 16 42 0.35 38 7.2
82F7 56 998116   11 528965 5473210 0.2 2.0 0.2 0.2 6 9 0.72 130 30 7.1 253 2 4 5 0.2 1 13 29 0.35 38 7.2
82F7 57 998117   11 532100 5470820 1.2 6.1 2.5 1.3 4 106 0.90 390 150 38.2 630 21 3 27 0.3 1 15 97 1.30 150 7.1

82F7 57 998118   11 532100 5470820 0.3 3.9 4.7 0.6 3 63 0.71 220 80 19.0 474 18 2 16 0.2 1 12 62 1.30 150 7.1
82F7 58 998120   11 532190 5470820 0.8 15.0 3.8 1.4 6 233 1.10 500 110 36.9 1050 34 4 28 0.3 1 18 167 0.87 180 6.8
82F7 58 998122   11 532190 5470820 1.3 14.0 2.9 1.3 6 244 1.00 490 170 45.6 1040 33 4 28 0.4 1 16 155 0.87 180 6.8
82F7 59 998123   11 532250 5471360 0.2 1.0 1.2 0.2 3 10 0.63 130 30 5.9 183 8 2 10 0.2 1 11 20 2.60 110 6.8
82F7 59 998124   11 532250 5471360 0.2 1.4 0.5 0.2 3 11 0.76 160 30 6.3 180 7 2 11 0.2 1 15 21 2.60 110 6.8

82F7 60 998125   11 530780 5471550 0.2 0.9 1.7 0.2 2 20 0.50 140 20 3.4 89 8 <2 6 0.2 1 12 21 2.50 110 7.0
82F7 60 998126   11 530780 5471550 0.2 1.8 22.0 0.3 3 27 0.79 160 30 6.4 165 10 2 9 0.2 1 19 29 2.50 110 7.0
82F7 61 998128   11 530530 5409730 0.2 0.8 3.4 0.3 4 21 0.85 230 20 3.8 177 4 2 9 0.2 1 16 34 0.92 60 6.9
82F7 61 998129   11 530530 5409730 0.2 2.0 2.3 0.5 5 23 1.20 260 20 5.8 255 6 3 11 0.2 1 18 41 0.92 60 6.9
82F7 62 998130   11 528540 5470125 0.2 1.0 4.9 0.2 5 8 1.00 370 30 7.1 220 1 3 7 0.2 1 24 30 1.10 48 7.3

82F7 62 998131   11 528540 5470125 0.2 1.0 1.3 0.3 4 8 1.20 460 30 7.8 243 1 4 7 0.2 1 25 31 1.10 48 7.3
82F7 63 998132   11 526280 5468110 0.2 1.9 0.3 0.5 9 10 1.80 590 30 10.1 486 1 9 25 0.2 1 56 85 1.80 54 7.5
82F7 63 998133   11 526280 5468110 0.2 1.5 0.3 0.7 8 10 2.10 640 50 14.1 590 2 8 26 0.2 1 52 81 1.80 54 7.5
82F7 64 998134   11 527220 5469125 0.2 1.4 0.4 0.2 6 7 1.30 630 30 2.4 217 1 4 6 0.2 1 40 30 0.84 46 7.4
82F7 64 998135   11 527220 5469125 0.2 1.6 0.5 0.2 7 8 1.60 660 30 4.0 262 1 5 7 0.2 1 49 35 0.84 46 7.4

82F7 65 998136   11 527860 5470110 0.2 1.3 0.9 0.2 4 7 0.74 220 30 3.0 124 1 2 6 0.2 1 20 20 1.10 50 7.1
82F7 65 998137   11 527860 5470110 0.2 1.6 0.8 0.2 3 8 1.00 260 30 5.2 126 1 2 5 0.2 1 26 17 1.10 50 7.1
82F7 65 998138   11 527860 5470110 0.2 1.3 1.5 0.2 5 9 1.10 300 30 4.1 158 2 3 7 0.2 1 28 20 1.10 50 7.1
82F7 66 998139   11 525845 5470350 0.2 10.0 0.5 0.3 4 11 1.10 210 20 2.9 230 1 3 32 0.2 1 25 34 0.23 44 7.1
82F7 66 998140   11 525845 5470350 0.2 12.0 1.4 0.3 5 12 1.20 340 30 4.4 273 1 4 31 0.2 1 27 42 0.23 44 7.1

82F7 67 998142   11 523890 5470565 0.2 3.6 0.6 0.6 4 7 0.70 310 30 3.9 191 1 2 25 0.2 1 20 73 0.42 84 7.3
82F7 67 998143   11 523890 5470565 0.2 3.8 1.9 0.4 4 8 1.10 280 20 3.2 204 1 3 27 0.2 1 25 68 0.42 84 7.3
82F7 68 998144   11 521160 5475540 0.2 2.4 1.2 0.3 3 8 0.68 240 20 4.1 198 2 2 18 0.2 1 17 36 2.30 88 7.4
82F7 68 998145   11 521160 5475540 0.2 1.7 0.5 0.3 4 9 0.77 260 30 4.2 220 1 3 19 0.2 1 16 41 2.30 88 7.4
82F7 69 998146   11 522350 5476000 0.2 2.2 0.4 0.8 12 18 0.90 250 30 7.8 315 2 12 25 0.2 1 16 121 0.41 62 7.4

82F7 69 998147   11 522350 5476000 0.2 1.7 0.3 0.7 8 13 0.82 260 30 5.8 202 1 9 19 0.2 1 14 85 0.41 62 7.4
82F7 69 998148   11 522350 5476000 0.4 2.0 0.8 0.8 10 17 0.84 240 30 9.2 283 1 11 22 0.2 1 15 107 0.41 62 7.4
82F7 70 998149   11 521840 5475850 0.3 2.0 1.0 0.3 3 9 0.75 250 30 4.6 269 1 3 15 0.2 1 13 38 1.60 68 7.6
82F7 70 998150   11 521840 5475850 0.2 1.7 0.4 0.3 3 7 0.70 220 30 5.5 200 1 3 14 0.2 1 14 32 1.60 68 7.6
82F7 71 998151   11 522970 5465720 0.2 0.9 0.3 0.2 5 7 1.40 590 20 4.4 217 2 4 7 0.2 1 45 41 2.70 60 7.5
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Analytical Data

Ag As Bi Cd Co Cu Fe F Hg LOI Mn Mo Ni Pb Sb Sn V Zn Uw Fw pH
0.2 0.2 0.2 0.2 2 2 0.02 40 10 0.1 5 1 2 2 0.2 1 5 2 0.05 20 0.1

          ppm   ppm    ppm    ppm    ppm  ppm      %   ppm    ppb       %   ppm   ppm   ppm   ppm   ppm    ppm   ppm  ppm     ppb   ppb
Map STN ID UTMZ UTME UTMN AAS AAS-H AAS-H AAS-H AAS AAS AAS ION AAS-F ASH AAS AAS AAS AAS AAS-H NAI AAS AAS LIF ION GCE
82F7 71 998152   11 522970 5465720 0.2 1.0 0.3 0.2 6 6 1.50 680 30 7.5 280 2 6 8 0.2 1 48 51 2.70 60 7.5
82F7 72 998153   11 523860 5461855 0.2 0.8 0.2 0.2 4 7 1.40 800 20 3.3 214 1 5 4 0.2 1 42 29 11.00 76 7.9
82F7 72 998154   11 523860 5461855 0.2 1.0 0.3 0.2 6 7 1.40 790 20 7.5 268 1 6 6 0.2 1 41 35 11.00 76 7.9
82F7 73 998155   11 533450 5464820 0.2 0.7 0.2 0.3 6 7 1.30 460 20 6.1 357 3 4 7 0.3 1 38 31 0.74 48 7.3
82F7 73 998156   11 533450 5464820 0.2 0.8 0.4 0.2 4 6 1.50 380 30 6.3 276 2 3 6 0.2 2 42 24 0.74 48 7.3

82F7 74 998158   11 535290 5465685 0.2 0.8 0.7 0.2 3 9 1.20 380 20 3.8 230 3 4 5 0.2 1 34 27 0.61 58 7.2
82F7 74 998159   11 535290 5465685 0.2 0.8 2.1 0.3 5 8 1.30 430 20 4.0 270 1 3 6 0.2 2 39 25 0.61 58 7.2
82F7 75 998160   11 536100 5466690 0.2 0.7 3.3 0.2 3 8 1.00 280 20 5.4 182 2 3 5 0.2 1 26 24 0.23 46 7.3
82F7 75 998162   11 536100 5466690 0.2 0.5 5.2 0.2 3 8 1.30 300 10 7.3 199 2 3 6 0.2 1 32 21 0.23 46 7.3
82F7 75 998163   11 536100 5466690 0.2 0.6 1.5 0.2 4 9 1.40 300 30 6.8 186 3 4 7 0.2 1 31 20 0.23 46 7.3

Analytical Data
Au As Ba Br Ca Co Cr Cs Fe Hf Mo Na Ni Rb Sb Sc

2 0.5 50 0.5 1 1 5 1 0.01 1 1 0.01 10 15 0.1 0.1
ppb ppm ppm ppm % ppm ppm ppm % ppm ppm % ppm ppm ppm ppm

Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA
82M23 1 998002 11 323850 5681130 5 4.4 550 0.5 4 20 87 5 4.86 7 1 2.07 10 66 0.4 17.6
82M23 1 998003 11 323850 5681130 25 2.9 510 1.5 6 19 105 4 5.65 17 1 2.05 150 60 0.4 19.9
82M23 2 998004 11 322035 5678340 2 1.4 770 3.4 3 9 40 3 2.97 5 1 2.38 100 57 0.1 12.3
82M23 2 998005 11 322035 5678340 2 3.1 750 5.6 4 10 47 4 3.85 11 1 2.46 10 15 0.4 15.5
82M23 3 998006 11 323095 5680335 2 2.3 410 30.8 25 4 5 2 1.47 1 1 0.65 10 15 0.1 5.0

82M23 4 998008 11 322780 5680970 2 1.4 720 5.6 1 8 26 5 2.84 5 1 2.48 10 53 0.3 11.3
82M23 4 998009 11 322780 5680970 5 1.5 750 8.2 3 7 19 4 2.72 6 1 2.48 10 70 0.3 11.0
82M23 5 998010 11 321940 5680740 2 2.3 990 17.9 1 9 15 8 3.99 7 1 2.32 10 90 0.1 11.5
82M23 5 998011 11 321940 5680740 35 2.2 1300 22 4 9 32 11 4.28 8 1 2.23 10 120 0.1 12.7
82M23 6 998012 11 320132 5682120 2 1.8 530 9.6 1 17 47 4 3.95 5 1 2.44 10 51 0.1 16.7

82M23 6 998013 11 320132 5682120 2 0.5 550 7.4 4 12 36 4 3.88 12 1 2.49 10 15 0.1 17.3
82M23 7 998014 11 322500 5683475 2 0.5 940 6.6 3 9 20 4 2.89 5 1 2.75 10 63 0.1 12.1
82M23 7 998015 11 322500 5683475 2 0.5 810 6.9 3 9 19 3 2.97 10 1 2.55 10 34 0.4 12.7
92P8 8 998016 10 702940 5688750 2 14.3 510 6.2 4 25 177 3 6.04 4 1 1.76 10 43 1.5 31.1
92P8 8 998017 10 702940 5688750 36 15.1 410 9.4 6 25 204 2 6.64 9 5 1.72 10 15 1.4 33.4

92P8 8 998018 10 702940 5688750 223 14.5 500 8.2 6 25 209 2 6.61 9 1 1.74 10 15 1.5 34.6
92P8 9 998020 10 703140 5687770 5 15.3 520 6.4 5 25 178 2 5.93 5 1 1.72 10 15 1.1 30.4
92P8 9 998022 10 703140 5687770 75 15.3 400 9.6 7 27 208 2 7.26 7 1 1.75 10 15 1.4 34.6
92P8 10 998023 10 701400 5688125 2 13.8 400 4.3 5 24 155 2 5.72 5 1 1.84 10 47 1.6 29.6
92P8 10 998024 10 701400 5688125 45 15.8 410 6.6 6 27 204 2 7.15 11 4 1.85 10 15 1.6 33.6
82M4 11 998025 11 313450 5680190 2 0.5 670 22.8 2 9 34 4 3.89 7 1 2.21 10 62 0.1 14.7

82M4 11 998026 11 314740 5679950 5 1.2 570 20.5 2 11 26 4 3.67 6 1 2.26 10 64 0.1 13.6
82M4 12 998027 11 314740 5679950 2 2.1 540 9 2 11 36 5 3.84 6 1 2.09 10 66 0.3 12.5
82M4 12 998028 11 314740 5679950 1140 1.8 570 10.4 2 10 36 4 3.86 8 1 2.11 10 53 0.3 13.9
82M4 13 998029 11 314940 5679920 7 1.3 600 3.8 2 13 38 5 4.35 7 1 2.24 10 85 0.3 16.4
82M4 13 998030 11 314940 5679920 6 2.1 540 4.2 3 11 42 2 4.30 11 1 2.08 10 57 0.2 18.2
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Analytical Data
Au As Ba Br Ca Co Cr Cs Fe Hf Mo Na Ni Rb Sb Sc

2 0.5 50 0.5 1 1 5 1 0.01 1 1 0.01 10 15 0.1 0.1
ppb ppm ppm ppm % ppm ppm ppm % ppm ppm % ppm ppm ppm ppm

Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA
82M4 14 998031 11 320090 5673700 18 2.1 640 0.5 2 16 72 2 3.91 8 1 1.66 10 62 0.1 12.2
82M4 14 998032 11 320090 5673700 1080 4.4 570 0.5 3 23 82 3 6.00 26 1 1.65 10 55 0.1 16.0
82M4 14 998033 11 320090 5673700 159 4.4 500 0.5 2 21 80 2 5.44 24 1 1.49 10 43 0.3 14.8
82M4 15 998035 11 308500 5680000 2 2.9 530 8.8 2 12 49 3 3.27 6 1 1.86 10 58 0.3 9.7
82M4 15 998036 11 308500 5680000 2 3 410 7.8 2 13 54 3 4.12 13 1 1.80 10 46 0.1 12.1

82M5 16 998037 11 315975 5684300 2 2.2 630 1 4 10 26 3 2.55 5 1 2.50 10 64 0.1 11.8
82M5 16 998038 11 315975 5684300 18 2.4 650 2 3 10 37 2 3.17 15 1 2.42 10 53 0.1 16.7
82M5 17 998039 11 314445 5685350 2 1.9 560 1.3 3 10 38 3 2.66 4 1 2.52 10 38 0.2 13.0
82M5 17 998040 11 314445 5685350 2 3 650 5.1 3 11 51 3 3.52 15 1 2.54 10 31 0.1 19.9
82M5 18 998042 11 315920 5686500 2 1.8 630 0.5 4 8 28 2 2.48 6 1 2.61 10 45 0.1 12.7

82M5 18 998043 11 315920 5686500 28 2.1 750 0.5 3 12 47 3 4.00 29 1 2.55 168 15 0.2 20.6
82M5 19 998045 11 315410 5686570 2 1.3 730 2.5 3 7 23 4 2.32 6 1 2.48 10 36 0.1 11.4
82M5 19 998046 11 315410 5686570 2 1.7 790 3.1 2 6 29 3 2.85 22 1 2.41 63 74 0.1 16.0
82M5 20 998047 11 313910 5686505 3 1.1 600 1.3 1 11 45 2 2.79 6 1 2.51 10 53 0.1 12.1
82M5 20 998048 11 313910 5686505 2 1 840 4.4 4 12 51 4 3.38 12 1 2.40 10 53 0.1 17.3

82M6 21 998049 11 328660 5691750 2 0.5 960 8 3 3 5 8 1.76 5 1 2.61 10 234 0.1 4.9
82M6 21 998050 11 328660 5691750 15 0.5 840 8.6 1 5 5 7 1.85 9 1 2.52 10 204 0.1 5.3
82M6 22 998051 11 329510 5694000 5 1.5 760 4.7 1 4 10 6 2.14 8 1 2.65 10 186 0.1 6.1
82M6 22 998052 11 329510 5694000 8 0.5 910 5 3 5 17 5 3.46 26 1 2.64 10 174 0.4 7.1
82M6 23 998053 11 328800 5697450 5 1.5 790 5 1 9 14 7 3.17 12 1 2.45 10 120 0.1 9.7

82M6 23 998054 11 328800 5697450 18 0.5 910 8 1 7 19 7 4.17 39 1 2.43 10 127 0.1 11.3
82M6 24 998055 11 328120 5699660 2 2 850 5.1 2 8 24 7 3.06 7 1 2.72 10 149 0.1 8.6
82M6 24 998056 11 328120 5699660 26 1.7 790 2.3 3 8 34 4 5.42 48 1 2.56 10 119 0.4 10.7
82M6 25 998057 11 327420 5702025 2 4.5 550 21.5 4 22 95 11 5.66 5 1 2.17 10 52 0.4 18.2
82M6 25 998058 11 327420 5702025 21 0.5 490 56.3 3 23 97 11 5.71 5 1 2.37 10 37 0.6 18.9

82M5 26 998059 11 325060 5704400 2 4.4 530 11.5 1 13 58 6 3.60 6 1 2.49 10 53 0.1 12.4
82M5 26 998060 11 325060 5704400 92 4.9 540 10.1 3 13 70 4 4.31 12 1 2.34 10 47 0.1 14.0
82M5 27 998062 11 324600 5704560 2 0.5 930 3.5 2 6 17 3 3.09 19 1 2.99 10 77 0.3 6.1
82M5 27 998063 11 324600 5704560 2 0.5 640 0.5 1 7 29 2 6.10 51 1 2.78 10 78 0.1 8.0
82M5 27 998064 11 324600 5704560 7 2 710 8.9 3 8 28 3 5.19 42 1 2.66 10 84 0.1 8.8

82M5 28 998065 11 314950 5699250 2 1.5 840 5.5 3 8 28 6 2.97 11 1 2.65 10 163 0.1 9.7
82M5 28 998066 11 314950 5699250 6 2 1000 6.9 1 8 39 6 3.75 37 1 2.68 10 159 0.3 11.3
82M5 29 998067 11 318600 5696880 2 3.5 800 4.9 1 9 27 5 2.93 9 1 2.93 10 100 0.2 9.6
82M5 29 998068 11 318600 5696880 4 4.5 840 5.6 3 10 51 3 5.63 38 1 2.75 10 80 0.4 11.9
82M5 30 998069 11 321960 5700050 2 1 720 0.5 1 4 5 1 1.45 9 1 2.73 10 67 0.1 3.4

82M5 30 998070 11 321960 5700050 2 1.1 730 2 3 6 10 2 2.44 23 1 2.76 10 60 0.1 4.8
82M5 31 998071 11 320730 5698200 2 2.4 540 7.9 1 5 21 6 2.02 9 1 2.35 10 91 0.1 6.9
82M5 31 998072 11 320730 5698200 2 1.5 580 7.6 1 5 24 4 2.61 20 8 2.25 10 108 0.1 7.7
82M5 32 998074 11 323360 5698050 2 2.7 610 25 1 8 10 3 1.90 4 1 2.51 10 168 0.2 4.3
82M5 32 998075 11 323360 5698050 2 3.3 470 16.3 1 3 10 4 1.73 5 1 2.32 10 117 0.2 4.0

82M5 33 998076 11 322225 5698190 2 2 500 13.7 3 4 11 5 1.60 4 1 2.42 10 186 0.1 4.2
82M5 33 998077 11 322225 5698190 5 3.2 830 23.1 1 4 8 5 2.03 6 1 2.42 10 158 0.1 4.7
82M5 34 998078 11 320650 5698960 2 2 590 8.1 1 7 20 4 2.15 6 1 2.56 10 107 0.1 5.9
82M5 34 998079 11 320650 5698960 2 1.7 720 6.7 1 6 17 4 2.42 13 1 2.57 10 107 0.1 6.3
82M5 35 998080 11 315450 5690920 2 2.4 530 9.6 2 4 12 5 2.37 12 1 2.48 10 135 0.1 4.9
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Analytical Data
Au As Ba Br Ca Co Cr Cs Fe Hf Mo Na Ni Rb Sb Sc

2 0.5 50 0.5 1 1 5 1 0.01 1 1 0.01 10 15 0.1 0.1
ppb ppm ppm ppm % ppm ppm ppm % ppm ppm % ppm ppm ppm ppm

Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA
82M5 35 998082 11 315450 5690920 2 2.4 670 10.1 2 4 15 3 2.65 28 1 2.36 10 124 0.3 5.6
82M5 36 998083 11 309425 5692560 2 6.8 400 3.9 1 4 14 4 2.83 20 1 2.51 10 110 0.1 5.8
82M5 36 998084 11 309425 5692560 2 10.5 430 11.3 1 8 45 4 7.54 54 1 2.24 10 104 0.3 7.6
82M5 37 998085 11 321125 5687850 5 1.2 700 2.7 1 5 10 3 1.37 10 1 2.68 10 137 0.1 6.3
82M5 37 998086 11 321125 5687850 2 1.8 680 7.4 1 6 16 3 2.11 27 1 2.41 10 126 0.1 8.1

82M5 38 998087 11 319725 5688920 7 8.3 780 5.3 1 12 85 5 3.76 18 1 1.91 10 131 0.2 9.6
82M5 38 998088 11 319725 5688920 2 8 760 2.6 1 11 99 3 4.62 47 1 1.92 93 124 0.1 9.2
82M5 39 998089 11 319160 5687160 2 6.4 640 2 1 9 94 4 3.75 17 1 1.83 10 133 0.3 9.6
82M5 39 998090 11 319160 5687160 2 7.3 750 4.3 2 10 115 3 4.60 49 1 1.72 10 119 0.4 9.8
82M5 40 998091 11 316900 5687625 2 8.1 720 4.4 2 4 15 2 1.64 11 1 2.33 97 122 0.2 7.2

82M5 40 998092 11 316900 5687625 2 7.8 710 5.2 2 4 15 3 1.98 21 1 2.33 10 129 0.2 8.4
82M5 41 998094 11 314150 5688350 2 3.2 660 3.2 1 4 21 3 1.95 8 1 2.19 10 127 0.2 6.9
82M5 41 998095 11 314150 5688350 2 3.5 600 8.1 1 5 22 4 2.35 11 1 2.18 10 130 0.2 7.9
82M5 42 998096 11 315460 5688400 4 7 640 4.2 1 4 17 3 1.56 8 1 2.20 10 123 0.1 5.7
82M5 42 998097 11 315460 5688400 2 8.9 680 8.5 2 6 17 3 2.25 20 1 2.16 10 128 0.1 7.3

82M5 43 998098 11 306225 5692340 2 2.4 460 0.5 2 3 16 2 2.02 20 1 2.55 10 118 0.3 5.2
82M5 43 998099 11 306225 5692340 2 1.9 590 2.8 1 9 47 3 7.79 101 1 2.20 10 89 0.1 10.5
82F7 50 998102 11 532010 5475640 18 6.4 800 6.9 3 16 74 7 7.98 59 1 2.94 10 85 0.8 21.9
82F7 50 998103 11 532010 5475640 2 4.5 630 9.6 2 9 54 4 5.28 69 1 2.10 10 90 0.7 15.4
82F7 51 998104 11 532040 5475450 2 5.1 530 24 1 4 15 6 2.31 22 1 2.29 10 111 0.3 7.7

82F7 51 998105 11 532040 5475450 2 4.8 530 29.6 1 4 13 6 2.12 22 1 2.36 10 102 0.6 7.1
82F7 52 998106 11 531390 5474720 4 3.2 570 5 1 11 119 4 11.90 76 1 1.70 10 68 0.3 10.9
82F7 52 998107 11 531390 5474720 2 3.5 890 18.5 1 4 17 8 3.02 18 1 2.84 10 169 0.6 6.5
82F7 53 998108 11 530600 5474200 2 3.9 780 17.4 1 4 15 8 2.65 13 1 2.91 115 150 0.1 6.3
82F7 53 998109 11 530600 5474200 2 2.9 650 3.3 2 9 99 3 11.00 106 1 1.86 10 78 0.4 12.3

82F7 53 998110 11 530600 5474200 2 2.7 610 3.5 2 9 98 3 11.30 104 1 1.80 10 72 0.4 12.5
82F7 54 998111 11 530160 5473840 2 3 410 13 1 8 31 3 2.63 16 1 1.14 10 84 0.5 8.4
82F7 54 998112 11 530160 5473840 6 2.7 320 6.8 1 6 25 3 2.47 24 1 0.97 10 48 0.6 7.2
82F7 55 998113 11 529025 5473350 2 3.9 300 9.7 1 6 20 3 1.90 13 1 0.84 56 52 0.6 6.5
82F7 55 998114 11 529025 5473350 6 4.1 280 13.5 1 6 19 2 2.14 16 1 0.77 70 44 0.5 6.2

82F7 56 998115 11 528965 5473210 2 4.1 320 4.8 1 5 20 3 1.65 12 1 0.71 10 46 0.4 6.0
82F7 56 998116 11 528965 5473210 2 4.8 270 5.2 1 6 21 3 1.89 29 1 0.79 10 49 0.3 6.1
82F7 57 998117 11 532100 5470820 6 11.7 430 65 1 4 11 7 1.50 4 1 1.40 10 127 0.8 4.8
82F7 57 998118 11 532100 5470820 2 5.8 500 28.9 1 3 6 6 1.40 4 32 1.91 10 153 0.4 4.2
82F7 58 998120 11 532190 5470820 2 19.3 600 45.4 2 6 11 12 1.79 4 74 1.37 10 132 0.6 5.0

82F7 58 998122 11 532190 5470820 2 18.2 50 67.2 2 6 7 9 1.54 3 1 1.02 10 98 0.6 4.8
82F7 59 998123 11 532250 5471360 2 2.3 590 4.4 2 2 7 6 1.60 4 1 2.33 10 165 0.3 3.0
82F7 59 998124 11 532250 5471360 2 1.3 560 6.3 1 2 7 6 2.33 7 1 2.45 10 183 0.2 3.6
82F7 60 998125 11 530780 5471550 2 2 580 2.7 2 2 5 5 1.03 4 1 2.31 10 196 0.1 2.5
82F7 60 998126 11 530780 5471550 2 1.3 520 7.9 1 2 9 5 2.53 8 1 2.12 10 189 0.4 3.6

82F7 61 998128 11 530530 5409730 2 2.3 510 3 2 4 15 6 3.16 16 1 2.73 10 154 0.2 6.9
82F7 61 998129 11 530530 5409730 2 2.1 610 4.7 1 5 15 6 3.49 23 1 2.75 10 147 0.4 7.7
82F7 62 998130 11 528540 5470125 4 3 580 4.8 1 7 31 6 3.37 43 1 2.75 10 82 0.3 15.0
82F7 62 998131 11 528540 5470125 2 1.9 530 6.1 3 7 38 5 4.09 82 1 2.69 10 82 0.5 15.5
82F7 63 998132 11 526280 5468110 13 2.7 840 9.8 5 14 80 5 6.47 50 1 2.47 10 84 0.3 22.1
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Analytical Data
Au As Ba Br Ca Co Cr Cs Fe Hf Mo Na Ni Rb Sb Sc

2 0.5 50 0.5 1 1 5 1 0.01 1 1 0.01 10 15 0.1 0.1
ppb ppm ppm ppm % ppm ppm ppm % ppm ppm % ppm ppm ppm ppm

Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA INA
82F7 63 998133 11 526280 5468110 14 2.5 700 13.6 3 12 110 4 7.59 108 1 1.95 10 69 0.5 21.3
82F7 64 998134 11 527220 5469125 2 1.6 750 0.5 4 9 52 4 5.74 77 1 2.46 10 58 0.5 19.7
82F7 64 998135 11 527220 5469125 2 1.9 680 2.1 6 12 116 3 10.84 177 1 2.26 10 82 0.5 21.3
82F7 65 998136 11 527860 5470110 2 3.3 700 2 1 5 37 4 3.93 42 1 2.28 10 115 0.3 10.1
82F7 65 998137 11 527860 5470110 3 2.5 480 0.5 1 6 35 4 4.58 62 1 2.16 10 101 0.4 9.5

82F7 65 998138 11 527860 5470110 2 2.7 730 0.5 1 6 62 6 6.19 91 1 1.97 10 80 0.5 10.4
82F7 66 998139 11 525845 5470350 59 12.3 690 0.5 2 5 19 5 4.38 9 1 2.39 10 72 0.3 6.4
82F7 66 998140 11 525845 5470350 2 12.9 740 3.2 2 5 20 5 3.83 14 1 2.38 10 99 0.4 6.9
82F7 67 998142 11 523890 5470565 2 5 680 4.4 3 3 10 6 2.17 10 1 3.14 10 99 0.3 7.0
82F7 67 998143 11 523890 5470565 2 4.8 760 3.6 3 3 20 6 4.46 24 1 2.66 10 79 0.4 8.9

82F7 68 998144 11 521160 5475540 2 2.5 530 6 4 3 19 6 1.53 6 1 2.39 10 98 0.3 5.7
82F7 68 998145 11 521160 5475540 2 2.6 700 8.8 4 4 18 8 1.73 8 1 2.63 10 129 0.3 6.5
82F7 69 998146 11 522350 5476000 2 3.8 600 11 1 13 28 7 2.08 7 1 1.56 10 90 0.4 6.6
82F7 69 998147 11 522350 5476000 2 3.5 810 8.1 1 12 38 6 2.50 11 1 1.72 10 89 0.4 7.5
82F7 69 998148 11 522350 5476000 34 3.4 540 9.2 1 10 32 6 1.95 9 1 1.61 10 99 0.1 6.5

82F7 70 998149 11 521840 5475850 2 3 560 18 3 3 23 7 1.81 7 1 2.39 10 110 0.4 7.0
82F7 70 998150 11 521840 5475850 8 2 570 10 3 4 25 7 1.93 8 1 2.12 10 98 0.4 6.7
82F7 71 998151 11 522970 5465720 2 3.5 990 0.5 3 9 65 3 7.14 67 1 3.04 10 70 0.5 22.5
82F7 71 998152 11 522970 5465720 2 3.9 1100 6 7 10 103 4 9.61 157 1 2.59 10 15 0.5 22.3
82F7 72 998153 11 523860 5461855 3 2.7 730 7.3 5 9 59 3 5.25 84 1 2.07 10 91 0.1 19.7

82F7 72 998154 11 523860 5461855 5 3.2 1100 8.6 5 13 70 4 6.69 101 1 2.60 10 87 0.7 24.0
82F7 73 998155 11 533450 5464820 2 2.1 540 6.9 3 9 50 5 4.53 75 1 2.64 10 73 0.4 16.3
82F7 73 998156 11 533450 5464820 2 2.8 1000 5 6 9 80 6 7.35 153 1 2.53 10 60 0.1 18.2
82F7 74 998158 11 535290 5465685 2 0.5 650 0.5 1 7 24 4 3.45 38 1 2.78 10 110 0.2 11.7
82F7 74 998159 11 535290 5465685 2 0.5 910 0.5 5 10 72 5 7.47 91 1 2.90 10 99 0.4 14.8

82F7 75 998160 11 536100 5466690 2 2.1 550 3.8 1 5 11 5 2.41 19 1 3.19 10 140 0.1 8.5
82F7 75 998162 11 536100 5466690 3 3.7 980 0.5 6 7 75 6 6.68 106 1 3.21 10 119 0.1 13.7
82F7 75 998163 11 536100 5466690 2 0.5 840 4 1 7 48 6 6.74 109 1 2.82 10 116 0.1 12.4
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Analytical Data

Se Ta Th U W Zn La Ce Nd Sm Eu Tb Yb Lu Wt
5 0.5 0.2 0.5 1 50 0.5 3 5 0.5 0.2 0.5 0.2 0.05

ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm g
Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA GRAV
82M23 1 998002 11 323850 5681130 5 2.2 10.0 3.4 3 133 42.9 71 23 5.5 1.5 0.5 2.5 0.37 30.01
82M23 1 998003 11 323850 5681130 5 2.3 18.7 5.3 6 50 68.8 113 37 8.1 2.0 0.5 3.5 0.54 25.43
82M23 2 998004 11 322035 5678340 5 0.5 9.1 3.2 1 50 37.4 55 22 4.3 1.1 0.5 1.9 0.29 29.66
82M23 2 998005 11 322035 5678340 5 0.5 15.2 6 1 50 55.8 88 28 6.5 1.7 1.1 3.0 0.45 24.03
82M23 3 998006 11 323095 5680335 5 0.5 6.1 3.3 1 50 39.7 29 25 5.1 1.3 0.5 2.0 0.30 8.49

82M23 3 998007 11 323095 5680335
82M23 4 998008 11 322780 5680970 5 0.5 9.0 3.5 1 123 55.4 50 36 7.2 2.0 0.5 2.6 0.38 25.32
82M23 4 998009 11 322780 5680970 5 3.3 9.5 3.5 1 122 55.3 58 33 7.0 1.9 0.5 2.6 0.38 24.76
82M23 5 998010 11 321940 5680740 5 0.5 12.1 5.8 1 142 89.6 70 60 13.3 3.5 0.5 4.0 0.62 20.32
82M23 5 998011 11 321940 5680740 5 0.5 13.1 8.3 1 149 104.0 80 72 15.5 4.2 1.6 5.1 0.75 17.84

82M23 6 998012 11 320132 5682120 5 0.5 9.1 2.8 1 50 34.9 52 23 4.8 1.3 0.8 2.1 0.31 23.67
82M23 6 998013 11 320132 5682120 5 2.7 12.5 4.4 1 156 48.2 69 28 5.6 1.4 0.5 2.8 0.41 23.49
82M23 7 998014 11 322500 5683475 5 0.5 12.5 3.7 1 50 42.7 61 23 4.2 1.1 0.5 2.0 0.30 25.68
82M23 7 998015 11 322500 5683475 5 2.8 21.7 4.8 1 90 66.0 92 27 5.7 1.3 0.5 2.8 0.42 24.11
92P8 8 998016 10 702940 5688750 5 0.5 4.9 1.4 1 160 20.6 42 20 5.2 1.7 0.5 3.6 0.53 29.71

92P8 8 998017 10 702940 5688750 5 0.5 6.2 3.5 1 113 28.2 63 28 7.2 2.0 1.2 5.0 0.78 21.69
92P8 8 998018 10 702940 5688750 5 0.5 7.0 2.5 1 193 29.1 61 27 7.2 2.2 1.2 5.2 0.78 23.10
92P8 9 998020 10 703140 5687770 5 0.5 4.7 1.8 1 130 18.8 39 16 5.0 1.5 1.0 3.8 0.56 25.23
92P8 9 998022 10 703140 5687770 5 0.5 6.1 1.5 1 50 24.8 50 24 6.5 1.9 1.1 4.5 0.66 22.09
92P8 10 998023 10 701400 5688125 5 0.5 5.2 1.5 4 50 20.2 40 18 5.1 1.6 0.9 3.7 0.56 31.54

92P8 10 998024 10 701400 5688125 5 1.8 9.1 3.2 1 118 32.9 64 28 7.4 2.0 1.4 5.2 0.78 25.22
82M4 11 998025 11 313450 5680190 5 2 8.5 11.8 1 124 57.5 73 40 8.9 2.3 0.5 3.5 0.53 15.70
82M4 11 998026 11 314740 5679950 5 2.1 7.5 11.5 1 50 51.2 69 34 8.0 2.1 0.5 2.8 0.41 17.62
82M4 12 998027 11 314740 5679950 5 0.5 8.1 4 1 141 41.2 71 26 6.6 1.7 0.5 2.6 0.39 22.83
82M4 12 998028 11 314740 5679950 5 3 9.6 5 1 76 50.1 80 33 8.0 1.9 0.5 3.1 0.45 18.22

82M4 13 998029 11 314940 5679920 5 2.8 8.9 3.3 1 102 36.9 73 26 5.4 1.5 0.5 2.4 0.36 26.38
82M4 13 998030 11 314940 5679920 5 3.4 12.9 3.9 1 80 49.5 88 29 6.8 1.6 0.9 3.3 0.49 26.36
82M4 14 998031 11 320090 5673700 5 2 12.3 3.5 2 133 46.7 91 29 5.9 1.4 0.5 2.5 0.38 29.82
82M4 14 998032 11 320090 5673700 5 3.1 23.6 7.5 3 144 88.7 165 53 10.5 2.2 0.9 5.6 0.84 28.69
82M4 14 998033 11 320090 5673700 5 3.3 22.0 7.5 4 61 82.9 151 45 9.7 2.2 1.1 5.6 0.84 34.21

82M4 15 998035 11 308500 5680000 5 1.9 11.2 3.8 1 123 46.5 82 26 6.5 1.3 0.6 2.3 0.33 25.71
82M4 15 998036 11 308500 5680000 5 3 14.9 4.7 4 121 62.7 115 34 8.4 1.7 1.1 3.7 0.55 24.05
82M5 16 998037 11 315975 5684300 5 1.3 7.5 2.6 1 75 29.0 53 16 3.7 0.8 0.5 1.6 0.24 31.90
82M5 16 998038 11 315975 5684300 5 0.5 14.5 4.6 4 50 51.5 90 27 6.1 1.2 0.5 3.3 0.50 29.45
82M5 17 998039 11 314445 5685350 5 1.4 6.5 2.9 1 115 27.2 48 14 3.4 0.8 0.5 1.6 0.25 29.68

82M5 17 998040 11 314445 5685350 5 0.5 13.4 5.9 1 102 51.4 89 26 6.3 1.5 0.9 3.4 0.50 24.63
82M5 18 998042 11 315920 5686500 5 0.5 8.7 2.6 1 50 32.0 58 15 3.9 0.9 0.5 1.9 0.28 31.58
82M5 18 998043 11 315920 5686500 5 3.7 32.5 8.1 11 89 98.9 174 48 10.6 1.8 0.5 5.2 0.76 26.65
82M5 19 998045 11 315410 5686570 5 1.9 10.1 2.9 1 50 36.2 62 19 4.3 0.9 0.5 1.9 0.29 29.89
82M5 19 998046 11 315410 5686570 5 2.4 20.5 6.4 14 51 70.9 124 38 7.6 1.4 0.9 4.8 0.71 28.25

82M5 20 998047 11 313910 5686505 5 1.3 9.5 3.7 1 58 36.2 68 31 5.0 1.3 0.6 2.4 0.36 4.10
82M5 20 998048 11 313910 5686505 5 2 18.0 6.3 1 97 62.0 115 34 8.0 1.6 0.9 3.7 0.53 21.92
82M6 21 998049 11 328660 5691750 5 3.4 39.2 18.9 1 80 101.0 174 56 10.6 1.1 1.1 2.9 0.45 22.41
82M6 21 998050 11 328660 5691750 5 5.2 79.4 42.8 1 84 176.0 303 88 16.4 1.3 1.7 4.5 0.72 20.51
82M6 22 998051 11 329510 5694000 5 4.6 45.0 20.2 1 73 112.0 203 51 9.2 1.1 1.3 3.7 0.58 27.91
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Analytical Data

Se Ta Th U W Zn La Ce Nd Sm Eu Tb Yb Lu Wt
5 0.5 0.2 0.5 1 50 0.5 3 5 0.5 0.2 0.5 0.2 0.05

ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm g
Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA GRAV
82M6 22 998052 11 329510 5694000 5 8.8 105.0 38.5 9 81 245.0 432 102 19.4 1.8 2.3 7.3 1.18 22.80
82M6 23 998053 11 328800 5697450 5 5.9 41.3 46 1 80 164.0 227 55 8.5 1.7 1.3 3.5 0.55 24.56
82M6 23 998054 11 328800 5697450 5 14.3 89.6 90.9 17 84 316.0 475 103 15.9 3.0 2.1 6.8 1.23 16.64
82M6 24 998055 11 328120 5699660 5 3.3 34.6 14.1 2 88 125.0 196 42 7.2 1.2 1.1 2.8 0.43 27.27
82M6 24 998056 11 328120 5699660 5 17.3 112.0 66.4 17 83 357.0 483 109 17.4 2.6 2.0 8.2 1.34 25.46

82M6 25 998057 11 327420 5702025 5 2.4 9.8 6.5 4 102 47.1 83 26 6.2 1.8 0.9 2.9 0.43 24.04
82M6 25 998058 11 327420 5702025 5 3 9.2 9.8 1 103 45.1 84 25 5.5 1.6 0.9 2.6 0.39 15.58
82M5 26 998059 11 325060 5704400 5 1.7 13.8 2.7 1 84 42.074 23 4.6 1.1 0.6 2.4 0.35 23.89
82M5 26 998060 11 325060 5704400 5 2.6 25.7 5.2 4 93 70.6 127 34 6.8 1.3 1.1 3.4 0.50 21.98
82M5 27 998062 11 324600 5704560 5 2.6 71.2 9.4 3 50 176.0 235 59 9.3 1.4 1.1 3.7 0.57 31.78

82M5 27 998063 11 324600 5704560 5 6 176.0 21.9 1 52 463.0 575 145 23.5 2.7 2.3 7.6 1.20 29.44
82M5 27 998064 11 324600 5704560 5 5.2 140.0 21.2 1 83 334.0 454 114 18.1 2.3 2.0 7.0 1.15 22.34
82M5 28 998065 11 314950 5699250 5 5.8 40.5 31 1 104 121.0 166 48 8.3 1.6 1.4 4.2 0.63 28.64
82M5 28 998066 11 314950 5699250 5 11.6 79.4 44.6 1 97 229.0 332 92 15.0 2.5 2.0 8.0 1.23 26.46
82M5 29 998067 11 318600 5696880 5 3 37.0 10.2 7 58 77.6 120 35 5.9 1.0 0.8 2.8 0.42 25.17

82M5 29 998068 11 318600 5696880 5 7.3 137.0 24.6 40 70 238.0 345 91 15.6 1.9 1.8 6.5 0.99 25.68
82M5 30 998069 11 321960 5700050 5 1.8 26.3 4.1 1 50 69.5 98 21 4.6 0.9 0.5 1.8 0.26 29.89
82M5 30 998070 11 321960 5700050 5 4 47.9 8.4 1 50 125.0 185 45 8.3 1.3 1.5 3.7 0.59 23.74
82M5 31 998071 11 320730 5698200 5 2 30.0 8.8 1 50 85.9 114 31 7.3 1.1 1.5 2.5 0.39 27.29
82M5 31 998072 11 320730 5698200 5 5.3 56.5 12 13 50 139.0 191 50 11.4 1.5 0.5 4.2 0.63 21.10

82M5 32 998074 11 323360 5698050 5 3.3 22.0 27.7 1 50 50.7 87 25 5.9 0.8 0.8 2.8 0.41 18.09
82M5 32 998075 11 323360 5698050 5 4.8 34.1 35.9 1 50 76.2 124 38 8.6 0.9 0.5 4.6 0.71 17.16
82M5 33 998076 11 322225 5698190 5 3.8 23.8 20.1 1 75 59.2 93 23 6.4 0.8 0.9 2.6 0.38 21.86
82M5 33 998077 11 322225 5698190 5 6.7 38.9 27.2 1 110 101.0 180 45 10.4 1.0 1.6 5.4 0.80 15.13
82M5 34 998078 11 320650 5698960 5 0.5 26.9 15.4 1 50 77.0 107 31 6.6 1.0 0.5 2.3 0.35 25.73

82M5 34 998079 11 320650 5698960 5 5.9 43.1 14.3 4 100 114.0 164 47 9.4 1.1 0.5 3.4 0.50 22.73
82M5 35 998080 11 315450 5690920 5 5.2 42.8 11.4 1 108 107.0 144 46 10.1 1.1 1.1 3.4 0.47 24.36
82M5 35 998082 11 315450 5690920 5 8.4 73.7 18 4 112 161.0 222 77 15.3 1.7 1.8 5.7 0.86 20.37
82M5 36 998083 11 309425 5692560 5 7.9 73.2 26.7 1 83 108.0 153 47 9.1 1.2 1.4 4.5 0.73 25.98
82M5 36 998084 11 309425 5692560 5 14.1 153.0 71.3 1 139 189.0 265 71 16.4 2.0 2.3 9.2 1.73 18.35

82M5 37 998085 11 321125 5687850 5 4.6 23.1 6 1 50 88.3 122 39 8.6 1.3 1.0 3.2 0.40 29.43
82M5 37 998086 11 321125 5687850 5 6.1 45.9 12.6 5 63 139.0 199 58 13.7 1.7 1.7 5.3 0.77 19.60
82M5 38 998087 11 319725 5688920 5 5 51.6 12.7 4 81 122.0 177 55 12.3 1.6 1.4 5.0 0.69 22.11
82M5 38 998088 11 319725 5688920 5 8.4 124.0 26.9 12 60 239.0 335 106 22.9 2.6 2.9 9.0 1.33 27.72
82M5 39 998089 11 319160 5687160 5 6.3 53.1 9.7 6 77 135.0 183 57 12.4 1.6 1.7 5.1 0.72 31.12

82M5 39 998090 11 319160 5687160 5 7.9 129.0 27.6 15 86 263.0 369 116 26.0 3.0 3.3 10.1 1.62 26.54
82M5 40 998091 11 316900 5687625 5 3.6 24.7 6.9 6 50 89.1 101 38 8.7 1.4 1.0 3.3 0.48 29.34
82M5 40 998092 11 316900 5687625 5 6.1 37.2 11 8 50 137.0 159 61 12.9 1.9 1.5 5.2 0.75 25.12
82M5 41 998094 11 314150 5688350 5 3 19.0 3.8 2 116 54.7 76 28 5.9 0.9 0.6 2.5 0.38 30.59
82M5 41 998095 11 314150 5688350 5 3.5 26.2 4.4 1 135 70.6 96 35 7.6 1.1 0.9 3.0 0.49 27.25

82M5 42 998096 11 315460 5688400 5 3 18.0 5.2 3 52 69.8 80 32 6.5 1.0 0.8 2.4 0.35 31.25
82M5 42 998097 11 315460 5688400 5 5.2 34.7 12.8 7 66 119.0 130 58 11.6 1.6 1.3 5.2 0.67 21.68
82M5 43 998098 11 306225 5692340 5 8.7 66.5 23.5 1 50 88.3 129 36 7.6 1.0 1.4 4.6 0.77 30.70
82M5 43 998099 11 306225 5692340 5 28.2 208.0 107 11 69 212.0 293 86 19.4 2.2 3.8 16.4 2.96 24.16
82F7 50 998102 11 532010 5475640 5 13.2 113.0 67.7 25 126 199.0 400 147 25.1 4.9 2.7 13.6 2.24 3.01
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Analytical Data

Se Ta Th U W Zn La Ce Nd Sm Eu Tb Yb Lu Wt
5 0.5 0.2 0.5 1 50 0.5 3 5 0.5 0.2 0.5 0.2 0.05

ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm g
Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA GRAV
82F7 50 998103 11 532010 5475640 5 12.1 79.0 50.9 11 76 145.0 232 81 16.7 3.1 1.9 9.0 1.49 19.85
82F7 51 998104 11 532040 5475450 5 10.4 50.5 119 22 50 102.0 141 45 9.0 0.2 1.4 4.9 0.79 21.03
82F7 51 998105 11 532040 5475450 5 10.2 49.5 118 18 50 105.0 151 48 9.6 2.0 1.7 4.7 0.83 14.80
82F7 52 998106 11 531390 5474720 5 14.6 113.0 70.7 48 74 211.0 347 120 19.3 2.9 1.7 13.7 2.15 8.81
82F7 52 998107 11 531390 5474720 5 15 98.3 150 34 50 192.0 272 84 16.1 2.0 1.7 5.3 0.97 9.15

82F7 53 998108 11 530600 5474200 5 13.2 67.1 145 21 50 146.0 209 62 12.2 1.7 1.3 4.4 0.79 9.86
82F7 53 998109 11 530600 5474200 5 17.1 123.0 53.5 34 70 209.0 318 95 18.2 3.1 3.1 10.7 1.88 30.48
82F7 53 998110 11 530600 5474200 5 17.4 123.0 53.1 35 78 210.0 320 98 18.3 3.0 2.1 11.2 1.95 33.47
82F7 54 998111 11 530160 5473840 5 3 26.8 20.4 4 54 61.2 100 37 8.1 1.5 0.9 4.3 0.61 19.08
82F7 54 998112 11 530160 5473840 5 3.1 29.6 15.1 4 51 58.2 100 35 8.0 1.4 1.1 5.0 0.75 21.45

82F7 55 998113 11 529025 5473350 5 1.6 2.3 11.2 3 64 37.5 64 24 5.7 1.1 0.8 3.7 0.56 22.85
82F7 55 998114 11 529025 5473350 5 1.6 13.1 8.9 4 58 36.7 66 25 5.7 1.1 0.8 4.0 0.60 23.25
82F7 56 998115 11 528965 5473210 5 1.6 12.5 8.4 3 59 37.0 64 22 5.7 1.1 0.8 3.8 0.57 26.00
82F7 56 998116 11 528965 5473210 5 1.5 14.3 8.1 6 69 44.1 78 29 7.3 1.4 1.2 6.5 0.93 23.03
82F7 57 998117 11 532100 5470820 5 2.9 24.4 155 66 124 69.2 92 32 7.2 1.5 1.0 2.6 0.36 9.58

82F7 57 998118 11 532100 5470820 5 7.1 35.9 63.6 115 107 78.9 110 32 7.5 1.1 0.8 2.3 0.36 14.04
82F7 58 998120 11 532190 5470820 5 2.8 27.2 119 77 221 93.3 122 47 9.6 2.3 1.5 2.6 0.37 10.83
82F7 58 998122 11 532190 5470820 5 1.3 21.6 141 43 201 86.6 106 40 9.4 2.5 1.1 2.5 0.44 10.14
82F7 59 998123 11 532250 5471360 5 8.2 33.1 47.1 18 50 73.6 98 26 5.7 0.9 0.8 1.8 0.27 26.34
82F7 59 998124 11 532250 5471360 5 11.5 55.9 51.6 30 50 123.0 164 47 9.7 0.9 1.3 2.4 0.45 24.53

82F7 60 998125 11 530780 5471550 5 4.7 31.7 29 60 50 70.8 97 27 5.8 0.8 0.9 1.5 0.27 30.06
82F7 60 998126 11 530780 5471550 5 17.8 110.0 54.8 402 50 225.0 294 83 17.7 1.5 1.8 3.1 0.50 25.58
82F7 61 998128 11 530530 5409730 5 14.3 86.3 57.3 69 50 157.0 237 70 15.2 1.6 1.8 6.3 0.96 30.40
82F7 61 998129 11 530530 5409730 5 15 109.0 70.9 73 68 204.0 308 93 20.1 1.8 2.5 8.1 1.29 23.66
82F7 62 998130 11 528540 5470125 5 10 85.7 35.7 29 69 123.0 208 75 16.2 2.8 1.9 7.1 1.12 22.96

82F7 62 998131 11 528540 5470125 5 11.7 110.0 45.1 44 74 135.0 225 76 18.5 3.2 2.6 9.4 1.46 24.74
82F7 63 998132 11 526280 5468110 5 15.5 104.0 84.9 6 160 203.0 368 118 25.1 4.6 3.1 10.7 1.53 21.06
82F7 63 998133 11 526280 5468110 5 14.8 127.0 109 3 143 203.0 366 126 26.1 4.8 3.0 13.1 2.10 18.76
82F7 64 998134 11 527220 5469125 5 14 120.0 31.2 6 75 204.0 354 119 24.3 4.4 3.0 11.2 1.65 28.56
82F7 64 998135 11 527220 5469125 5 16.5 219.0 48.7 1 60 226.0 189 131 27.3 5.0 2.8 16.1 2.54 26.90

82F7 65 998136 11 527860 5470110 5 11.8 71.2 37.4 36 56 145.0 243 75 16.4 2.8 1.8 8.2 1.28 22.84
82F7 65 998137 11 527860 5470110 5 12.5 90.1 46.9 55 50 156.0 234 76 16.0 2.7 2.5 9.4 1.35 20.81
82F7 65 998138 11 527860 5470110 5 16.9 128.0 75.9 78 63 210.0 295 119 21.4 3.2 2.8 12.2 1.89 25.45
82F7 66 998139 11 525845 5470350 5 5 28.3 10.6 1 77 94.0 170 59 12.0 2.2 1.6 7.4 1.19 24.87
82F7 66 998140 11 525845 5470350 5 3.7 28.0 13.4 4 71 82.6 142 56 11.0 2.2 1.5 7.4 1.17 26.31

82F7 67 998142 11 523890 5470565 5 6 16.3 24.7 1 129 56.3 99 41 8.3 2.0 1.5 8.4 1.26 28.88
82F7 67 998143 11 523890 5470565 5 11.5 32.2 51.8 4 90 95.8 169 68 13.2 3.0 2.4 17.9 2.52 27.73
82F7 68 998144 11 521160 5475540 5 4.5 12.7 36.6 1 80 46.6 82 30 6.5 1.5 1.1 6.4 1.02 25.22
82F7 68 998145 11 521160 5475540 5 4.1 12.2 37.9 1 79 49.0 82 39 7.1 1.8 1.2 7.1 1.08 20.68
82F7 69 998146 11 522350 5476000 5 8.1 20.1 61.5 7 197 66.6 137 55 9.7 2.3 1.3 10.8 1.61 7.91

82F7 69 998147 11 522350 5476000 5 11.8 29.9 65.3 8 200 89.8 189 73 12.9 2.8 2.3 15.8 2.33 5.96
82F7 69 998148 11 522350 5476000 5 5.7 19.0 54.8 9 179 63.0 132 48 9.4 2.3 1.5 10.8 1.69 7.28
82F7 70 998149 11 521840 5475850 5 6.8 18.7 96.8 4 95 66.4 112 45 8.4 1.9 1.3 9.8 1.55 20.73
82F7 70 998150 11 521840 5475850 5 10.4 26.9 80.8 5 50 85.2 176 58 11.0 2.6 1.8 12.9 1.82 9.39
82F7 71 998151 11 522970 5465720 9 15.2 129.0 61.3 1 153 210.0 401 165 29.7 5.5 3.5 14.2 2.15 14.99
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Analytical Data

Se Ta Th U W Zn La Ce Nd Sm Eu Tb Yb Lu Wt
5 0.5 0.2 0.5 1 50 0.5 3 5 0.5 0.2 0.5 0.2 0.05

ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm g
Map STN ID UTMZ UTME UTMN INA INA INA INA INA INA INA INA INA INA INA INA INA INA GRAV
82F7 71 998152 11 522970 5465720 5 16.7 188.0 89 1 50 210.0 394 160 28.0 6.0 3.4 17.4 2.84 18.68
82F7 72 998153 11 523860 5461855 5 11.3 158.0 80.5 1 129 181.0 320 124 22.0 4.5 2.8 12.1 1.80 27.84
82F7 72 998154 11 523860 5461855 12 16.1 198.0 92.4 1 50 206.0 372 142 24.6 5.4 3.3 13.4 2.17 22.71
82F7 73 998155 11 533450 5464820 5 11.8 119.0 39.4 15 50 146.0 231 82 17.6 3.4 2.6 9.8 1.49 19.14
82F7 73 998156 11 533450 5464820 11 15.8 202.0 62.3 17 50 166.0 303 120 21.5 4.7 3.3 13.3 1.97 26.35

82F7 74 998158 11 535290 5465685 5 6.8 84.5 26.4 21 50 108.0 192 71 13.9 2.4 2.1 5.9 0.94 1.49
82F7 74 998159 11 535290 5465685 5 12.7 185.0 54.3 59 50 186.0 373 117 23.0 4.4 2.9 11.2 1.77 5.84
82F7 75 998160 11 536100 5466690 5 8.3 83.1 26.8 14 50 93.0 179 46 11.2 1.9 1.3 4.8 0.73 6.64
82F7 75 998162 11 536100 5466690 5 17.2 278.0 117 55 50 268.0 430 146 26.5 3.7 2.9 14.9 2.27 18.74
82F7 75 998163 11 536100 5466690 5 20.7 318.0 125 65 50 308.0 570 172 31.5 4.2 4.1 18.1 2.60 5.53
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FIELD AND ANALYTICAL DUPLICATES

Open File 2000 - 23

APPENDIX C

Notes ...
• INA = Thermal neutron activation by Activation Laboratories, Ancaster, Ontario.

• AAS = Aqua regia digestion-flame atomic absorption spectroscopy by Can Tech Laboratories, Calgary, Alberta.

• AAS-F = Aqua regia digestion-cold vapour-atomic absorption spectroscopy by Can Tech Laboratories, Calgary, Alberta.

• AAS-H = Aqua regia digestion-hydride generation-atomic absorption spectroscopy by Can Tech Laboratories, Calgary, Alberta.

• Values for bismuth concentrations that are in bold represent samples that were reanalyzed and the original value was replaced with the median value.
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Field and Analytical Duplicates
Element Ag Ag As As Au Ba Bi Br Ca Cd Ce Co Co Cr Cs Cu Eu F Fe Fe Hf Hg Hg Ir La LOI Lu
Units ppm ppm ppm ppm ppb ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm ppm % % ppm ppm ppb ppb ppm % ppm
Method INA AAS INA AAS-H INA INA AAS-H INA INA AAS-H INA INA AAS INA INA AAS INA ION INA AAS INA INA AAS-F INA INA ASH INA
Field Duplicates
Sample ID STA
998017 1 -5 0.2 15.1 8.5 36.0 410 0.7 9.4 6 1.5 63 25 12 204 2 27 2.0 120 6.64 1.80 9 -1 30 -5 28.2 4.8 0.78
998018 2 -5 0.3 14.5 9.3 223.0 500 1.0 8.2 6 0.2 61 25 14 209 2 28 2.2 120 6.61 1.90 9 -1 40 -5 29.1 7.1 0.78

998032 1 -5 0.2 4.4 4.5 1080.0 570 0.3 -0.5 3 0.2 165 23 14 82 3 36 2.2 340 6.00 1.60 26 -1 20 -5 88.7 1.1 0.84
998033 2 -5 0.2 4.4 2.8 159.0 500 0.4 -0.5 2 0.6 151 21 13 80 2 27 2.2 330 5.44 1.70 24 -1 30 -5 82.9 2.3 0.84

998063 1 -5 0.2 -0.5 1.6 -2.0 640 1.2 -0.5 -1 0.2 575 7 4 29 2 8 2.7 300 6.10 1.40 51 -1 20 -5 463.0 2.0 1.20
998064 2 -5 0.2 2.0 1.5 7.0 710 2.9 8.9 3 0.3 454 8 5 28 3 10 2.3 290 5.19 1.60 42 -1 30 -5 334.0 5.6 1.15

998109 1 -5 0.2 2.9 1.5 -2.0 650 0.8 3.3 2 0.2 318 9 4 99 3 8 3.1 320 11.00 1.60 106 -1 20 -5 209.0 3.5 1.88
998110 2 -5 0.2 2.7 1.1 -2.0 610 0.6 3.5 2 0.2 320 9 4 98 3 6 3.0 290 11.30 1.30 104 -1 30 -5 210.0 4.8 1.95

998137 1 -5 0.2 2.5 1.6 3.0 480 0.8 -0.5 1 0.2 234 6 3 35 4 8 2.7 260 4.58 1.00 62 -1 30 -5 156.0 5.2 1.35
998138 2 -5 0.2 2.7 1.3 -2.0 730 1.5 -0.5 -1 0.2 295 6 5 62 6 9 3.2 300 6.19 1.10 91 -1 30 -5 210.0 4.1 1.89

998147 1 -5 0.2 3.5 1.7 2.0 810 0.3 8.1 -1 0.7 189 12 8 38 6 13 2.8 260 2.50 0.82 11 -1 30 -5 89.8 5.8 2.33
998148 2 -5 0.4 3.4 2.0 34.0 540 0.8 9.2 -1 0.8 132 10 10 32 6 17 2.3 240 1.95 0.84 9 -1 30 -5 63.0 9.2 1.69

998162 1 -5 -0.2 3.7 0.5 3.0 980 9.2 -0.5 6 -0.2 430 7 3 75 6 8 3.7 300 6.68 1.30 106 -1 10 -5 268.0 7.3 2.27
998163 2 -5 0.2 -0.5 0.6 -2.0 840 1.5 4.0 -1 0.2 570 7 4 48 6 9 4.2 300 6.74 1.40 109 -1 30 -5 308.0 6.8 2.60

Analytical Duplicates
998001 -5 0.5 14.5 8.2 39.0 440 1.6 9.4 5 1.7 60 26 14 204 2 28 2.0 130 6.70 1.80 9 -1 30 -5 28.2 7.6 0.81
998017 -5 0.2 15.1 8.5 36.0 410 0.7 9.4 6 1.5 63 25 12 204 2 27 2.0 120 6.64 1.80 9 -1 30 -5 28.2 4.8 0.78

998021 -5 0.2 4.5 2.5 1320.0 550 0.9 -0.5 3 0.2 155 20 15 76 2 30 2.3 290 5.47 1.70 24 -1 20 -5 86.0 1.4 0.81
998032 -5 0.2 4.4 4.5 1080.0 570 0.3 -0.5 3 0.2 165 23 14 82 3 36 2.2 340 6.00 1.60 26 -1 20 -5 88.7 1.1 0.84

998041 -5 -0.2 2.7 1.5 -2.0 650 0.3 3.5 3 1.2 100 10 9 44 3 27 1.4 300 3.15 1.60 11 -1 30 -5 57.0 4.3 0.51
998048 -5 0.2 1.0 1.5 -2.0 840 0.3 4.4 4 1.4 115 12 8 51 4 26 1.6 300 3.38 1.60 12 -1 30 -5 62.0 4.3 0.53

998061 -5 0.2 -0.5 1.9 -2.0 950 1.0 -0.5 -1 0.3 602 5 4 23 2 8 2.6 310 5.71 1.40 49 -1 10 -5 445.0 2.8 1.19
998063 -5 0.2 -0.5 1.6 -2.0 640 1.2 -0.5 -1 0.2 575 7 4 29 2 8 2.7 300 6.10 1.40 51 -1 20 -5 463.0 2.0 1.20

998081 -5 0.2 6.5 6.0 -2.0 730 0.9 4.8 1 0.3 418 11 10 130 4 24 3.0 380 4.97 2.20 54 -1 30 -5 295.0 2.7 1.70
998090 -5 0.2 7.3 6.9 -2.0 750 4.2 4.3 2 0.2 369 10 11 115 3 26 3.0 410 4.60 2.00 49 -1 30 -5 263.0 5.0 1.62

998101 -5 0.2 3.0 1.0 -2.0 630 0.3 3.6 4 0.2 297 8 4 89 3 6 3.0 370 10.90 1.50 110 -1 30 -5 210.0 4.2 1.68
998109 -5 0.2 2.9 1.5 -2.0 650 0.8 3.3 2 0.2 318 9 4 99 3 8 3.1 320 11.00 1.60 106 -1 20 -5 209.0 3.5 1.88

998121 -5 0.2 4.0 1.5 -2.0 520 17.0 4.0 1 0.2 215 5 3 37 3 8 2.1 230 4.28 1.00 53 -1 30 -5 148.0 2.2 1.37
998137 -5 0.2 2.5 1.6 3.0 480 0.8 -0.5 1 0.2 234 6 3 35 4 8 2.7 260 4.58 1.00 62 -1 30 -5 156.0 5.2 1.35

998141 -5 0.2 3.5 1.5 52.0 570 2.2 19.6 4 0.2 111 5 3 25 8 8 1.8 200 1.85 0.65 6 -1 30 -5 65.0 5.1 1.51
998147 -5 0.2 3.5 1.7 2.0 810 0.3 8.1 -1 0.7 189 12 8 38 6 13 2.8 260 2.50 0.82 11 -1 30 -5 89.8 5.8 2.33

998161 -5 0.2 -0.5 0.6 -2.0 -64 3.7 5.0 -1 0.2 461 7 4 34 5 7 3.6 360 5.87 1.40 85 -1 30 -5 256.0 6.7 2.23
998162 -5 -0.2 3.7 0.5 3.0 980 9.2 -0.5 6 -0.2 430 7 3 75 6 8 3.7 300 6.68 1.30 106 -1 10 -5 268.0 7.3 2.27
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Field and Analytical Duplicates
Element Mn Mo Mo Na Nd Ni Ni Pb Rb Sb Sb Sc Se Sm Sn Sn Sr Ta Tb Th U V W Yb Zn Zn
Units ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm
Method AAS INA AAS INA INA INA AAS AAS INA INA AAS-H INA INA INA INA NAI INA INA INA INA INA AAS INA INA INA AAS
Field Duplicates
Sample ID STA
998017 1 432 5 3 1.72 28 -49 24 23 -15 1.4 0.6 33.4 -3 7.2 -0.01 1 -0.05 -0.5 1.2 6.2 3.5 53 -1 5.0 113 51
998018 2 471 -1 1 1.74 27 -50 25 20 -15 1.5 0.6 34.6 -3 7.2 -0.01 1 -0.05 -0.5 1.2 7.0 2.5 54 -1 5.2 193 47

998032 1 193 -1 1 1.65 53 -36 21 13 55 -0.1 -0.2 16.0 -3 10.5 -0.01 1 -0.05 3.1 0.9 23.6 7.5 24 3 5.6 144 26
998033 2 196 -1 1 1.49 45 -31 22 14 43 0.3 -0.2 14.8 -3 9.7 -0.01 1 -0.05 3.3 1.1 22.0 7.5 25 4 5.6 61 32

998063 1 224 -1 1 2.78 145 -34 4 6 78 -0.1 -0.2 8.0 -3 23.5 -0.01 1 -0.05 6.0 2.3 176.0 21.9 31 -1 7.6 52 26
998064 2 392 -1 2 2.66 114 -47 6 7 84 -0.1 -0.2 8.8 -3 18.1 -0.01 1 -0.05 5.2 2.0 140.0 21.2 31 -1 7.0 83 37

998109 1 164 -1 2 1.86 95 -27 4 7 78 0.4 -0.2 12.3 -3 18.2 -0.01 1 -0.05 17.1 3.1 123.0 53.5 46 34 10.7 70 19
998110 2 135 -1 1 1.80 98 -26 3 6 72 0.4 -0.2 12.5 -3 18.3 -0.01 1 -0.05 17.4 2.1 123.0 53.1 37 35 11.2 78 15

998137 1 126 -1 1 2.16 76 -28 2 5 101 0.4 -0.2 9.5 -3 16.0 -0.01 1 -0.05 12.5 2.5 90.1 46.9 26 55 9.4 -50 17
998138 2 158 -1 2 1.97 119 -35 3 7 80 0.5 -0.2 10.4 -3 21.4 -0.01 1 -0.05 16.9 2.8 128.0 75.9 28 78 12.2 63 20

998147 1 202 -1 1 1.72 73 -29 9 19 89 0.4 -0.2 7.5 -3 12.9 -0.01 1 0.07 11.8 2.3 29.9 65.3 14 8 15.8 200 85
998148 2 283 -1 1 1.61 48 -24 11 22 99 -0.1 -0.2 6.5 -3 9.4 -0.01 1 0.06 5.7 1.5 19.0 54.8 15 9 10.8 179 107

998162 1 199 -1 2 3.21 146 -47 3 6 119 -0.1 -0.2 13.7 -3 26.5 -0.02 1 0.06 17.2 2.9 278.0 117.0 32 55 14.9 -50 21
998163 2 186 -1 3 2.82 172 -45 4 7 116 -0.1 -0.2 12.4 -3 31.5 -0.02 1 -0.05 20.7 4.1 318.0 125.0 31 65 18.1 -50 20

Analytical Duplicates
998001 436 4 4 1.77 26 -55 24 38 -15 1.4 -0.2 32.9 -3 7.3 -0.02 1 -0.05 -0.5 1.3 6.9 3.2 52 -1 5.4 110 51
998017 432 5 3 1.72 28 -49 24 23 -15 1.4 0.6 33.4 -3 7.2 -0.01 1 -0.05 -0.5 1.2 6.2 3.5 53 -1 5.0 113 51

998021 194 -1 1 1.58 50 -36 22 35 51 -0.1 -0.2 15.6 -3 10.0 -0.01 1 -0.05 2.9 1.2 23.2 7.9 27 4 5.4 116 28
998032 193 -1 1 1.65 53 -36 21 13 55 -0.1 -0.2 16.0 -3 10.5 -0.01 1 -0.05 3.1 0.9 23.6 7.5 24 3 5.6 144 26

998041 288 -1 1 2.21 32 -32 15 7 73 -0.1 -0.2 15.6 -3 7.2 -0.01 -1 -0.05 2.0 0.8 16.0 6.0 32 3 3.4 -50 51
998048 269 -1 2 2.40 34 -36 14 6 53 0.1 -0.2 17.3 -3 8.0 -0.01 1 -0.05 2.0 0.9 18.0 6.3 29 -1 3.7 97 49

998061 227 -1 2 2.69 136 -34 4 5 69 -0.1 -0.2 7.8 -3 22.9 -0.01 1 -0.05 5.2 2.6 170.0 23.3 32 3 7.1 50 27
998063 224 -1 1 2.78 145 -34 4 6 78 -0.1 -0.2 8.0 -3 23.5 -0.01 1 -0.05 6.0 2.3 176.0 21.9 31 -1 7.6 52 26

998081 540 -1 1 1.81 129 -35 17 10 131 -0.1 -0.2 10.2 -3 29.8 -0.01 1 -0.05 9.9 3.7 146.0 29.7 34 16 11.8 118 46
998090 544 -1 2 1.72 116 -32 16 9 119 0.4 -0.2 9.8 -3 26.0 -0.01 1 -0.05 7.9 3.3 129.0 27.6 35 15 10.1 86 45

998101 144 -1 3 1.93 97 -29 3 6 70 0.4 -0.2 12.4 -3 19.6 -0.01 2 -0.05 19.4 3.0 124.0 52.7 43 33 11.5 61 17
998109 164 -1 2 1.86 95 -27 4 7 78 0.4 -0.2 12.3 -3 18.2 -0.01 1 -0.05 17.1 3.1 123.0 53.5 46 34 10.7 70 19

998121 129 -1 4 2.06 64 -23 2 6 92 0.3 -0.2 9.0 -3 14.8 -0.01 1 -0.05 12.0 2.2 87.2 37.5 24 50 8.1 -50 18
998137 126 -1 1 2.16 76 -28 2 5 101 0.4 -0.2 9.5 -3 16.0 -0.01 1 -0.05 12.5 2.5 90.1 46.9 26 55 9.4 -50 17

998141 216 -1 1 2.39 50 -23 3 19 103 0.4 -0.2 7.1 -3 8.2 -0.01 1 0.07 6.1 1.4 18.1 98.8 16 7 10.3 66 31
998147 202 -1 1 1.72 73 -29 9 19 89 0.4 -0.2 7.5 -3 12.9 -0.01 1 0.07 11.8 2.3 29.9 65.3 14 8 15.8 200 85

998161 195 -1 3 2.97 115 -50 4 8 107 -0.1 -0.2 11.6 -3 26.2 -0.02 1 -0.05 16.9 -0.5 284.0 100.0 37 45 14.4 -50 22
998162 199 -1 2 3.21 146 -47 3 6 119 -0.1 -0.2 13.7 -3 26.5 -0.02 1 0.06 17.2 2.9 278.0 117.0 32 55 14.9 -50 21
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SIZE FRACTION GEOCHEMISTRY

Open File 2000 - 23

APPENDIX D

Note ...
• ARMS = Aqua regia-inductively coupled mass spectroscopy.
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Size Fraction Geochemistry
Element Ag Al As Au B Ba Bi Ca Cd Co Cr Cu Fe Ga Hg K La Mg Mn
Units ppb % ppm ppb ppm ppm ppm % ppm ppm ppm ppm % ppm ppb % ppm % ppm
Method ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS
Sample ID Stn. MED STA
998002-80 1 S 0 25 1.19 2.6 -1 1 124.3 0.18 0.55 0.07 13.9 43.5 23.10 2.39 4.7 10 0.30 13.9 0.85 403
998003-80 1 M 0 32 1.11 4.0 3 -1 111.5 0.21 0.66 0.07 14.0 44.0 24.60 2.67 4.5 5 0.28 19.9 0.71 433
998010-80 5 S 0 231 1.11 1.3 1 1 114.1 0.34 0.53 0.23 6.3 9.1 20.63 2.50 4.4 48 0.15 66.8 0.33 904
998011-80 5 M 0 243 1.19 1.5 8 -1 122.3 0.37 0.56 0.21 6.7 11.8 25.36 2.47 4.5 83 0.22 71.5 0.41 1146
998016-80 8 S 0 262 1.44 12.6 7 -1 121.3 1.18 0.65 0.35 15.5 55.1 24.86 2.51 4.5 38 0.04 9.2 0.87 513

998017-80 8 M 1 260 1.24 11.1 13 1 98.5 1.66 0.64 1.40 14.4 52.9 24.45 2.45 3.6 49 0.05 8.8 0.67 531
998018-80 8 M 2 162 1.25 9.8 27 1 98.3 1.07 0.64 0.26 14.7 52.3 26.11 2.39 3.7 43 0.05 7.8 0.68 565
998023-80 10 S 0 84 1.39 15.0 3 1 80.8 0.56 0.68 0.13 14.7 54.3 36.58 2.34 4.3 28 0.04 8.9 0.77 400
998024-80 10 M 0 100 1.15 10.4 4 1 62.1 0.56 0.62 0.20 12.9 57.9 29.95 2.53 3.6 30 0.05 8.2 0.62 367
998028-80 12 M 0 113 0.91 1.3 36 1 64.9 0.15 0.33 13.84 5.4 11.6 10.60 1.30 3.5 52 0.12 20.4 0.24 671

998031-80 14 S 0 34 0.81 1.9 -1 -1 63.9 0.18 0.35 0.38 13.0 26.4 24.32 2.13 3.2 15 0.13 18.8 0.57 380
998032-80 14 M 0 908 0.63 4.3 3068 -1 51.2 0.69 0.49 0.06 19.4 23.5 36.41 2.59 2.9 13 0.09 23.3 0.41 337
998037-80 16 S 0 21 0.74 1.2 2 -1 69.0 0.45 0.21 0.74 7.6 11.8 15.31 1.31 2.9 13 0.14 13.0 0.37 292
998038-80 16 M 0 34 0.79 1.5 5 -1 71.0 0.60 0.31 6.61 8.8 12.3 17.72 1.57 3.1 11 0.16 19.2 0.38 311
998042-80 18 S 0 18 0.64 0.9 2 -1 65.9 0.20 0.24 1.09 7.0 10.5 13.07 1.19 2.5 11 0.13 11.2 0.34 263

998043-80 18 M 0 33 0.82 3.8 46 -1 81.3 10.29 0.40 0.15 9.1 14.1 18.33 1.82 3.3 14 0.16 26.3 0.41 340
998059-80 26 S 0 88 1.06 2.9 2 1 76.1 0.30 0.44 0.40 9.2 25.2 26.90 1.80 3.9 29 0.08 15.4 0.44 419
998060-80 26 M 0 69 0.89 2.6 12 -1 62.3 0.38 0.45 0.38 8.7 26.4 23.01 2.00 3.4 24 0.07 21.0 0.37 329
998067-80 29 S 0 171 0.83 1.8 -1 -1 79.0 2.60 0.28 0.11 5.7 13.9 7.91 1.53 3.3 21 0.16 30.9 0.31 501
998068-80 29 M 0 25 0.61 1.6 1 -1 54.4 0.58 0.42 0.11 5.4 20.5 7.21 2.95 3.3 22 0.11 70.9 0.21 441

998087-80 38 S 0 50 1.16 9.6 1 -1 99.1 0.67 0.36 0.13 12.1 35.0 18.02 2.89 5.4 26 0.29 42.4 0.60 806
998088-80 38 M 0 63 0.83 7.8 -1 -1 73.9 1.31 0.42 0.10 11.3 36.2 16.62 3.28 4.4 31 0.21 54.1 0.41 624
998125-80 60 S 0 44 0.42 1.2 -1 1 22.8 5.75 0.09 0.12 1.2 2.4 18.94 0.58 2.2 11 0.04 23.8 0.06 143
998126-80 60 M 0 70 0.44 1.5 -1 1 24.9 6.94 0.14 0.16 1.8 9.0 22.75 1.59 3.1 14 0.05 42.6 0.06 252
998140-80 66 M 0 66 0.55 11.4 2 -1 53.8 2.19 0.31 0.21 4.4 11.8 9.71 2.48 3.2 20 0.15 25.2 0.18 442

998002-230 1 S 0 37 1.40 3.8 1 1 148.9 0.30 0.88 0.10 14.7 45.0 26.16 2.71 4.9 15 0.33 22.0 0.92 510
998003-230 1 M 0 35 1.10 3.5 7 1 114.1 0.27 0.89 0.12 12.3 33.8 23.86 2.34 4.1 18 0.27 26.7 0.63 481
998010-230 5 S 0 344 1.49 1.7 4 2 171.4 0.52 0.78 0.58 7.2 15.7 29.28 2.75 5.1 89 0.17 108.1 0.32 1366
998011-230 5 M 0 361 1.53 1.9 29 1 171.6 0.54 0.78 0.42 7.4 14.3 31.49 2.64 5.0 104 0.23 106.3 0.35 1398
998017-230 8 M 1 331 1.34 12.0 390 1 131.0 1.32 0.74 2.10 14.7 44.1 27.98 2.21 3.7 60 0.07 11.7 0.60 672

998018-230 8 M 2 193 1.23 10.9 20 1 118.1 1.09 0.68 0.43 13.5 41.1 26.78 2.02 3.4 62 0.06 11.3 0.54 647
998023-230 10 S 0 105 1.41 14.6 5 1 98.7 0.70 0.76 0.17 13.5 45.7 36.90 2.28 3.9 40 0.05 10.5 0.68 421
998024-230 10 M 0 120 1.38 13.4 4 1 92.2 0.97 0.78 0.16 13.6 47.4 35.65 2.31 3.9 48 0.07 12.2 0.63 464
998028-230 12 M 0 211 1.42 1.7 2 2 115.1 0.24 0.59 26.31 7.7 15.8 18.25 1.81 4.8 103 0.17 35.8 0.34 1185
998031-230 14 S 0 88 1.01 2.9 2 -1 81.2 0.25 0.56 0.69 15.2 33.2 34.43 2.62 3.8 15 0.13 27.8 0.69 472

998032-230 14 M 0 73 0.76 3.2 2 -1 65.2 0.39 0.68 0.11 16.1 24.2 37.24 2.52 3.0 13 0.11 31.8 0.49 403
998037-230 16 S 0 31 0.90 1.6 -1 -1 84.2 1.06 0.35 1.63 8.8 13.2 18.94 1.57 3.3 18 0.17 19.7 0.41 378
998038-230 16 M 0 31 0.89 1.6 2 -1 76.9 0.74 0.42 8.34 8.5 15.0 18.73 1.66 3.3 15 0.18 26.2 0.39 353
998042-230 18 S 0 26 0.77 1.3 1 -1 78.9 0.67 0.39 1.52 7.5 11.3 16.52 1.46 2.9 11 0.15 17.5 0.38 327
998043-230 18 M 0 29 0.95 1.7 14 1 91.1 1.22 0.54 0.17 9.0 15.8 21.09 1.91 3.7 8 0.18 35.9 0.45 394

998059-230 26 S 0 132 1.51 4.2 2 3 113.7 0.64 0.72 0.63 11.5 32.1 39.23 2.25 5.0 47 0.12 23.4 0.53 644
998060-230 26 M 0 103 1.24 3.3 242 1 88.3 0.36 0.70 0.52 9.6 29.1 29.58 2.07 4.1 41 0.10 25.5 0.49 420
998067-230 29 S 0 39 1.06 2.6 1 1 99.6 0.43 0.42 0.14 6.8 14.7 12.57 1.56 3.5 30 0.17 39.1 0.34 615
998068-230 29 M 0 24 0.71 2.1 -1 1 63.5 1.10 0.49 0.12 5.1 14.3 7.93 1.59 2.7 37 0.12 73.0 0.23 536
998087-230 38 S 0 65 1.40 8.3 2 1 118.6 1.01 0.47 0.20 14.8 34.5 23.35 2.94 5.7 59 0.24 48.1 0.60 1184

998088-230 38 M 0 65 0.88 7.4 1 1 81.1 1.48 0.54 0.10 11.4 36.3 22.07 2.65 3.8 33 0.18 62.2 0.39 742
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Size Fraction Geochemistry

Element Ag Al As Au B Ba Bi Ca Cd Co Cr Cu Fe Ga Hg K La Mg Mn
Units ppb % ppm ppb ppm ppm ppm % ppm ppm ppm ppm % ppm ppb % ppm % ppm
Method ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS
Sample ID Stn. MED STA
998125-230 60 S 0 134 0.61 1.7 -1 1 32.7 5.28 0.16 0.17 1.4 6.4 23.94 0.73 2.9 13 0.06 50.8 0.08 183
998126-230 60 M 0 120 0.78 2.4 5 2 44.2 8.61 0.23 0.36 2.3 4.3 36.48 1.06 3.7 34 0.08 64.1 0.10 388
998140-230 66 M 0 55 0.69 13.6 3 2 65.2 0.75 0.33 0.28 4.1 9.0 10.60 1.51 2.9 21 0.18 28.5 0.21 449

Element Mo Na Ni P Pb S Sb Se Sr Te Th Ti Tl U V W Zn Wt
Units ppm % ppm % ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm g
Method ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS
Sample ID Stn. MED STA
998002-80 1 S 0 0.49 0.01 29.9 0.15 4.93 0.02 0.07 0.2 29.0 -0.02 5.0 0.11 0.14 0.9 45 0.2 47.4 1.0
998003-80 1 M 0 0.57 0.01 27.1 0.20 6.25 0.04 0.07 0.3 32.3 0.02 8.0 0.11 0.14 5.6 50 1.2 45.0 1.0
998010-80 5 S 0 0.34 0.01 10.3 0.07 10.46 0.03 0.19 0.4 71.8 0.02 4.9 0.04 0.15 4.4 37 0.2 101.2 1.0
998011-80 5 M 0 0.38 0.01 12.3 0.08 10.43 -0.01 0.17 1.2 78.2 -0.02 6.0 0.07 0.19 4.8 42 0.3 109.2 0.2
998016-80 8 S 0 1.53 0.01 28.2 0.06 27.43 0.02 0.54 0.4 17.3 0.09 2.5 0.29 0.03 0.7 71 -0.2 53.5 1.0

998017-80 8 M 1 1.47 0.01 24.8 0.07 28.28 0.05 0.49 0.4 16.0 0.04 2.1 0.28 0.03 0.6 73 -0.2 46.8 1.0
998018-80 8 M 2 2.29 0.01 25.3 0.07 18.91 0.05 0.47 0.3 16.0 0.05 1.8 0.28 0.03 0.6 71 0.6 47.5 1.0
998023-80 10 S 0 0.85 0.02 28.0 0.07 12.05 0.01 0.66 0.3 22.2 0.07 2.1 0.27 0.03 0.7 70 0.3 41.8 1.0
998024-80 10 M 0 0.94 0.02 24.2 0.07 12.09 0.02 0.57 0.5 18.8 -0.02 1.9 0.24 0.02 0.6 76 0.3 36.9 1.0
998028-80 12 M 0 0.40 0.01 7.5 0.05 7.72 0.03 0.09 0.1 37.4 -0.02 1.4 0.06 0.14 1.8 25 -0.2 42.6 1.0

998031-80 14 S 0 0.38 0.01 26.1 0.09 6.64 0.08 0.05 0.3 26.1 0.02 6.4 0.08 0.11 1.1 30 -0.2 48.8 1.0
998032-80 14 M 0 0.52 0.01 24.3 0.14 16.97 0.24 0.07 0.4 29.5 0.21 8.0 0.08 0.12 5.9 37 0.8 40.5 1.0
998037-80 16 S 0 0.53 0.01 10.1 0.05 4.24 0.01 0.06 0.1 15.7 0.03 3.8 0.07 0.10 0.9 25 -0.2 30.3 1.0
998038-80 16 M 0 0.60 0.01 11.1 0.08 5.65 0.01 0.09 0.1 20.4 0.04 5.4 0.07 0.11 1.2 30 1.7 35.8 1.0
998042-80 18 S 0 0.44 0.01 8.5 0.06 3.62 0.01 0.05 0.1 14.7 -0.02 3.9 0.06 0.08 0.7 23 0.5 24.9 1.0

998043-80 18 M 0 0.64 0.01 10.9 0.11 6.16 0.03 0.08 0.3 22.3 0.04 8.1 0.08 0.09 1.7 37 1.5 33.1 1.0
998059-80 26 S 0 2.45 0.01 20.7 0.06 6.93 0.02 0.06 0.8 18.2 0.03 6.2 0.07 0.07 1.4 42 0.3 46.0 1.0
998060-80 26 M 0 1.77 0.01 19.6 0.08 6.17 0.02 0.07 0.7 17.9 0.02 9.5 0.07 0.04 1.4 48 0.5 40.0 1.0
998067-80 29 S 0 1.79 0.01 6.6 0.08 4.29 0.01 0.03 0.3 12.7 0.02 19.0 0.08 0.12 6.2 35 0.5 40.8 1.0
998068-80 29 M 0 1.63 0.01 6.2 0.15 4.65 0.01 0.04 -0.1 13.9 0.03 61.5 0.06 0.09 14.1 65 20.3 33.0 1.0

998087-80 38 S 0 1.36 0.01 19.7 0.12 12.56 0.14 0.11 -0.1 21.7 0.08 19.3 0.12 0.21 7.1 47 1.2 69.0 1.0
998088-80 38 M 0 1.05 0.01 19.3 0.15 11.49 0.32 0.11 0.1 20.6 0.09 36.7 0.09 0.15 12.9 55 4.4 49.9 1.0
998125-80 60 S 0 6.28 0.00 0.8 0.03 6.97 0.01 0.07 0.2 5.6 0.03 9.0 0.03 0.06 24.5 9 37.6 24.8 1.0
998126-80 60 M 0 7.69 0.00 1.3 0.05 8.11 0.02 0.07 0.2 8.6 -0.02 18.6 0.02 0.06 37.9 27 96.0 31.5 1.0
998140-80 66 M 0 0.48 0.01 4.1 0.11 29.12 0.01 0.18 0.2 21.0 -0.02 10.1 0.06 0.12 4.2 58 0.5 46.8 1.0

998002-230 1 S 0 0.72 0.02 34.7 0.27 6.17 0.01 0.15 0.3 41.4 0.04 6.5 0.11 0.16 1.5 49 0.3 53.7 1.0
998003-230 1 M 0 0.63 0.02 25.1 0.30 6.32 0.01 0.11 -0.1 39.6 -0.02 8.7 0.10 0.14 1.9 41 0.8 44.5 1.0
998010-230 5 S 0 0.56 0.01 15.9 0.11 13.81 0.01 0.25 0.5 112.8 0.02 6.0 0.04 0.19 7.5 39 0.3 130.5 0.5
998011-230 5 M 0 0.62 0.01 18.3 0.11 13.55 0.02 0.26 0.4 114.5 -0.02 5.6 0.05 0.19 7.1 39 0.3 143.2 0.5
998017-230 8 M 1 2.06 0.01 25.4 0.09 25.87 0.03 0.55 0.2 20.7 0.04 2.7 0.26 0.04 0.8 69 0.3 53.9 1.0

998018-230 8 M 2 1.42 0.01 22.9 0.08 22.02 0.03 0.54 0.4 18.8 0.02 2.5 0.24 0.04 0.8 62 0.3 47.8 1.0
998023-230 10 S 0 0.92 0.02 27.4 0.08 13.17 0.01 0.67 0.5 26.2 0.03 2.6 0.24 0.03 0.8 69 0.5 41.8 1.0
998024-230 10 M 0 1.30 0.02 26.1 0.09 13.95 0.03 0.71 0.1 25.3 0.07 3.2 0.24 0.05 1.2 72 0.5 43.6 1.0
998028-230 12 M 0 0.99 0.01 12.9 0.09 10.87 0.06 0.11 0.2 66.1 0.03 1.7 0.07 0.20 3.5 32 0.2 63.2 1.0
998031-230 14 S 0 0.73 0.01 32.5 0.14 10.10 0.09 0.06 -0.1 38.6 0.04 7.3 0.08 0.11 1.7 37 0.6 56.9 1.0

998032-230 14 M 0 0.92 0.02 27.0 0.21 14.93 0.15 0.06 0.1 39.9 0.02 9.6 0.08 0.09 2.5 39 1.0 47.4 1.0
998037-230 16 S 0 0.76 0.01 15.2 0.09 5.96 -0.01 0.07 0.2 23.0 -0.02 5.6 0.07 0.11 1.4 29 0.5 37.3 1.0
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Size Fraction Geochemistry
Element Mo Na Ni P Pb S Sb Se Sr Te Th Ti Tl U V W Zn Wt
Units ppm % ppm % ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm g
Method ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS ARMS
Sample ID Stn. MED STA
998038-230 16 M 0 0.71 0.01 13.4 0.11 6.34 0.01 0.09 0.2 25.3 0.04 6.5 0.07 0.11 1.7 33 0.8 39.8 1.0
998042-230 18 S 0 0.73 0.01 12.0 0.11 5.21 -0.01 0.05 0.2 21.7 0.06 6.2 0.07 0.09 1.1 29 0.6 29.9 1.0
998043-230 18 M 0 0.72 0.02 13.4 0.16 6.74 0.01 0.09 -0.1 28.7 0.03 12.0 0.08 0.10 3.1 40 2.0 38.2 1.0
998059-230 26 S 0 2.62 0.02 33.0 0.10 9.73 -0.01 0.11 1.5 28.7 0.03 8.6 0.08 0.10 2.4 51 1.5 59.7 0.5
998060-230 26 M 0 2.26 0.02 25.8 0.11 7.89 0.02 0.09 0.9 26.3 0.03 10.1 0.07 0.07 2.1 48 2.0 52.1 1.0

998067-230 29 S 0 2.25 0.02 12.0 0.11 5.76 -0.01 0.02 0.1 18.7 0.03 18.3 0.08 0.12 8.6 36 3.0 49.1 1.0
998068-230 29 M 0 1.61 0.02 7.1 0.16 4.85 0.01 0.02 -0.1 17.2 0.02 40.6 0.06 0.08 12.7 39 11.4 33.0 1.0
998087-230 38 S 0 1.91 0.01 22.6 0.15 19.71 0.14 0.12 0.3 31.7 0.08 20.2 0.10 0.21 8.8 44 2.1 80.2 1.0
998088-230 38 M 0 1.55 0.01 21.5 0.20 13.33 0.27 0.09 0.2 26.1 0.06 31.2 0.08 0.13 12.8 44 4.6 48.4 1.0
998125-230 60 S 0 8.20 0.01 1.3 0.06 9.76 -0.01 0.14 0.1 9.4 -0.02 19.8 0.03 0.07 38.8 11 88.2 30.0 1.0

998126-230 60 M 0 12.34 0.01 2.0 0.08 13.60 0.02 0.09 0.3 15.3 -0.02 21.9 0.03 0.10 78.7 16 166.4 45.6 1.0
998140-230 66 M 0 0.50 0.01 4.9 0.12 30.47 -0.01 0.11 -0.1 27.0 -0.02 10.5 0.06 0.13 5.9 31 0.8 52.0 1.0
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HEAVY MINERAL CONCENTRATE GEOCHEMISTRY

Open File 2000 - 23

APPENDIX E

Notes ...
• INA and ICP = Thermal neutron activation and aqua regia digestion-inductively coupled plasma emission spectroscopy.

• Au µg = Weight of gold in -150HN fraction, standardized to 10 kg of -20 mesh field sample.

• Au (M) = Gold content of moss sediment sample collected at the same site.
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Heavy Mineral Geochemistry
Element Au Au Au(M) Ag Ag As As Sb Sb Cu Pb Zn Zn Cd Mo Mo Bi Hg Fe Fe Ni Ni
Units ppb µg ppb ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm % % ppm ppm
Method INAA INAA INAA ICP INAA ICP INAA ICP ICP ICP INAA ICP ICP INAA ICP ICP INAA INAA ICP INAA ICP

-20 mesh -150 HM -150 HP -150 HN -150 H
Sample ID STN Wt (kg) Wt (g) Wt (g) Wt (g) Wt (g)
999002 1 8.8 1.66 11.69 1.93 15.28 4530 10 25 -5 0.2 -2 15 1 -10 91 37 -200 53 -0.5 -20 4 -10 -5 3.5 1.99 -200 24
999003 2 8.8 2.25 13.64 2.61 18.50 9480 28 -2 -5 0.9 -2 -10 -1 -10 74 12 -200 78 -0.5 -20 3 -10 -5 4.7 2.66 -200 31
999004 3 3.2 0.85 1.71 0.18 2.74 50 0 -2 -5 -0.2 14 -10 2 -10 35 5 -200 17 -0.5 110 -2 11 -5 3.7 0.50 -200 1
999005 5 4.8 0.60 1.49 0.80 2.89 12200 20 35 -5 7.7 13 -10 -1 -10 35 20 240 97 0.9 -20 -2 -10 -5 11.0 4.56 -200 6
999006 6 8.3 0.14 3.20 0.19 3.53 57 0 -2 -5 -0.2 -2 -10 -1 -10 39 8 -200 141 1.5 -20 -2 -10 -5 5.6 1.31 -200 12
999007 7 9.1 0.35 1.43 0.35 2.13 -5 0 -2 -5 -0.2 -2 13 -1 -10 41 6 -200 69 0.5 -20 4 17 -5 2.3 0.83 -200 5
999008 9 8.9 2.02 5.15 0.18 7.35 59600 12 75 -5 15.1 38 28 5 -10 36 3 -200 88 -0.5 -20 -2 -10 -5 4.8 1.34 -200 20
999009 10 8.3 3.05 10.83 0.72 14.60 16600 14 45 -5 15.5 258 162 10 -10 223 527 230 86 0.7 190 166 22 -5 4.4 2.16 -200 22
999010 11 7.5 0.38 2.26 0.20 2.84 18600 5 5 -5 2.5 -2 -10 2 -10 27 10 -200 86 -0.5 -20 -2 -10 -5 1.8 0.37 -200 3
999011 13 7.3 0.30 2.67 1.01 3.98 -5 0 6 -5 0.2 -2 -10 -1 -10 27 10 -200 55 -0.5 -20 -2 -10 -5 9.8 1.75 -200 8
999012 14 7.8 1.27 12.78 1.71 15.76 7610 17 1080 -5 0.8 25 24 -1 -10 168 65 -200 60 -0.5 22 -2 -10 -5 9.9 4.38 -200 55
999013 15 7.1 0.89 1.80 0.52 3.21 27 0 -2 -5 1.1 -2 70 -1 36 29 10 -200 124 1.4 -20 3 -10 -5 1.1 1.08 -200 15
999014 16 7.3 0.63 3.01 7.12 10.76 579 6 18 -5 -0.2 17 -10 -1 -10 33 10 -200 15 -0.5 -20 -2 -10 -5 10.0 1.42 317 9
999015 18 9.1 0.96 13.64 1.21 15.81 2230 3 28 -5 -0.2 20 13 -1 -10 38 13 -200 15 -0.5 -20 -2 51 -5 2.5 0.52 -200 5
999016 24 7.7 1.07 1.66 0.34 3.07 5210 2 18 -5 -0.2 -2 -10 -1 -10 60 28 -200 29 -0.5 -20 4 60 -5 5.0 1.25 -200 7
999017 27 8.1 2.86 1.87 0.63 5.36 103 0 7 -5 -0.2 -2 11 5 -10 18 20 -200 32 -0.5 -20 3 35 -5 3.0 1.78 -200 7
999018 29 9.3 2.20 2.47 2.24 6.91 4530 11 4 -5 5.6 42 36 -1 -10 23 14 -200 31 -0.5 -20 7 37 -5 4.6 0.90 -200 7
999019 34 8.2 0.53 5.49 0.17 6.19 20 0 -2 -5 -0.2 -2 -10 -1 -10 25 19 -200 55 0.6 -20 4 141 -5 3.9 0.68 -200 6
999020 38 8.4 1.21 1.71 0.54 3.46 52 0 2 -5 -0.2 175 123 5 -10 133 127 -200 90 1.4 -20 13 60 -5 13.8 11.97 -200 148
999022 50 7.5 0.87 0.45 0.48 1.80 96 0 -2 -5 -0.2 -2 -10 -1 -10 96 42 -200 148 -0.5 -20 3 -10 -5 1.0 1.53 -200 18
999023 53 6.7 1.80 0.92 0.48 3.20 7240 5 -2 -5 -0.2 -2 -10 3 -10 21 12 -200 48 -0.5 -20 4 -10 -5 2.2 0.23 -200 2
999024 57 6.2 0.17 0.37 0.15 0.69 37 0 -2 -5 3.0 -2 11 -1 -10 23 14 -200 40 -0.5 -20 4 -10 -5 3.3 0.53 -200 3
999025 59 7.3 2.19 0.73 1.42 4.34 46 0 -2 -5 -0.2 -2 -10 2 -10 98 41 -200 101 1.7 -20 34 548 -5 1.4 0.39 -200 3
999026 65 7.6 1.58 0.98 1.38 3.94 -5 0 3 -5 -0.2 -2 -10 2 -10 21 27 -200 48 -0.5 -20 10 164 -5 0.8 0.36 -200 2
999027 69 7.6 1.10 1.45 0.27 2.82 27 0 34 -5 -0.2 -2 -10 2 -10 14 8 256 47 -0.5 -20 3 38 -5 2.0 0.24 -200 2
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Heavy Mineral Geochemistry
Element Cr Cr Co Co Mn Ba Ba W W Th U Ir V Al Mg Ca Ca Sn Sr Sr Y Be
Units ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm % % % % ppm % ppm ppm ppm
Method INAA ICP INAA ICP ICP INAA ICP INAA ICP INAA INAA INAA ICP ICP ICP INAA ICP ICP INAA ICP ICP ICP

-20 mesh -150 HM -150 HP -150 HN -150 H
Sample ID STN Wt (kg) Wt (g) Wt (g) Wt (g) Wt (g)
999002 1 8.8 1.66 11.69 1.93 15.28 92 15 40 46 152 800 58 212 79 150 73 -50 19 0.57 0.21 10 2.81 -10 -0.2 72 20 -1
999003 2 8.8 2.25 13.64 2.61 18.50 78 10 30 35 166 1100 52 154 59 217 93 -50 21 0.56 0.16 16 2.41 -10 -0.2 60 27 -1
999004 3 3.2 0.85 1.71 0.18 2.74 128 2 38 9 34 -200 27 167 19 626 211 -50 5 0.14 0.03 -2 1.08 -10 -0.2 23 13 -1
999005 5 4.8 0.60 1.49 0.80 2.89 78 7 17 11 224 530 45 148 24 209 59 -50 69 0.45 0.14 10 1.40 -10 -0.2 39 14 -1
999006 6 8.3 0.14 3.20 0.19 3.53 110 7 25 19 214 1500 51 405 121 157 157 -50 13 0.38 0.14 9 1.57 -10 -0.2 32 17 -1
999007 7 9.1 0.35 1.43 0.35 2.13 102 6 10 14 278 2000 46 934 604 1540 277 -50 15 0.44 0.13 -2 2.71 -10 -0.2 46 42 -1
999008 9 8.9 2.02 5.15 0.18 7.35 731 39 24 35 162 -200 113 294 86 248 153 -50 156 0.83 0.38 10 2.81 -10 -0.2 27 39 -1
999009 10 8.3 3.05 10.83 0.72 14.60 483 32 30 29 154 1400 85 418 145 204 122 -50 86 0.83 0.36 13 3.03 -10 -0.2 43 37 -1
999010 11 7.5 0.38 2.26 0.20 2.84 -10 6 12 10 113 -200 28 299 40 90 156 -50 23 0.28 0.06 17 1.47 -10 -0.2 29 32 -1
999011 13 7.3 0.30 2.67 1.01 3.98 106 12 20 16 343 -200 33 -4 -10 79 20 -50 32 0.68 0.24 12 1.41 -10 -0.2 68 11 -1
999012 14 7.8 1.27 12.78 1.71 15.76 131 16 98 97 274 650 34 46 12 113 47 -50 20 0.47 0.30 6 1.13 -10 -0.2 56 15 -1
999013 15 7.1 0.89 1.80 0.52 3.21 148 14 -5 2 256 3900 553 476 12 2890 529 -50 31 0.82 1.47 -2 12.59 -10 -0.2 146 11 -1
999014 16 7.3 0.63 3.01 7.12 10.76 97 5 36 23 138 -200 18 52 -10 134 43 -50 11 0.29 0.10 11 0.45 -10 -0.2 21 7 -1
999015 18 9.1 0.96 13.64 1.21 15.81 54 3 15 10 49 -200 24 312 122 314 156 -50 6 0.17 0.05 -2 1.03 -10 -0.2 19 11 -1
999016 24 7.7 1.07 1.66 0.34 3.07 25 6 25 14 136 -200 19 287 149 1820 1740 -50 11 0.28 0.07 25 3.03 -10 -0.2 43 80 -1
999017 27 8.1 2.86 1.87 0.63 5.36 -10 9 13 11 294 -200 45 145 37 3210 278 -50 21 0.55 0.19 13 4.12 -10 -0.3 66 186 -1
999018 29 9.3 2.20 2.47 2.24 6.91 74 12 22 7 241 2000 44 663 289 2250 421 -50 20 0.54 0.22 19 1.67 -10 -0.2 24 76 -1
999019 34 8.2 0.53 5.49 0.17 6.19 122 8 22 7 183 1900 37 207 190 143 127 -50 12 0.30 0.09 -2 2.19 -10 -0.2 33 98 -1
999020 38 8.4 1.21 1.71 0.54 3.46 221 23 94 103 337 2500 45 283 113 2020 514 -50 26 0.64 0.35 -5 1.95 -10 -0.2 30 71 -1
999022 50 7.5 0.87 0.45 0.48 1.80 70 12 8 20 275 4700 57 716 -10 2050 733 -50 17 0.43 0.17 20 1.61 -10 -0.2 47 32 -1
999023 53 6.7 1.80 0.92 0.48 3.20 -10 4 12 2 135 3000 19 891 188 1890 760 -50 14 0.21 0.08 -2 4.26 -10 -0.2 38 58 -1
999024 57 6.2 0.17 0.37 0.15 0.69 -10 5 -5 4 214 -200 25 30200 397 6310 429 -50 20 0.33 0.15 -2 5.04 -10 -0.2 56 79 -1
999025 59 7.3 2.19 0.73 1.42 4.34 -10 7 -5 2 207 -200 33 2070 9297 2060 361 -50 7 0.40 0.04 -2 1.70 -10 -0.2 22 130 -1
999026 65 7.6 1.58 0.98 1.38 3.94 35 3 7 2 150 2200 19 1080 1142 1070 309 -50 4 0.25 0.05 -2 0.90 -10 -0.2 14 78 -1
999027 69 7.6 1.10 1.45 0.27 2.82 105 4 12 2 100 2300 19 681 525 322 290 -50 9 0.23 0.07 16 2.80 -10 -0.2 28 52 -1
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Heavy Mineral Geochemistry
Element Br Na Na K Ti Hf Se Sc Sc Zr Rb Cs La Ce Sm Eu Nd Ta Tb Yb Lu P S
Units ppm % % % % ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm
Method INAA INAA ICP ICP ICP INAA INAA INAA ICP ICP INAA INAA INAA INAA INAA INAA INAA INAA INAA INAA INAA ICP ICP

-20 mesh -150 HM -150 HP -150 HN -150 H
Sample ID STN Wt (kg) Wt (g) Wt (g) Wt (g) Wt (g)
999002 1 8.8 1.66 11.69 1.93 15.28 37 1.29 0.03 0.13 0.10 575 -20 45 9 3 -50 -2 353 530 38 8 200 21 5 37 7 9436 10800
999003 2 8.8 2.25 13.64 2.61 18.50 42 1.48 0.03 0.08 0.14 693 46 53 9 5 -50 -2 477 963 74 20 413 42 10 63 11 7653 22180
999004 3 3.2 0.85 1.71 0.18 2.74 72 1.73 0.03 0.03 0.04 1140 51 57 -1 2 -55 -2 1380 2470 147 20 873 30 12 77 12 3863 3842
999005 5 4.8 0.60 1.49 0.80 2.89 46 0.98 0.02 0.07 0.04 383 -20 61 6 5 -50 4 628 1020 54 12 298 25 6 37 7 5066 7741
999006 6 8.3 0.14 3.20 0.19 3.53 72 1.45 0.05 0.08 0.07 1040 -20 66 5 3 -50 -2 237 470 36 8 184 27 4 82 16 5631 8682
999007 7 9.1 0.35 1.43 0.35 2.13 45 1.95 0.05 0.06 0.09 1300 -20 46 7 4 -50 -2 2740 4060 183 25 1220 43 15 105 21 9660 3674
999008 9 8.9 2.02 5.15 0.18 7.35 100 0.63 0.08 0.03 1.30 697 44 62 13 20 -50 -2 351 954 102 22 461 50 13 95 17 3044 4384
999009 10 8.3 3.05 10.83 0.72 14.60 70 0.58 0.03 0.03 0.44 741 -20 49 10 4 -50 3 360 802 86 19 413 46 12 86 16 4303 12300
999010 11 7.5 0.38 2.26 0.20 2.84 74 1.32 0.05 0.04 0.39 1010 36 29 3 5 -50 -2 250 752 151 49 591 94 26 152 25 3658 902
999011 13 7.3 0.30 2.67 1.01 3.98 42 0.41 0.04 0.09 0.07 71 -20 79 5 2 -50 -2 328 535 45 11 229 14 4 15 2 3311 1011
999012 14 7.8 1.27 12.78 1.71 15.76 47 0.66 0.03 0.07 0.07 195 -20 44 3 5 -50 -2 449 761 52 11 286 17 6 24 4 2860 19951
999013 15 7.1 0.89 1.80 0.52 3.21 63 2.30 0.14 0.19 -0.01 1480 47 49 7 8 -50 -2 4980 7320 378 30 2220 66 31 139 29 500 299
999014 16 7.3 0.63 3.01 7.12 10.76 30 0.53 0.02 0.04 0.03 226 -20 79 2 1 -50 5 474 806 44 11 260 11 6 28 4 787 1085
999015 18 9.1 0.96 13.64 1.21 15.81 22 1.37 0.01 0.03 0.04 1250 24 43 1 2 -50 -2 595 773 44 9 212 29 7 59 12 3626 2717
999016 24 7.7 1.07 1.66 0.34 3.07 72 1.62 0.03 0.04 0.06 1960 -20 51 2 4 -50 -2 3360 4650 198 28 1220 64 15 119 16 11784 7756
999017 27 8.1 2.86 1.87 0.63 5.36 10 2.31 0.04 0.08 0.04 1400 47 53 4 3 -50 -2 6490 9100 352 33 2740 45 31 150 24 15851 3238
999018 29 9.3 2.20 2.47 2.24 6.91 52 2.20 0.04 0.11 0.05 683 -20 43 3 2 -50 -2 3370 5490 247 23 1670 76 19 77 12 5654 612
999019 34 8.2 0.53 5.49 0.17 6.19 96 1.25 0.03 0.03 0.06 757 26 37 4 4 -50 -2 338 793 89 27 408 51 15 94 15 8201 2459
999020 38 8.4 1.21 1.71 0.54 3.46 74 0.66 0.03 0.21 0.10 1470 65 45 5 12 -50 -2 3030 4780 246 30 1760 89 28 126 20 6817 87115
999022 50 7.5 0.87 0.45 0.48 1.80 41 1.11 0.06 0.08 0.24 3780 -20 35 4 10 -50 -2 987 2340 182 33 1030 166 25 245 54 4974 6040
999023 53 6.7 1.80 0.92 0.48 3.20 -5 1.30 0.03 0.04 0.08 2610 -20 44 4 4 -50 -2 1930 3280 227 32 1130 136 25 204 42 16030 216
999024 57 6.2 0.17 0.37 0.15 0.69 -5 3.19 0.04 0.06 0.08 382 -20 24 9 4 -50 -2 12700 21200 1080 51 6780 176 70 90 10 18620 286
999025 59 7.3 2.19 0.73 1.42 4.34 -5 3.05 0.05 0.05 0.03 1200 -20 15 9 2 -50 6 4600 6010 310 17 1980 146 26 48 7 6126 575
999026 65 7.6 1.58 0.98 1.38 3.94 -5 1.79 0.02 0.04 0.02 1310 -20 16 3 1 -50 -2 1150 1940 131 21 753 71 16 98 21 3482 119
999027 69 7.6 1.10 1.45 0.27 2.82 70 1.46 0.02 0.05 0.05 407 48 23 3 2 92 7 1120 2160 168 25 891 101 20 145 23 10720 121
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ROCK SAMPLE GEOCHEMISTRY

Open File 2000 - 23

APPENDIX F

Note ...
• INA and ICP = Thermal neutron activation and aqua regia digestion-inductively coupled plasma emission spectroscopy.
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Rock Sample Geochemistry
Element NTS UTME UTMN Description Ag Ag Al As As Au Au B Ba Ba Bi Br Ca Ca Cd Ce Co Co Cr Cr Cs Cu
Units ppm PPM % ppm PPM ppm PPB ppm ppm PPM ppm PPM % % ppm PPM ppm PPM ppm PPM PPM ppm
Method AICP INA AICP AICP INA AICP INA AICP AICP INA AICP INA AICP INA AICP INA AICP INA AICP INA INA AICP
Detection Limit 0.3 5 0.01 2 0.5 2 2 3 1 50 3 0.5 0.01 1 0.2 3 1 1 1 5 1 1
Sample ID Field ID
55067 99RBS001 82M/4 320643 5675270 Weakly folliated orthogneiss -0.3 -5 1.4 2 -0.5 -2 -2 -3 217 400 -3 -0.5 0.28 3 -0.2 38 6 7 66 127 -1 3
55068 99RBS002 82M/4 321009 5676011 Folliated orthogneiss -0.3 -5 1.1 -2 1 -2 3 -3 110 630 -3 -0.5 1.19 2 -0.2 52 5 5 113 224 1 3
55069 99RBS003 82M/6 325526 5683758 Massive granite -0.3 -5 0.78 -2 0.6 -2 -2 -3 290 2600 -3 -0.5 0.2 1 -0.2 141 2 3 75 145 2 2
55070 99RBS004 82M/6 356646 5687640 Massive granite -0.3 -5 0.68 -2 -0.5 -2 8 -3 97 770 -3 -0.5 0.3 2 -0.2 9 1 2 110 197 1 3
55071 99RBS005 82M/6 327522 5688890 Massive orthogneiss -0.3 -5 0.64 -2 -0.5 -2 2 -3 59 1100 -3 -0.5 1.01 -1 -0.2 92 2 3 52 98 3 5
55073 99RBS006 82M/6 328652 5690379 Andesite breccia 0.3 -5 0.51 -2 1.6 -2 -2 -3 18 310 -3 -0.5 0.26 -1 -0.2 54 1 1 92 173 6 2
55074 99RBS007 82M/6 328746 5691340 Conglomerate -0.3 -5 0.54 -2 1.6 -2 -2 -3 86 690 -3 -0.5 0.31 -1 -0.2 71 1 2 123 220 5 1
55075 99RBS008 82M/6 329686 5694214 Granite -0.3 -5 0.6 -2 1.5 -2 -2 -3 85 1100 -3 -0.5 0.75 2 -0.2 79 1 2 73 143 3 1
55076 99RBS009 82M/6 329424 5696033 Fine grained granite -0.3 -5 0.7 -2 -0.5 -2 -2 -3 48 830 -3 -0.5 0.15 -1 -0.2 88 3 3 86 167 3 2
55077 99RBS010 82M/6 324819 5704586 Coarse grained granite -0.3 -5 0.58 2 -0.5 -2 -2 -3 41 480 -3 -0.5 0.05 -1 -0.2 64 1 1 96 199 1 8
55078 99RBS011 82M/5 315849 5700092 Granite -0.3 -5 0.51 -2 -0.5 -2 -2 -3 35 720 -3 -0.5 0.07 -1 -0.2 62 1 1 92 189 5 1
55079 99RBS012 82M/5 316110 5693378 Pegmatitic granite -0.3 -5 0.88 -2 0.6 -2 -2 -3 68 1100 -3 -0.5 0.23 -1 -0.2 91 2 3 103 199 3 1
55081 99RBS013 82M/5 322700 5698600 Quartz-molybdenite in granite -0.3 -5 0.18 -2 1.4 -2 -2 -3 14 100 -3 -0.5 0.03 -1 -0.2 -3 -1 -1 186 324 2 1
55082 99RBS014 82M/5 322700 5698600 Granite host to Quartz-molybdenite -0.3 -5 0.77 -2 1.2 -2 -2 -3 57 660 -3 -0.5 0.11 -1 -0.2 71 1 2 100 189 6 2
55083 99RBS015 82M/5 319800 5688900 Fine grained granodiorite -0.3 -5 2.25 -2 3.3 -2 -2 -3 152 1000 -3 -0.5 2.6 5 -0.2 78 23 33 339 491 2 24
55084 99RBS016 82M/3 314356 5688446 Fine grained granite -0.3 -5 1.29 -2 1.2 -2 -2 -3 149 1200 -3 -0.5 0.34 3 -0.2 49 2 3 56 93 3 8
55085 STN 24A 82M/6 328100 5700500 Orthogneiss hosting quartz veins -0.3 -5 0.41 -2 2 -2 -2 -3 57 190 -3 -0.5 0.13 -1 -0.2 6 1 2 206 361 -1 2
55086 STN 32 A 82M/5 322700 5698600 Quartz-molybdenite in granite -0.3 -5 0.56 -2 1 -2 -2 -3 17 75 54 -0.5 0.1 -1 0.2 4 -1 2 49 86 3 1
55087 JANSEN Cr. 82F/7 523860 5461855 Massive granite -0.3 -5 2.61 -2 2.1 -2 -2 -3 134 480 -3 -0.5 1.25 5 -0.2 42 5 6 89 157 4 6

Element NTS UTME UTMN Description Eu Fe Fe Hf Hg Ir K La La Lu Mg Mn Mo Mo Na Na Nd Ni Ni P Pb Rb
Units PPM % % PPM PPM PPB % ppm PPM PPM % ppm ppm PPM % % PPM ppm PPM % ppm PPM
Method INA AICP INA INA INA INA AICP AICP INA INA AICP AICP AICP INA AICP INA INA AICP INA AICP AICP INA
Detection Limit 0.2 0.01 0.02 1 1 5 0.01 1 0.1 0.05 0.01 2 1 1 0.01 0.01 5 1 20 0 3 15
Sample ID Field ID
55067 99RBS001 82M/4 320643 5675270 Weakly folliated orthogneiss 0.7 2.21 2.51 3 -1 -5 0.4 4 21.9 0.26 0.6 191 -1 -1 0.13 2.78 11 1 -20 0 -3 43
55068 99RBS002 82M/4 321009 5676011 Folliated orthogneiss 0.6 1.52 2.06 3 -1 -5 0.3 18 29.4 0.32 0.3 232 -1 -1 0.07 2.41 16 2 -20 0 3 46
55069 99RBS003 82M/6 325526 5683758 Massive granite 1.3 1.52 1.56 4 -1 -5 0.49 64 98.9 0.18 0.3 279 -1 2 0.1 2.44 31 2 -20 0.1 -3 74
55070 99RBS004 82M/6 356646 5687640 Massive granite 0.3 0.65 0.63 2 -1 -5 0.24 3 4.9 -0.1 0.1 152 -1 -1 0.18 3.85 -5 2 -20 0 -3 42
55071 99RBS005 82M/6 327522 5688890 Massive orthogneiss 0.9 1.52 1.77 4 -1 -5 0.36 48 57.5 0.13 0.4 313 -1 -1 0.06 2.77 24 2 -20 0.1 7 170
55073 99RBS006 82M/6 328652 5690379 Andesite breccia 0.5 1.35 1.31 3 -1 -5 0.2 27 30.3 0.43 0.1 480 1 -1 0.06 1.98 13 2 -20 0 11 275
55074 99RBS007 82M/6 328746 5691340 Conglomerate 0.6 0.88 0.96 3 -1 -5 0.3 34 39.1 0.22 0 163 -1 -1 0.08 1.99 22 2 -20 0 7 210
55075 99RBS008 82M/6 329686 5694214 Granite 0.7 1.2 1.37 5 -1 -5 0.23 27 44.6 0.28 0.2 319 -1 -1 0.08 2.52 23 2 -20 0 4 162
55076 99RBS009 82M/6 329424 5696033 Fine grained granite 0.7 1.26 1.43 4 -1 -5 0.2 39 46.9 0.19 0 301 -1 -1 0.08 2.58 24 3 -20 0 7 160
55077 99RBS010 82M/6 324819 5704586 Coarse grained granite 0.6 0.83 0.91 3 -1 -5 0.25 31 39 0.17 0.1 124 2 5 0.09 2.4 16 2 -20 0 7 147
55078 99RBS011 82M/5 315849 5700092 Granite 0.5 0.71 0.87 3 -1 -5 0.24 22 26.1 0.34 0.1 270 -1 -1 0.08 2.32 15 1 -20 0 6 284
55079 99RBS012 82M/5 316110 5693378 Pegmatitic granite 0.8 1.47 1.59 4 -1 -5 0.3 40 57.8 0.16 0.4 357 -1 2 0.1 2.5 22 3 -20 0.1 8 190
55081 99RBS013 82M/5 322700 5698600 Quartz-molybdenite in granite -0.2 0.3 0.32 -1 -1 -5 0.19 -1 -0.5 -0.1 -0 68 808 691 0.03 0.36 -5 4 -20 0 -3 127
55082 99RBS014 82M/5 322700 5698600 Granite host to Quartz-molybdenite 0.6 1.07 1.18 3 -1 -5 0.46 29 38.7 0.26 0.1 354 2 -1 0.1 2.33 21 2 -20 0 4 289
55083 99RBS015 82M/5 319800 5688900 Fine grained granodiorite 2.1 4.48 6.51 3 -1 -5 0.22 17 34.9 0.4 2.9 713 -1 -1 0.22 1.7 37 105 193 0.3 3 107
55084 99RBS016 82M/3 314356 5688446 Fine grained granite 1 2.01 2.06 4 -1 -5 0.64 15 26.3 0.16 0.5 367 -1 1 0.19 3.5 15 5 -20 0 -3 88
55085 STN 24A 82M/6 328100 5700500 Orthogneiss hosting quartz veins -0.2 0.63 0.67 -1 -1 -5 0.13 2 3.3 -0.1 0.1 82 -1 2 0.04 0.45 -5 4 -20 0 -3 16
55086 STN 32 A 82M/5 322700 5698600 Quartz-molybdenite in granite -0.2 0.17 0.37 -1 -1 -5 0.23 2 1.8 -0.1 0 252 2720 2510 0.19 6.21 -5 1 -20 0 -3 122
55087 JANSEN Cr. 82F/7 523860 5461855 Massive granite 1 2.52 3.17 3 -1 -5 0.95 11 21.3 0.29 0.8 642 1 -1 0.37 2.25 18 6 -20 0.1 4 103
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Rock Sample Geochemistry
Element NTS UTME UTMN Description Sb Sb Sc Se Sm Sn Sr Sr Ta Tb Th Th Ti U U V W W Yb Zn Zn
Units ppm PPM PPM PPM PPM % ppm % PPM PPM ppm PPM % ppm PPM ppm ppm PPM PPM ppm PPM
Method AICP INA INA INA INA INA AICP INA INA INA AICP INA AICP AICP INA AICP AICP INA INA AICP INA
Detection Limit 2 0.1 0.1 3 0.1 100 1 500 0.5 0.5 2 0.5 0 5 0.5 1 2 1 0.2 1 50
Sample ID Field ID
55067 99RBS001 82M/4 320643 5675270 Weakly folliated orthogneiss -3 -0.1 9.8 -3 2.3 -0.01 24 0.05 -0.5 -0.5 3 8.6 0.1 -8 2.7 34 -2 -1 1.8 27 55
55068 99RBS002 82M/4 321009 5676011 Folliated orthogneiss -3 -0.1 9.6 -3 3.2 -0.01 45 -0.05 1.1 -0.5 10 12 0 -8 2.9 14 -2 -1 2.1 21 -50
55069 99RBS003 82M/6 325526 5683758 Massive granite -3 0.1 3.2 -3 4.4 -0.01 30 0.08 0.7 -0.5 33 37 0.1 -8 2.4 24 -2 -1 1.2 30 -50
55070 99RBS004 82M/6 356646 5687640 Massive granite -3 -0.1 1.8 -3 1 -0.01 106 0.17 -0.5 -0.5 2 1.6 0 -8 1.3 7 -2 -1 0.3 19 -50
55071 99RBS005 82M/6 327522 5688890 Massive orthogneiss -3 0.1 4.5 -3 3.5 -0.01 42 -0.05 1.2 -0.5 17 18 -0 -8 4.2 7 -2 -1 0.8 52 69
55073 99RBS006 82M/6 328652 5690379 Andesite breccia -3 0.3 4 -3 3.2 -0.01 6 -0.05 5.8 0.6 27 26 -0 23 21.1 6 -2 1 2.7 21 -50
55074 99RBS007 82M/6 328746 5691340 Conglomerate -3 0.2 3.5 -3 4.1 -0.01 42 -0.05 2.1 -0.5 22 25 -0 -8 6.3 6 -2 -1 1.4 34 -50
55075 99RBS008 82M/6 329686 5694214 Granite -3 -0.1 4 -3 5 -0.01 57 -0.05 1.5 0.6 23 25 0 -8 3.7 12 -2 -1 1.7 50 -50
55076 99RBS009 82M/6 329424 5696033 Fine grained granite -3 0.1 4.8 -3 4.6 -0.01 15 -0.05 2 -0.5 26 28 0 -8 10.3 11 -2 -1 1.3 34 -50
55077 99RBS010 82M/6 324819 5704586 Coarse grained granite -3 0.2 3.2 -3 3.3 -0.01 10 -0.05 1.9 -0.5 36 39 -0 -8 3.8 8 -2 1 1.2 14 -50
55078 99RBS011 82M/5 315849 5700092 Granite -3 0.1 3.6 -3 3.4 -0.01 7 -0.05 2.6 -0.5 17 20 0 -8 7.7 3 -2 -1 2.2 27 -50
55079 99RBS012 82M/5 316110 5693378 Pegmatitic granite -3 0.2 5.2 -3 3.5 -0.01 19 -0.05 1.7 -0.5 32 35 0 -8 5.3 19 -2 1 1.1 38 -50
55081 99RBS013 82M/5 322700 5698600 Quartz-molybdenite in granite -3 -0.1 0.1 -3 -0.1 -0.01 4 -0.05 0.7 -0.5 -2 0.4 -0 -8 0.9 1 -2 -1 0.2 3 -50
55082 99RBS014 82M/5 322700 5698600 Granite host to Quartz-molybdenite -3 0.2 3.3 -3 4.4 -0.01 9 -0.05 4 -0.5 20 23 0.1 -8 9.5 5 -2 -1 1.8 46 -50
55083 99RBS015 82M/5 319800 5688900 Fine grained granodiorite -3 0.2 23.1 -3 8.1 -0.01 181 0.11 -0.5 0.9 4 6.5 0.3 -8 2 117 -2 -1 2.6 57 144
55084 99RBS016 82M/3 314356 5688446 Fine grained granite -3 0.2 5.4 -3 3.5 -0.01 92 0.17 0.9 -0.5 5 7.5 0.1 -8 2.2 40 -2 -1 1.1 48 -50
55085 STN 24A 82M/6 328100 5700500 Orthogneiss hosting quartz veins -3 -0.1 1.8 -3 0.4 -0.01 8 -0.05 -0.5 -0.5 2 1.5 0 -8 -0.5 7 -2 -1 0.2 4 -50
55086 STN 32 A 82M/5 322700 5698600 Quartz-molybdenite in granite -3 0.1 1.8 -3 0.1 -0.01 4 -0.05 3.4 -0.5 -2 0.6 -0 -8 4.4 1 -2 4 0.2 7 -50
55087 JANSEN Cr. 82F/7 523860 5461855 Massive granite -3 0.2 6 -3 3.5 -0.01 119 0.07 0.8 0.6 4 6.7 0.2 -8 1.8 35 -2 -1 1.9 49 -50




